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306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 01-02-005 Preparation of holes in fibre reinforced plastic (FRP) and hybrid materials Low Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 01-02-005 Preparation of holes in fibre reinforced plastic (FRP) and hybrid materials Low Qualified Limited to test specimens manufacturing and machining.
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AIPS/AIPI 01-02-005 Preparation of holes in fibre reinforced plastic (FRP) and hybrid materials Low Qualified Limited to test specimens manufacturing and machining.
296664 RESCOLL Pessac PESSAC CEDEX France AIPS/AIPI 01-02-005 Preparation of holes in fibre reinforced plastic (FRP) and hybrid materials Low Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 01-02-005 Preparation of holes in fibre reinforced plastic (FRP) and hybrid materials Low Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 01-02-008 Torque tightening of screws, bolts and nuts High Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 01-02-008 Torque tightening of screws, bolts and nuts High Qualified Limited to test specimens manufacturing and machining.
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AIPS/AIPI 01-02-008 Torque tightening of screws, bolts and nuts High Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 01-02-008 Torque tightening of screws, bolts and nuts High Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 01-02-017 General assembly and installation of fasteners High Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 01-02-017 General assembly and installation of fasteners High Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 01-02-017 General assembly and installation of fasteners High Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 01-02-022 Installation of parallel shank threaded fasteners High Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 01-02-022 Installation of parallel shank threaded fasteners High Qualified Limited to test specimens manufacturing and machining.
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AIPS/AIPI 01-02-022 Installation of parallel shank threaded fasteners High Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 01-02-022 Installation of parallel shank threaded fasteners High Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
291189 COMPOXI SL Girona Spain AIPS/AIPI 03-02-018 Manufacture of structural sandwich parts with thermosetting fibre reinforced skins High Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 03-02-018 Manufacture of structural sandwich parts with thermosetting fibre reinforced skins High Qualified  - Composite test specimen manufacturing and machining*Qualified on: 19/11/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 03-02-019 Manufacture of monolithic parts with thermoset prepreg materials High Qualified Limited to test specimens manufacturing and machining.
291189 COMPOXI SL Girona Spain AIPS/AIPI 03-02-019 Manufacture of monolithic parts with thermoset prepreg materials High Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 03-02-019 Manufacture of monolithic parts with thermoset prepreg materials High Qualified Limited to test specimens manufacturing and machining.
295204 NATIONAL COMPOSITES CENTRE BRISTOL United Kingdom AIPS/AIPI 03-02-019 Manufacture of monolithic parts with thermoset prepreg materials High Qualified QUALIFICATION ONLY FOR MANUFACTURE OF MONOLITHIC CARBON FIBRE TEST ELEMENTS AND COUPONS TO SUPPORT THE A350 XWB PROGRAM
296664 RESCOLL Pessac PESSAC CEDEX France AIPS/AIPI 03-02-019 Manufacture of monolithic parts with thermoset prepreg materials High Qualified  Limited to test specimens manufacturing and machining.Qualified on 23/11/2018.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 03-02-019 Manufacture of monolithic parts with thermoset prepreg materials High Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
291189 COMPOXI SL Girona Spain AIPS/AIPI 03-02-020 Manufacturing of monolithic parts with thermoplastic material Low Qualified Limited to test specimens manufacturing and machining.
291189 COMPOXI SL Girona Spain AIPS/AIPI 03-02-022 Manufacturing of monolithic and sandwich structural components by impregnation of dry reinforcement materials with thermoset resin High Qualified Limited to test specimens manufacturing and machining.
306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 03-07-002 Machining of fibre reinforced plastic (FRP) components High Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 03-07-002 Machining of fibre reinforced plastic (FRP) components High Qualified Limited to test specimens manufacturing and machining.
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AIPS/AIPI 03-07-002 Machining of fibre reinforced plastic (FRP) components High Qualified Limited to test specimens manufacturing and machining.
296664 RESCOLL Pessac PESSAC CEDEX France AIPS/AIPI 03-07-002 Machining of fibre reinforced plastic (FRP) components High Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 03-07-002 Machining of fibre reinforced plastic (FRP) components High Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
291189 COMPOXI SL Girona Spain AIPS/AIPI 03-08-003 Rework and repair of Structures Manufactured from Composite Materials (Laminates and Sandwich) High Qualified Limited to test specimens manufacturing and machining.
306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 05-05-004 Wet installation of fasteners High Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 05-05-004 Wet installation of fasteners High Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 05-05-004 Wet installation of fasteners High Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 06-01-003 Surface preparation for thermosetting parts before structural bonding High Qualified Limited to test specimens manufacturing and machining.
291189 COMPOXI SL Girona Spain AIPS/AIPI 06-01-003 Surface preparation for thermosetting parts before structural bonding High Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 06-01-003 Surface preparation for thermosetting parts before structural bonding High Qualified Limited to test specimens manufacturing and machining.
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany AIPS/AIPI 06-01-003 Surface preparation for thermosetting parts before structural bonding High Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 06-01-003 Surface preparation for thermosetting parts before structural bonding High Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 06-01-004 Mechanical surface preparation of non-structural adherend prior to adhesive bonding Low Qualified LIMITED TO TEST SPECIMEN MANUFACTURING.
291189 COMPOXI SL Girona Spain AIPS/AIPI 06-01-004 Mechanical surface preparation of non-structural adherend prior to adhesive bonding Low Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 06-01-004 Mechanical surface preparation of non-structural adherend prior to adhesive bonding Low Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 06-01-004 Mechanical surface preparation of non-structural adherend prior to adhesive bonding Low Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 06-02-002 Non-structural adhesive bonding Low Qualified Limited to test specimens manufacturing and machining.
291189 COMPOXI SL Girona Spain AIPS/AIPI 06-02-002 Non-structural adhesive bonding Low Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 06-02-002 Non-structural adhesive bonding Low Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 06-02-002 Non-structural adhesive bonding Low Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AIPS/AIPI 06-02-006 Structural bonding of thermoset and thermoplastic matrices compocite parts High Qualified Limited to test specimens manufacturing and machining.
291189 COMPOXI SL Girona Spain AIPS/AIPI 06-02-006 Structural bonding of thermoset and thermoplastic matrices compocite parts High Qualified Limited to test specimens manufacturing and machining.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AIPS/AIPI 06-02-006 Structural bonding of thermoset and thermoplastic matrices compocite parts High Qualified Limited to test specimens manufacturing and machining.
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany AIPS/AIPI 06-02-006 Structural bonding of thermoset and thermoplastic matrices compocite parts High Qualified Limited to test specimens manufacturing and machining.
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AIPS/AIPI 06-02-006 Structural bonding of thermoset and thermoplastic matrices compocite parts High Qualified  *Composite test specimen manufacturing and machiningQualified on 19/11/2018
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0001 Fiber reinforced plastics - Determination of mechanical degradation due to chemical paint strippers Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0001 Fiber reinforced plastics - Determination of mechanical degradation due to chemical paint strippers Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Authorised to proceed 30-nov-21
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain AITM 1-0002 Fibre reinforced plastics - Determination of in-plane shear properties (±45° tensile test) Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified Qualified on 12/12/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified Restricted to TA Instruments DMA Q800 equipment
300083 FUNDACION CARTIF Boecillo Spain AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified
299011 KATRI - BUSAN BRANCH (KOREA APPAREL TESTING AND RESEARCH INSTITUTE)Gaejwa-ro, Geumjeong-gu South Korea AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified Composite
296664 RESCOLL Pessac PESSAC CEDEX France AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified Restricted to equipment qualified through QCS 131029
294826 RESCOLL Rochefort ROCHEFORT CEDEX France AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0003 Determination of the glass transition temperatures (DMA) High Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Qualified - Qualified on 21/11/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Qualified Also according to ASTM D5528
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Authorised to proceed 30-nov-21 Pending IRR
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Qualified  GFRP, CFRPqualified 08/04/2015
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Authorised to proceed 31-janv-22 Composite
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain AITM 1-0005 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode I - G1c High Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0006 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode II - GIIc High Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0006 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode II - GIIc High Authorised to proceed 30-nov-21 Pending IRR
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain AITM 1-0006 Fibre reinforced plastics - Determination of interlaminar fracture toughness energy - Mode II - GIIc High Qualified Qualified 20.12.19
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286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified Limited to Type A3 & A4
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified  Also according to IGC 04-26-260, IGC 04-26-250Machine Z 10T
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Authorised to proceed 30-nov-21 Pending 2021 report
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified Composite
294826 RESCOLL Rochefort ROCHEFORT CEDEX France AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain AITM 1-0007-A / B / C / D Fibre reinforced plastics - Determination of plain, open hole and filled hole tensile strength Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 1-0008-A1 Fiber reinforced plastics - Determination of plain compression strength (Thick specimens, <200kN) High Qualified  - Limited to HCCF- Restricted to Determination of plain modulus using hydraulic grips ONLY. 
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0008-A1 Fiber reinforced plastics - Determination of plain compression strength (Thick specimens, <200kN) High Qualified
152489 DLR (Braunschweig) Deutsches Zentrum für Luft- und Raumfahrt Braunschweig Germany AITM 1-0008-A1 Fiber reinforced plastics - Determination of plain compression strength (Thick specimens, <200kN) High Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0008-A1 Fiber reinforced plastics - Determination of plain compression strength (Thick specimens, <200kN) High Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0008-A1 Fiber reinforced plastics - Determination of plain compression strength (Thick specimens, <200kN) High Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0008-A1 Fiber reinforced plastics - Determination of plain compression strength (Thick specimens, <200kN) High Authorised to proceed 30-nov-21 Pending IRR
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0008-A1 Fiber reinforced plastics - Determination of plain compression strength (Thick specimens, <200kN) High Qualified - On HCCF device
294826 RESCOLL Rochefort ROCHEFORT CEDEX France AITM 1-0008-A1 Fiber reinforced plastics - Determination of plain compression strength (Thick specimens, <200kN) High Authorised to proceed 30-nov-21
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0008-A1 Fiber reinforced plastics - Determination of plain compression strength (Thick specimens, <200kN) High Qualified -Qualified on: 26/11/2018
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Qualified  - Limited to HCCF- Restricted to Determination of plain modulus using hydraulic grips ONLY. 
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Authorised to proceed 30-nov-21 Limited up to 250 kN
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Qualified
152489 DLR (Braunschweig) Deutsches Zentrum für Luft- und Raumfahrt Braunschweig Germany AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Authorised to proceed 30-nov-21 Pending IRR
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Qualified - On HCCF device
296664 RESCOLL Pessac PESSAC CEDEX France AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Qualified Composite
294826 RESCOLL Rochefort ROCHEFORT CEDEX France AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0008-A2 Fiber reinforced plastics - Determination of plain compression strength (Thin specimens, <100 kN) High Qualified Qualified on: 10/10/2018
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 1-0008-A3 Fiber reinforced plastics - Determination of plain compression strength ( (Thick specimens, < 500 kN) High Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0008-A3 Fiber reinforced plastics - Determination of plain compression strength ( (Thick specimens, < 500 kN) High Qualified  Only E-modulus determination is qualified.Range for E-Modulus calculation used Nominal failure load provided by customer or Range provided by customer
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0008-A3 Fiber reinforced plastics - Determination of plain compression strength ( (Thick specimens, < 500 kN) High Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 1-0008-B / C / D Fiber reinforced plastics - Determination of open hole or filled hole compression strength Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0008-B / C / D Fiber reinforced plastics - Determination of open hole or filled hole compression strength Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland AITM 1-0008-B / C / D Fiber reinforced plastics - Determination of open hole or filled hole compression strength Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0008-B / C / D Fiber reinforced plastics - Determination of open hole or filled hole compression strength Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0008-B / C / D Fiber reinforced plastics - Determination of open hole or filled hole compression strength Low Qualified Machine Z 25T
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0008-B / C / D Fiber reinforced plastics - Determination of open hole or filled hole compression strength Low Authorised to proceed 30-nov-21 Pending IRR
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0008-B / C / D Fiber reinforced plastics - Determination of open hole or filled hole compression strength Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 1-0008-B / C / D Fiber reinforced plastics - Determination of open hole or filled hole compression strength Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France AITM 1-0008-B / C / D Fiber reinforced plastics - Determination of open hole or filled hole compression strength Low Qualified Specimens B1/C1/D1 and B2/C2/D2
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0008-B / C / D Fiber reinforced plastics - Determination of open hole or filled hole compression strength Low Qualified Qualified on 16/02/2021
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0009-1 / 2 Fibre reinforced plastics - Determination of bearing strength by either pin or bolt bearing configuration High Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland AITM 1-0009-1 / 2 Fibre reinforced plastics - Determination of bearing strength by either pin or bolt bearing configuration High Qualified
152489 DLR (Braunschweig) Deutsches Zentrum für Luft- und Raumfahrt Braunschweig Germany AITM 1-0009-1 / 2 Fibre reinforced plastics - Determination of bearing strength by either pin or bolt bearing configuration High Qualified Method 2
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0009-1 / 2 Fibre reinforced plastics - Determination of bearing strength by either pin or bolt bearing configuration High Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0009-1 / 2 Fibre reinforced plastics - Determination of bearing strength by either pin or bolt bearing configuration High Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom AITM 1-0009-1 / 2 Fibre reinforced plastics - Determination of bearing strength by either pin or bolt bearing configuration High Qualified Qualified 04/12/2018
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 1-0010 Fibre reinforced plastics - Determination of compression strength after impact High Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0010 Fibre reinforced plastics - Determination of compression strength after impact High Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland AITM 1-0010 Fibre reinforced plastics - Determination of compression strength after impact High Qualified This Technical Qualification doesn’t include the NDT qualification for the UT inspection of the damage areas after the impacts
152489 DLR (Braunschweig) Deutsches Zentrum für Luft- und Raumfahrt Braunschweig Germany AITM 1-0010 Fibre reinforced plastics - Determination of compression strength after impact High Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0010 Fibre reinforced plastics - Determination of compression strength after impact High Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0010 Fibre reinforced plastics - Determination of compression strength after impact High Qualified The NDT qualification for the UT inspection of the damage areas after the impacts is not included in this qualification.
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0010 Fibre reinforced plastics - Determination of compression strength after impact High Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0010 Fibre reinforced plastics - Determination of compression strength after impact High Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0010 Fibre reinforced plastics - Determination of compression strength after impact High Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain AITM 1-0010 Fibre reinforced plastics - Determination of compression strength after impact High Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 1-0016 Determination of the effect of liquid cleaning agents upon the peel strength of heat cured film adhesive / bonding primer systems Low Authorised to proceed 31-déc-21 pending decision regarding NADCAP NMMT
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 1-0017 Determination of the effect of liquid cleaning agents upon the adhesion of paint primers to adhesive bonding primers Low Authorised to proceed 31-déc-21 pending decision regarding NADCAP NMMT
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 1-0018 Fibre reinforced plastics - Sandwich flexural test - Four-point bending Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0018 Fibre reinforced plastics - Sandwich flexural test - Four-point bending Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA AITM 1-0018 Fibre reinforced plastics - Sandwich flexural test - Four-point bending Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland AITM 1-0018 Fibre reinforced plastics - Sandwich flexural test - Four-point bending Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0018 Fibre reinforced plastics - Sandwich flexural test - Four-point bending Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0018 Fibre reinforced plastics - Sandwich flexural test - Four-point bending Low Qualified Machine Z 25T
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0018 Fibre reinforced plastics - Sandwich flexural test - Four-point bending Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France AITM 1-0018 Fibre reinforced plastics - Sandwich flexural test - Four-point bending Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified Machine Z 10T
300083 FUNDACION CARTIF Boecillo Spain AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Authorised to proceed 31-déc-21 pending decision regarding NADCAP NMMT
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified Also qualified for QVA-Z10-46-09 (restricted to Legacy Programs)
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified Also according to I+D-E 352
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom AITM 1-0019 Determination of tensile lap shear strength of composite joints Low Qualified
288321 TECHNACOL TARBES France AITM 1-0020 Bending at low temperature Low Authorised to proceed 31-mars-22
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 1-0021 Determination of the effect of liquid cleaning agents upon the properties of elastomeric materials Low Authorised to proceed 31-déc-21 pending decision regarding NADCAP NMMT
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 1-0022 Wettability test Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 1-0022 Wettability test Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France AITM 1-0022 Wettability test Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA AITM 1-0024 Determination of the completeness of cure of organic coatings Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 1-0024 Determination of the completeness of cure of organic coatings Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 1-0024 Determination of the completeness of cure of organic coatings Low Qualified Qualified on: 21/01/2021
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0024 Determination of the completeness of cure of organic coatings Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France AITM 1-0024 Determination of the completeness of cure of organic coatings Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0024 Determination of the completeness of cure of organic coatings Low Qualified
312060 ACEM.S.L. Madrid Spain AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified Also according  to I+D-E 246
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Authorised to proceed 30-nov-21
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified Machine Z 10T
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Authorised to proceed 31-déc-21 pending decision regarding NADCAP NMMT
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified
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169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0025 Fiber reinforced plastics - Flatwise tensile test of composite sandwich panel Low Authorised to proceed 30-nov-21
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 1-0029 Fibre reinforced plastics - Determination of tensile strength of a tapered or stepped joint Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0029 Fibre reinforced plastics - Determination of tensile strength of a tapered or stepped joint Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0029 Fibre reinforced plastics - Determination of tensile strength of a tapered or stepped joint Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0029 Fibre reinforced plastics - Determination of tensile strength of a tapered or stepped joint Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0029 Fibre reinforced plastics - Determination of tensile strength of a tapered or stepped joint Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0030 Sealants - Determination of lap shear strength Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 1-0030 Sealants - Determination of lap shear strength Low Qualified Sealants
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0030 Sealants - Determination of lap shear strength Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 1-0032 Determination of non hardening characteristic of sealant Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0032 Determination of non hardening characteristic of sealant Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 1-0033 Sealants: Determination of the curing rate of sealing materials Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 1-0033 Sealants: Determination of the curing rate of sealing materials Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0033 Sealants: Determination of the curing rate of sealing materials Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 1-0036 Sealants - Determination of assembly time Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0036 Sealants - Determination of assembly time Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France AITM 1-0040 Residual stress measurement for metallic plates Low Authorised to proceed 28-févr-22  PART 2 only (Hole drilling method) with Type A rosetteTests on specimens not included
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0040 Residual stress measurement for metallic plates Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA AITM 1-0040 Residual stress measurement for metallic plates Low Qualified
143441 ELEMENT MATERIALS TECHNOLOGY - LANCASTER LANCASTER United Kingdom AITM 1-0042 Determination of Fatigue Crack Growth Rates for Clad Sheet and Clad Plate up to 12 mm in Constant-Load-Amplitude Tests High Qualified  Alloys of Al, Ti, Ni, SteelsLimited to CT Specimens and DCPD (Direct Current Potential Difference) method to monitor the crack length
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0042 Determination of Fatigue Crack Growth Rates for Clad Sheet and Clad Plate up to 12 mm in Constant-Load-Amplitude Tests High Qualified Restricted to specimens of the type CT.
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0042 Determination of Fatigue Crack Growth Rates for Clad Sheet and Clad Plate up to 12 mm in Constant-Load-Amplitude Tests High Qualified Limited to MT specimens
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA AITM 1-0042 Determination of Fatigue Crack Growth Rates for Clad Sheet and Clad Plate up to 12 mm in Constant-Load-Amplitude Tests High Qualified MT and CT specimens
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0043 (ASTM E561) Determination of crack resistance (R-Curve) for aluminium clad sheet and clad plate up to 12 mm for M(T) specimens High Qualified - Limited MT specimens
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA AITM 1-0043 (ASTM E561) Determination of crack resistance (R-Curve) for aluminium clad sheet and clad plate up to 12 mm for M(T) specimens High Authorised to proceed 31-déc-21 MT specimens
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 1-0047 Determination of apparent interlaminar shear strength of fibre metal laminates (Glare materials) Low Qualified Qualified on 20/04/2020
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France AITM 1-0047 Determination of apparent interlaminar shear strength of fibre metal laminates (Glare materials) Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 1-0047 Determination of apparent interlaminar shear strength of fibre metal laminates (Glare materials) Low Authorised to proceed 31-déc-21  Composites (Glare)pending descision regarding NADCAP NMMT
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France AITM 1-0048 Compression test method of fibre metal laminates (Glare materials) Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France AITM 1-0049 Tensile test method of fibre metal laminates (Glare materials) Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 1-0049 Tensile test method of fibre metal laminates (Glare materials) Low Authorised to proceed 31-déc-21  Composites (Glare)pending decision regarding NADCAP NMMT
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France AITM 1-0050-A / B Test method for the determination of blunt notch open and filled hole tensile strength of fibre metal laminates (Glare materials) Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified Qualified on 27/02/2020
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified Polymers, plastics
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified Including Load Introduction using Blocks
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified Machine I 1T
300083 FUNDACION CARTIF Boecillo Spain AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Authorised to proceed 30-nov-21  Valid for the Issue 4 of the normPending IRR
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified  CFRPqualified 16/03/2015
296664 RESCOLL Pessac PESSAC CEDEX France AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified Composite
294826 RESCOLL Rochefort ROCHEFORT CEDEX France AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified Valid for the Issue 4 of the test standard
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain AITM 1-0053 Carbon fibre reinforced plastics - Determination of fracture toughness energy of bonded joints - Mode I - G1c High Qualified Valid for the issue 4 of the norm
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 1-0054 Determination of orange peel Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA AITM 1-0057 Impact resistance of laminate and sandwich Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 1-0057 Impact resistance of laminate and sandwich Low Qualified Qualified on 20/04/2020
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom AITM 1-0058 Mobile hardness testing Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France AITM 1-0059 In-plane-shear test on fibre metal laminates (Glare material) Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0060 T-Type tensile tests on welded joints High Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 1-0065 Fiber reinforced plastics - Determination of joint strength of mechanically fastened joints High Qualified   Qualified on 10/10/2019-No specimen type restriction, both types I, II and III are covered.
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0065 Fiber reinforced plastics - Determination of joint strength of mechanically fastened joints High Qualified   -QCS generated on: 26/11/2018-No specimen type restriction, both types I, II and III are covered.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0065 Fiber reinforced plastics - Determination of joint strength of mechanically fastened joints High Qualified  -QCS generated on 26/11/2018- Testing machine ID: 9.1.4 (SN 183797/2008)
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0065 Fiber reinforced plastics - Determination of joint strength of mechanically fastened joints High Authorised to proceed 31-janv-22 -Qualified on: 26/11/2018
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 1-0066 Fibre reinforced plastics – Determination of pull-out / pull-through strength on riveted joints Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0066 Fibre reinforced plastics – Determination of pull-out / pull-through strength on riveted joints Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0066 Fibre reinforced plastics – Determination of pull-out / pull-through strength on riveted joints Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0066 Fibre reinforced plastics – Determination of pull-out / pull-through strength on riveted joints Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0066 Fibre reinforced plastics – Determination of pull-out / pull-through strength on riveted joints Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0066 Fibre reinforced plastics – Determination of pull-out / pull-through strength on riveted joints Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 1-0067 Determination of tension through the hole strength on fastened joints Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0067 Determination of tension through the hole strength on fastened joints Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0067 Determination of tension through the hole strength on fastened joints Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0067 Determination of tension through the hole strength on fastened joints Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 1-0069 Fibre reinforced plastics - Determination of curved-beam failure load High Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0069 Fibre reinforced plastics - Determination of curved-beam failure load High Qualified  Qualified on 19/10/2018*Limited to specimens below 10mm thickness
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 1-0069 Fibre reinforced plastics - Determination of curved-beam failure load High Qualified  Qualified on 17/10/2018.*Limited to specimens below 10 mm thickness.
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA AITM 1-0069 Fibre reinforced plastics - Determination of curved-beam failure load High Authorised to proceed 31-oct-21  Thickness Restriction: only specimens bellow 10 mm thickness are covered
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 1-0070 (incl. ISO 4287) Surface roughness measurements using surface stylus methods Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0070 (incl. ISO 4287) Surface roughness measurements using surface stylus methods Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 1-0070 (incl. ISO 4287) Surface roughness measurements using surface stylus methods Low Qualified RUGO 01
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 1-0070 (incl. ISO 4287) Surface roughness measurements using surface stylus methods Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France AITM 1-0070 (incl. ISO 4287) Surface roughness measurements using surface stylus methods Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 1-0070 (incl. ISO 4287) Surface roughness measurements using surface stylus methods Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 1-0076 Fibre reinforced plastics - Determination of compression aand tension strength after edge impact High Authorised to proceed 30-sept-22 Limited for thicknesses < 6 mm.
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 2-0001 Fibre reinforced plastics - Determination of the exothermic reaction during curing of prepreg materials Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 2-0001 Fibre reinforced plastics - Determination of the exothermic reaction during curing of prepreg materials Low Qualified
306756 ACCUFLEET TESTING SERVICES, INC. Houston, TX USA AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Qualified
135583 AIM ALTITUDE UK LTD CAMBRIDGE United Kingdom AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Authorised to proceed 31-janv-22  Interior Furnishings-Test Chamber Id: P012
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Qualified
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Qualified Test Method eligible for external (supplier) request.
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Authorised to proceed 31-janv-22
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Qualified All materials of aircraft interiors
296664 RESCOLL Pessac PESSAC CEDEX France AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Qualified  Composite (A)Honeycomb (G)
284559 SKANDIA INC DAVIS JUNCTION USA AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Qualified
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Authorised to proceed 31-janv-22
316971 TESTCORP (Lake Forest) Lake Forest USA AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Qualified
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Qualified Various, Honeycomb, Solid, Textile
307529 WARRINGTONFIRE FRANKFURT GMBH Frankfurt am Main Germany AITM 2-0002 Resistance of Materials when tested according to the 12 s or 60 s Vertical Bunsen Burner Test Low Qualified Cover materials for walls, ceilings, flooring, table materials, armcaps, decorative materials, interior materials
135583 AIM ALTITUDE UK LTD CAMBRIDGE United Kingdom AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Qualified  Interior Furnishings-Test Chamber Id: P013
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Qualified
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Qualified Test Method eligible for external (supplier) request.
261957 CENTRO DE TECNOLOGIAS AERONAUTICAS CTA Minano-Alava Spain AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Qualified Aircraft interior materials
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Authorised to proceed 31-janv-22
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Qualified Plastic lenses
296664 RESCOLL Pessac PESSAC CEDEX France AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Qualified  Composite (A)Honeycomb (G)
284559 SKANDIA INC DAVIS JUNCTION USA AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Qualified
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Authorised to proceed 31-janv-22
316971 TESTCORP (Lake Forest) Lake Forest USA AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Qualified
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Qualified Various, Honeycomb, Solid, Textile
307529 WARRINGTONFIRE FRANKFURT GMBH Frankfurt am Main Germany AITM 2-0003 Resistance of Materials when tested according to the 15s horizontal bunsen burner test Low Qualified Plastic windows, seat belts, housing materials, small electrical parts
135583 AIM ALTITUDE UK LTD CAMBRIDGE United Kingdom AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Qualified  Interior Furnishings--Test Chamber Id: P159
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Qualified
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Qualified Test Method eligible for external (supplier) request.
261957 CENTRO DE TECNOLOGIAS AERONAUTICAS CTA Minano-Alava Spain AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Qualified Aircraft interior materials
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Authorised to proceed 31-janv-22
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Qualified  Composite (A)Honeycomb (G)
284559 SKANDIA INC DAVIS JUNCTION USA AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Qualified
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312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Authorised to proceed 31-janv-22
316971 TESTCORP (Lake Forest) Lake Forest USA AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Qualified
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Qualified Honeycomb Composites
307529 WARRINGTONFIRE FRANKFURT GMBH Frankfurt am Main Germany AITM 2-0004 Flammability of non-metallic materials - Small burner test, 45° - Determination of the resistance of material to flame and glow propagation, and to flame penetration Low Qualified Cargo or bagage compartment
135583 AIM ALTITUDE UK LTD CAMBRIDGE United Kingdom AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Qualified  Interior Furnishings-Test Chamber Id: P159
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Qualified
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Qualified Test Method eligible for external (supplier) request.
261957 CENTRO DE TECNOLOGIAS AERONAUTICAS CTA Minano-Alava Spain AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Qualified Aircraft interior materials
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Authorised to proceed 31-janv-22
296664 RESCOLL Pessac PESSAC CEDEX France AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Qualified
284559 SKANDIA INC DAVIS JUNCTION USA AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Qualified
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Authorised to proceed 31-janv-22
316971 TESTCORP (Lake Forest) Lake Forest USA AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Qualified
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Qualified Wire and Cable
307529 WARRINGTONFIRE FRANKFURT GMBH Frankfurt am Main Germany AITM 2-0005 Flammability of non-metallic materials - Small burner test, 60° - Determination of the resistance of electrical wire insulation materials to flame at 60° Low Qualified Electrical wire insulation materials
135583 AIM ALTITUDE UK LTD CAMBRIDGE United Kingdom AITM 2-0006 Determination of heat release and heat release rate of aircraft materials High Authorised to proceed 31-janv-22  Interior Furnishings-Test Chamber Id: P001
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0006 Determination of heat release and heat release rate of aircraft materials High Qualified Test Method eligible for external (supplier) request.
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 2-0006 Determination of heat release and heat release rate of aircraft materials High Qualified
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland AITM 2-0006 Determination of heat release and heat release rate of aircraft materials High Authorised to proceed 31-janv-22 Side wall panels, seat shell panels, etc..
296664 RESCOLL Pessac PESSAC CEDEX France AITM 2-0006 Determination of heat release and heat release rate of aircraft materials High Qualified
284559 SKANDIA INC DAVIS JUNCTION USA AITM 2-0006 Determination of heat release and heat release rate of aircraft materials High Qualified
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0006 Determination of heat release and heat release rate of aircraft materials High Qualified
316971 TESTCORP (Lake Forest) Lake Forest USA AITM 2-0006 Determination of heat release and heat release rate of aircraft materials High Qualified (A)
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 2-0006 Determination of heat release and heat release rate of aircraft materials High Qualified Various
135583 AIM ALTITUDE UK LTD CAMBRIDGE United Kingdom AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Qualified  Interior Furnishings-Test Chamber Id: P121
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Qualified Test Method eligible for external (supplier) request
322886 AIRBUS OPERATIONS GMBH FIRE TEST LABORATORY ECOMAT BREMEN Germany AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Authorised to proceed 31-déc-21 Qualified on 18/03/2021
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Authorised to proceed 31-janv-22
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Authorised to proceed 31-janv-22
296664 RESCOLL Pessac PESSAC CEDEX France AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Qualified
284559 SKANDIA INC DAVIS JUNCTION USA AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Qualified
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Authorised to proceed 31-janv-22
316971 TESTCORP (Lake Forest) Lake Forest USA AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Qualified (A)
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Qualified Various
307529 WARRINGTONFIRE FRANKFURT GMBH Frankfurt am Main Germany AITM 2-0007 Determination of the specific optical smoke density of component parts or sub-assemblies of aircraft interior High Authorised to proceed 31-janv-22 -Cover materials for walls, ceilings, flooring, table materials, armcaps, decorative materials, foams combinations.
135583 AIM ALTITUDE UK LTD CAMBRIDGE United Kingdom AITM 2-0008 Determination of the optical smoke density of electrical and non-electrical cable High Qualified  Interior Furnishings-Test Chamber Id: P121
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0008 Determination of the optical smoke density of electrical and non-electrical cable High Qualified Test Method eligible for external (supplier) request.
322886 AIRBUS OPERATIONS GMBH FIRE TEST LABORATORY ECOMAT BREMEN Germany AITM 2-0008 Determination of the optical smoke density of electrical and non-electrical cable High Authorised to proceed 31-déc-21
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 2-0008 Determination of the optical smoke density of electrical and non-electrical cable High Authorised to proceed 31-janv-22
296664 RESCOLL Pessac PESSAC CEDEX France AITM 2-0008 Determination of the optical smoke density of electrical and non-electrical cable High Qualified Qualifed on: 06/05/2019
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0008 Determination of the optical smoke density of electrical and non-electrical cable High Authorised to proceed 31-janv-22
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 2-0008 Determination of the optical smoke density of electrical and non-electrical cable High Qualified  Wire and CableQualified 09.12.2019
307529 WARRINGTONFIRE FRANKFURT GMBH Frankfurt am Main Germany AITM 2-0008 Determination of the optical smoke density of electrical and non-electrical cable High Authorised to proceed 31-janv-22  -Electrical and non-electrical cableQualified 10.12.19
306756 ACCUFLEET TESTING SERVICES, INC. Houston, TX USA AITM 2-0009 Fire resistance of aircraft seat cushion utilizing a high density open flame High Authorised to proceed 31-déc-21
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0009 Fire resistance of aircraft seat cushion utilizing a high density open flame High Qualified Test Method eligible for external (supplier) request.
261957 CENTRO DE TECNOLOGIAS AERONAUTICAS CTA Minano-Alava Spain AITM 2-0009 Fire resistance of aircraft seat cushion utilizing a high density open flame High Qualified  Seat cushionsQualified 10.12.19
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland AITM 2-0009 Fire resistance of aircraft seat cushion utilizing a high density open flame High Qualified Qualified on 10.12.19
284559 SKANDIA INC DAVIS JUNCTION USA AITM 2-0009 Fire resistance of aircraft seat cushion utilizing a high density open flame High Authorised to proceed 31-janv-22
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0009 Fire resistance of aircraft seat cushion utilizing a high density open flame High Authorised to proceed 31-janv-22
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 2-0009 Fire resistance of aircraft seat cushion utilizing a high density open flame High Authorised to proceed 31-déc-21 Seat Cushions
307529 WARRINGTONFIRE FRANKFURT GMBH Frankfurt am Main Germany AITM 2-0009 Fire resistance of aircraft seat cushion utilizing a high density open flame High Authorised to proceed 31-janv-22 -Seat cushion combination, backrest cushion combination, heat rest cushion.
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain AITM 2-0010 Fire resistance of aircraft cargo component lining materials utilizing a high density open flame High Qualified
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0010 Fire resistance of aircraft cargo component lining materials utilizing a high density open flame High Qualified Test Method eligible for external (supplier) request.
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0010 Fire resistance of aircraft cargo component lining materials utilizing a high density open flame High Authorised to proceed 31-janv-22
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 2-0010 Fire resistance of aircraft cargo component lining materials utilizing a high density open flame High Authorised to proceed 31-déc-21 Composites
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 2-0011 Drying time Low Qualified
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany AITM 2-0013 Determination of sealant adhesion by linear debonding test High Qualified qualified 06/10/2014
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 2-0013 Determination of sealant adhesion by linear debonding test High Qualified
288321 TECHNACOL TARBES France AITM 2-0014 Determination of the effect of thermal exposure Low Authorised to proceed 31-mars-22
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom AITM 2-0024 Determination of adhesion by wet tape testing Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 2-0027 Determination of colour differences Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 2-0027 Determination of colour differences Low Qualified Also according to UNE 48073
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 2-0031 Determination of electrical resistivity by ohmic method Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 2-0031 Determination of electrical resistivity by ohmic method Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 2-0033 Sealants - Determination of slump Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 2-0033 Sealants - Determination of slump Low Qualified Qualified on 20/04/2020
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 2-0033 Sealants - Determination of slump Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 2-0034 Sealants - Determination of tack-free time of sealing materials Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 2-0034 Sealants - Determination of tack-free time of sealing materials Low Qualified Qualified on 20/04/2020
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 2-0034 Sealants - Determination of tack-free time of sealing materials Low Qualified
135583 AIM ALTITUDE UK LTD CAMBRIDGE United Kingdom AITM 2-0038 Flammability of non-metallic heat shrinkable tubings - Small burner test, 60° - Determination of the resistance of non-metallic heat shrinkable tubings to flame at 60° Low Qualified  Interior Furnishings-Test Chamber Id: P159
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain AITM 2-0038 Flammability of non-metallic heat shrinkable tubings - Small burner test, 60° - Determination of the resistance of non-metallic heat shrinkable tubings to flame at 60° Low Qualified
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0038 Flammability of non-metallic heat shrinkable tubings - Small burner test, 60° - Determination of the resistance of non-metallic heat shrinkable tubings to flame at 60° Low Qualified Test Method eligible for external (supplier) request.
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 2-0038 Flammability of non-metallic heat shrinkable tubings - Small burner test, 60° - Determination of the resistance of non-metallic heat shrinkable tubings to flame at 60° Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 2-0038 Flammability of non-metallic heat shrinkable tubings - Small burner test, 60° - Determination of the resistance of non-metallic heat shrinkable tubings to flame at 60° Low Qualified
284559 SKANDIA INC DAVIS JUNCTION USA AITM 2-0038 Flammability of non-metallic heat shrinkable tubings - Small burner test, 60° - Determination of the resistance of non-metallic heat shrinkable tubings to flame at 60° Low Qualified
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0038 Flammability of non-metallic heat shrinkable tubings - Small burner test, 60° - Determination of the resistance of non-metallic heat shrinkable tubings to flame at 60° Low Authorised to proceed 31-janv-22
316971 TESTCORP (Lake Forest) Lake Forest USA AITM 2-0038 Flammability of non-metallic heat shrinkable tubings - Small burner test, 60° - Determination of the resistance of non-metallic heat shrinkable tubings to flame at 60° Low Qualified
307529 WARRINGTONFIRE FRANKFURT GMBH Frankfurt am Main Germany AITM 2-0038 Flammability of non-metallic heat shrinkable tubings - Small burner test, 60° - Determination of the resistance of non-metallic heat shrinkable tubings to flame at 60° Low Qualified Metallic heat shrinkable tubings
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0053 Determination of flammability and flame propagation of thermal / acoustic insulation materials - Radiant panel test High Qualified Test Method eligible for external (supplier) request
322886 AIRBUS OPERATIONS GMBH FIRE TEST LABORATORY ECOMAT BREMEN Germany AITM 2-0053 Determination of flammability and flame propagation of thermal / acoustic insulation materials - Radiant panel test High Authorised to proceed 31-déc-21 Qualified on 18/03/2021
284559 SKANDIA INC DAVIS JUNCTION USA AITM 2-0053 Determination of flammability and flame propagation of thermal / acoustic insulation materials - Radiant panel test High Qualified Qualified on: 26/02/2020
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0053 Determination of flammability and flame propagation of thermal / acoustic insulation materials - Radiant panel test High Authorised to proceed 31-janv-22
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 2-0053 Determination of flammability and flame propagation of thermal / acoustic insulation materials - Radiant panel test High Authorised to proceed 31-déc-21  CompositesInsulation, Foam etc.
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 2-0055 NSA 307 110 - Hydraulic fluid monitoring prior to aircraft delivery Low Qualified
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 2-0056 Determination of burn through resistance characteristics of thermal / acoustic insulation materials High Qualified Test Method eligible for external (supplier) request
312862 Test Center of Civil Aviation Administration of China (CAAC) Chengdu China AITM 2-0056 Determination of burn through resistance characteristics of thermal / acoustic insulation materials High Authorised to proceed 31-janv-22
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 2-0061 Water pick up test-method to determine the impregnation level of prepeg materials Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 2-0061 Water pick up test-method to determine the impregnation level of prepeg materials Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 2-0061 Water pick up test-method to determine the impregnation level of prepeg materials Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 2-0061 Water pick up test-method to determine the impregnation level of prepeg materials Low Qualified BAL TVF 01
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 2-0061 Water pick up test-method to determine the impregnation level of prepeg materials Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 2-0061 Water pick up test-method to determine the impregnation level of prepeg materials Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 2-0061 Water pick up test-method to determine the impregnation level of prepeg materials Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 3-0001 Analysis of thermoset systems by high performance liquid chromatography (HPLC) Low Qualified HPLC 01
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 3-0001 Analysis of thermoset systems by high performance liquid chromatography (HPLC) Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0001 Analysis of thermoset systems by high performance liquid chromatography (HPLC) Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Authorised to proceed 30-nov-21  Qualified on 05/12/2018TA Instruments Q2000
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Qualified Qualified on 17/12/2018
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Qualified -Qualification on 20/03/2019
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Authorised to proceed 30-nov-21  Qualified on 05/12/2018TA Instruments DSC Q100
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Qualified Limited to Q200-1600 machine
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Authorised to proceed 30-nov-21 Pending PTP report
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Qualified Composite
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain AITM 3-0002 Analysis of non metallic material (uncured) by differential scanning calorimetry (DSC) High Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0003 Analysis of organic compounds by infrared spectroscopy (IR) Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 3-0003 Analysis of organic compounds by infrared spectroscopy (IR) Low Qualified
300083 FUNDACION CARTIF Boecillo Spain AITM 3-0003 Analysis of organic compounds by infrared spectroscopy (IR) Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 3-0003 Analysis of organic compounds by infrared spectroscopy (IR) Low Qualified
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276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0003 Analysis of organic compounds by infrared spectroscopy (IR) Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0004 Determination of gel time and viscosity Low Qualified Limited to method "C"
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 3-0004 Determination of gel time and viscosity Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 3-0004 Determination of gel time and viscosity Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0004 Determination of gel time and viscosity Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0004 Determination of gel time and viscosity Low Qualified
135583 AIM ALTITUDE UK LTD CAMBRIDGE United Kingdom AITM 3-0005 Determination of specific gas components of smoke generated by aircraft interior materials High Authorised to proceed 31-janv-22  Interior Furnishings-Test Chamber Id: P121
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany AITM 3-0005 Determination of specific gas components of smoke generated by aircraft interior materials High Qualified Test Method eligible for external (supplier) request
322886 AIRBUS OPERATIONS GMBH FIRE TEST LABORATORY ECOMAT BREMEN Germany AITM 3-0005 Determination of specific gas components of smoke generated by aircraft interior materials High Authorised to proceed 31-déc-21 Qualified on 18/03/2021
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 3-0005 Determination of specific gas components of smoke generated by aircraft interior materials High Qualified
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland AITM 3-0005 Determination of specific gas components of smoke generated by aircraft interior materials High Authorised to proceed 31-janv-22
296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0005 Determination of specific gas components of smoke generated by aircraft interior materials High Qualified
284559 SKANDIA INC DAVIS JUNCTION USA AITM 3-0005 Determination of specific gas components of smoke generated by aircraft interior materials High Qualified
316971 TESTCORP (Lake Forest) Lake Forest USA AITM 3-0005 Determination of specific gas components of smoke generated by aircraft interior materials High Qualified (A)
306784 THE GOVMARK Organization Inc. (SGS North America) Farmingdale USA AITM 3-0005 Determination of specific gas components of smoke generated by aircraft interior materials High Qualified Qualified 09.12.19
307768 ATLAS TESTING Rancho Cucamonga USA AITM 3-0007 Drop (reaction) test on aluminium and aluminium alloys Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 3-0007 Drop (reaction) test on aluminium and aluminium alloys Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0007 Drop (reaction) test on aluminium and aluminium alloys Low Qualified Also according to QVA-Z10-58-01 and QVA-Z10-58-02 (Restricted to Legacy Programs)
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Authorised to proceed 30-nov-21  Qualified on 05/12/2018TA Instruments Q2000
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Qualified Qualified on 17/12/2018
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Qualified -Qualification on 20/03/2019
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Authorised to proceed 30-nov-21 Qualified on 05/12/2018
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Qualified Limited to Q200-1600 machine
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Authorised to proceed 30-nov-21 Pending PTP report
169755 IMA GMBH DRESDEN DRESDEN Germany AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain AITM 3-0008 Determination of the extent of cure by differential scanning calorimetry (DSC) High Qualified
276086 2MATECH AUBIERE France AITM 3-0013 Testing of susceptibility to exfolation corrosion in 2XXX and 7XXX series wrought aluminium alloy products Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0013 Testing of susceptibility to exfolation corrosion in 2XXX and 7XXX series wrought aluminium alloy products Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 3-0015 Determination of phosphoric acid content Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0015 Determination of phosphoric acid content Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0017 Gas chromatography (GC) Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 3-0023 Determination of viscosities and flow curves using design rotary viscosimeters Low Qualified Qualified on: 20/04/2020
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0025 Determination of solid content Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA AITM 3-0025 Determination of solid content Low Qualified Qualified on 20/04/2020
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0025 Determination of solid content Low Qualified Sealants
306790 APPLUS ILLESCAS ILLESCAS Spain AITM 3-0027 Determination of the melting behaviour and the extent of cristallinity of semi-cristalline materials by differential scanning calorimetry (DSC) High Authorised to proceed 31-janv-22
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 3-0027 Determination of the melting behaviour and the extent of cristallinity of semi-cristalline materials by differential scanning calorimetry (DSC) High Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 3-0027 Determination of the melting behaviour and the extent of cristallinity of semi-cristalline materials by differential scanning calorimetry (DSC) High Authorised to proceed 30-juin-21
296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0027 Determination of the melting behaviour and the extent of cristallinity of semi-cristalline materials by differential scanning calorimetry (DSC) High Authorised to proceed 31-janv-22
304742 ALS CZECH REPUBLIC, S.R.O. Ceská Lípa Czech Republic AITM 3-0029 Determination of iron (III) as reactive compound in acidic surface treatment baths Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA AITM 3-0029 Determination of iron (III) as reactive compound in acidic surface treatment baths Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA AITM 3-0029 Determination of iron (III) as reactive compound in acidic surface treatment baths Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 3-0029 Determination of iron (III) as reactive compound in acidic surface treatment baths Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0029 Determination of iron (III) as reactive compound in acidic surface treatment baths Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0029 Determination of iron (III) as reactive compound in acidic surface treatment baths Low Qualified Process baths
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany AITM 3-0029 Determination of iron (III) as reactive compound in acidic surface treatment baths Low Qualified H+

275531,1 MECAPROTEC INDUSTRIES MURET France AITM 3-0029 Determination of iron (III) as reactive compound in acidic surface treatment baths Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified
300081 AEROTECH LABORATORIES Ltd COVENTRY United Kingdom AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified Tartaric / sulphuric acid anodising solution
298894 ANACHEM LABORATORIES El Segundo USA AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified Bath TSA
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified Process baths
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified C4H6O6 / H2SO4

275531,1 MECAPROTEC INDUSTRIES MURET France AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified
298999 SYPAC LUCE France AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0030 Titration of sulphuric and tartaric acid in anodizing electrolytes Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified APID_0177: AAS & UV/Vis spectroscopy used instead of ICP.
300081 AEROTECH LABORATORIES Ltd COVENTRY United Kingdom AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified  *Limited to Atomic Absortion Spectroscopy TechniqueQualified on: 07/01/2019.
304742 ALS CZECH REPUBLIC, S.R.O. Ceská Lípa Czech Republic AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified Waiting deviation form answer from engineering
298894 ANACHEM LABORATORIES El Segundo USA AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified   Al (0,2 - 5,3 g/l)Cu (0,01 - 1,10 g/l)Dilution made in 1:50 Volumetric flask
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified -Restricted to Analysis of Metals in Galvanic Bathes by Flame Atomic Absortion Spectrometry
300085 ERGO Umweltinstitut GMBH Dresden Germany AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified Limited activity to BWB-Group (ARP184362 + ARP297138)
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified  Process bathsNCF V53D13013279 accepted
308863 Intertek (ITS TESTING SERVICES (UK) LTD) Derby United Kingdom AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified
298999 SYPAC LUCE France AITM 3-0032 Analysis of metals in galvanic bathes by ICP-spectroscopy Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified
300081 AEROTECH LABORATORIES Ltd COVENTRY United Kingdom AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified Qualified on 25/09/2019
304742 ALS CZECH REPUBLIC, S.R.O. Ceská Lípa Czech Republic AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified Process baths
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified Al, OH-

275531,1 MECAPROTEC INDUSTRIES MURET France AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified
298999 SYPAC LUCE France AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0034 Combined determination of free hydroxide and aluminium in alkaline surface treatment baths Low Qualified  Qualified on 27/04/2020*Limited to Free Hydroxide detection
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified
300081 AEROTECH LABORATORIES Ltd COVENTRY United Kingdom AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified
304742 ALS CZECH REPUBLIC, S.R.O. Ceská Lípa Czech Republic AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified  Bath TSA and 4215NCLT (Henkel) and ARDROX 295GD (Chemetal)
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified Process baths
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified Cl-
308863 Intertek (ITS TESTING SERVICES (UK) LTD) Derby United Kingdom AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified
298999 SYPAC LUCE France AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0035 Determination of chloride contaminations in surface treatment baths Low Qualified Qualified on 27/04/2020
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified
304742 ALS CZECH REPUBLIC, S.R.O. Ceská Lípa Czech Republic AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified Qualified on 14.01.2021
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified Process baths
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305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified H+
275531,1 MECAPROTEC INDUSTRIES MURET France AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified

296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0036 Determination of hydrogen ions in surface treatment baths Low Qualified Qualified on 27/04/2020
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 3-0037 Determination of phosphoric and sulphuric acid in anodizing electrolytes Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0037 Determination of phosphoric and sulphuric acid in anodizing electrolytes Low Qualified Process baths
296664 RESCOLL Pessac PESSAC CEDEX France AITM 3-0037 Determination of phosphoric and sulphuric acid in anodizing electrolytes Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0037 Determination of phosphoric and sulphuric acid in anodizing electrolytes Low Qualified Qualified on 27/04/2020
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom AITM 3-0038 Determination of non-volatile-residue Low Qualified
300081 AEROTECH LABORATORIES Ltd COVENTRY United Kingdom AITM 3-0038 Determination of non-volatile-residue Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 3-0038 Determination of non-volatile-residue Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 3-0038 Determination of non-volatile-residue Low Qualified
300085 ERGO Umweltinstitut GMBH Dresden Germany AITM 3-0038 Determination of non-volatile-residue Low Qualified Limited activity to BWB-Group (ARP184362 + ARP297138)
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France AITM 3-0038 Determination of non-volatile-residue Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 3-0038 Determination of non-volatile-residue Low Qualified
308863 Intertek (ITS TESTING SERVICES (UK) LTD) Derby United Kingdom AITM 3-0038 Determination of non-volatile-residue Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France AITM 3-0038 Determination of non-volatile-residue Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 3-0038 Determination of non-volatile-residue Low Qualified Qualified on 27/04/2020
303102 AMPP SERVICES LTD ELY United Kingdom AITM 4-0002 Microstructural characterization of welded aluminium structures Low Qualified Aluminium welds
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 4-0002 Microstructural characterization of welded aluminium structures Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 4-0002 Microstructural characterization of welded aluminium structures Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA AITM 4-0002 Microstructural characterization of welded aluminium structures Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA AITM 4-0002 Microstructural characterization of welded aluminium structures Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA AITM 4-0002 Microstructural characterization of welded aluminium structures Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 4-0002 Microstructural characterization of welded aluminium structures Low Qualified Al
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA AITM 4-0002 Microstructural characterization of welded aluminium structures Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 4-0003 Test method for determining the pore content of fibre reinforced plastics using automatic image analysis High Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 4-0003 Test method for determining the pore content of fibre reinforced plastics using automatic image analysis High Qualified Qualified on 18/12/2018
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 4-0003 Test method for determining the pore content of fibre reinforced plastics using automatic image analysis High Qualified Microscope 01
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 4-0003 Test method for determining the pore content of fibre reinforced plastics using automatic image analysis High Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 4-0003 Test method for determining the pore content of fibre reinforced plastics using automatic image analysis High Qualified
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany AITM 4-0004 Characterization of oxide-layers via scanning electron microscopy (SEM) Low Qualified
312060 ACEM.S.L. Madrid Spain AITM 4-0005 Macroscopic and microscopic examination of fiber reinforced plastics Low Qualified Qualified on 27/11/2018
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain AITM 4-0005 Macroscopic and microscopic examination of fiber reinforced plastics Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany AITM 4-0005 Macroscopic and microscopic examination of fiber reinforced plastics Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland AITM 4-0005 Macroscopic and microscopic examination of fiber reinforced plastics Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AITM 4-0005 Macroscopic and microscopic examination of fiber reinforced plastics Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France AITM 4-0005 Macroscopic and microscopic examination of fiber reinforced plastics Low Qualified  Qualif ref n° A12/01185Microscope 01
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany AITM 4-0005 Macroscopic and microscopic examination of fiber reinforced plastics Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 4-0005 Macroscopic and microscopic examination of fiber reinforced plastics Low Qualified Risk assessement Ref X029ME1526459
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France AITM 5-0003 Determination of the absence of attack by stress corrosion of a liquid cleaning agent Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 5-0009 Determination of resistance to bond line corrosion High Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 5-0009 Determination of resistance to bond line corrosion High Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain AITM 7-0003 Sealants - Determination of application time of sealing materials Low Qualified Methods A and B
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany AITM 7-0003 Sealants - Determination of application time of sealing materials Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AITM 7-0003 Sealants - Determination of application time of sealing materials Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 7-0009 Detection of fungal contamination in TSA anodisation baths vitality test Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain AITM 7-0010 Determination of microbiological contamination in aviation fuel Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China AITM 7-0010 Determination of microbiological contamination in aviation fuel Low Qualified  Qualified on 08.04.2020Sampling process not included
307768 ATLAS TESTING Rancho Cucamonga USA AMS 2315 Determination of delta ferrite content Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France AMS 2315 Determination of delta ferrite content Low Qualified Stainless steel
276093 DICKSON TESTING COMPANY SOUTHGATE USA AMS 2315 Determination of delta ferrite content Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA AMS 2315 Determination of delta ferrite content Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA AMS 2315 Determination of delta ferrite content Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA AMS 2315 Determination of delta ferrite content Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain AMS 2315 Determination of delta ferrite content Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA AMS 2315 Determination of delta ferrite content Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom AMS 2315 Determination of delta ferrite content Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA AMS 2315 Determination of delta ferrite content Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain AMS 2315 Determination of delta ferrite content Low Qualified Also according to LC-PE-063
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA AMS 2315 Determination of delta ferrite content Low Qualified
276086 2MATECH AUBIERE France ASTM A262 Standard practices for detecting susceptibility to intergranular attack in austenitic stainless steels Low Qualified
303102 AMPP SERVICES LTD ELY United Kingdom ASTM A262 Standard practices for detecting susceptibility to intergranular attack in austenitic stainless steels Low Qualified Austenitic stainless steel
307768 ATLAS TESTING Rancho Cucamonga USA ASTM A262 Standard practices for detecting susceptibility to intergranular attack in austenitic stainless steels Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ASTM A262 Standard practices for detecting susceptibility to intergranular attack in austenitic stainless steels Low Qualified Only methods A and E
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM A262 Standard practices for detecting susceptibility to intergranular attack in austenitic stainless steels Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM A262 Standard practices for detecting susceptibility to intergranular attack in austenitic stainless steels Low Qualified Austentic and Duplex Stainless Steels
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM A262 Standard practices for detecting susceptibility to intergranular attack in austenitic stainless steels Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM A262 Standard practices for detecting susceptibility to intergranular attack in austenitic stainless steels Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA ASTM A262 Standard practices for detecting susceptibility to intergranular attack in austenitic stainless steels Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM A262 Standard practices for detecting susceptibility to intergranular attack in austenitic stainless steels Low Qualified
303102 AMPP SERVICES LTD ELY United Kingdom ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified Steel bars and billets
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified Fe-alloy
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM A604 Standard Practice for Macroetch Testing of Consumable Electrode Remelted Steel Bars and Billets Low Qualified
276086 2MATECH AUBIERE France ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
300081 AEROTECH LABORATORIES Ltd COVENTRY United Kingdom ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified Also according to QVA-Z10-59-01 (restricted to Legacy Programs)
298894 ANACHEM LABORATORIES El Segundo USA ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified All metallic materials and painting
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Authorised to proceed 31-janv-22
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified Also according to QVA-Z10-59-01 (Restricted to Legacy programs)
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified All metallic material

275531,1 MECAPROTEC INDUSTRIES MURET France ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
298999 SYPAC LUCE France ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM B117 Standard practice for operating salt spray (Fog) apparatus Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM B213 Standard test methods for flow rate of metal powders using the hall flow meter funnel Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM B214 Standard test method for sieve analysis of metal powders Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM B215 Standard practices for sampling metal powders Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM B417 Standard test method for apparent density of non-free-flowing metal powders using the Carney funnel Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ASTM B487 Measurement of metal and oxide coating thicknesses by microscopical examination of a cross-section Low Qualified Microscopes AER 089, AER 029 & AER 028
298894 ANACHEM LABORATORIES El Segundo USA ASTM B487 Measurement of metal and oxide coating thicknesses by microscopical examination of a cross-section Low Qualified
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292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM B487 Measurement of metal and oxide coating thicknesses by microscopical examination of a cross-section Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM B487 Measurement of metal and oxide coating thicknesses by microscopical examination of a cross-section Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM B527 Standard test method for determination of tap density of metallic powders and compounds Low Qualified
276086 2MATECH AUBIERE France ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
312060 ACEM.S.L. Madrid Spain ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified Without Reduction of Area
330846 ADVANCED METALLURGICAL LABORATORY UNIT II BENGALURU India ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Authorised to proceed 31-déc-21
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM B557 Standard Test Methods for Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified Without Reduction of Area & Young’s Modulus
150147 CRITT MDTS CHARLEVILLE MEZIERES France ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified Steel, stainless steel, titanium alloys, cobalt alloys, aluminium alloys
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM B557 Standard Test Methods for Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM B557 Standard Test Methods for Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified   - Flat coupon testing not authorised- Young's Modulus not included- All alloys
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified Without Young Modulus
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
321693 ELEMENT MATERIALS TECHNOLOGY - YORKTOWN, HOUSTON Houston USA ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified Without Young's modulus
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified 100kN and 400kN equipment only
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM B557 Standard Test Methods for Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ASTM B557 Standard Test Methods for Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified Without Elongation 5D
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM B557 Standard Test Methods for Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified Fe/Ni base
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified Excluding tubular specimen in Titanium alloys
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM B557 Tension Testing Wrought and Cast Aluminum- and Magnesium-Alloy Products Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM B565 Shear testing of aluminum and aluminum-alloy rivets and cold-heading wire and rods Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM B769 Shear testing of aluminium alloys Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM B769 Shear testing of aluminium alloys Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM B769 Shear testing of aluminium alloys Low Qualified All types of alloys
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM B769 Shear testing of aluminium alloys Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM B769 Shear testing of aluminium alloys Low Qualified
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM B769 Shear testing of aluminium alloys Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM B769 Shear testing of aluminium alloys Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM B769 Shear testing of aluminium alloys Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM B822 Standard test method for particle size distribution of metal powders and related compounds by light scattering Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM B923 Standard test method for metal powder skeletal density by Helium or Nitrogen pycnometry Low Qualified Qualified on 29/10/2021
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM C271 Density of sandwich core materials Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM C273 Shear properties of sandwich core materials Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM C273 Shear properties of sandwich core materials Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA ASTM C273 Shear properties of sandwich core materials Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM C273 Shear properties of sandwich core materials Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ASTM C273 Shear properties of sandwich core materials Low Qualified Machine Z 60T
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ASTM C273 Shear properties of sandwich core materials Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA ASTM C297 Standard test method for flatwise tensile strength of sandwich constructions Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM C363 Node tensile strength of honeycomb core materials Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM C363 Node tensile strength of honeycomb core materials Low Authorised to proceed 31-déc-21  honeycombpending decision regarding NADCAP NMMT
296664 RESCOLL Pessac PESSAC CEDEX France ASTM C363 Node tensile strength of honeycomb core materials Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM C365 Flatwise compressive properties of sandwich cores Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM C365 Flatwise compressive properties of sandwich cores Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM C365 Flatwise compressive properties of sandwich cores Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ASTM C365 Flatwise compressive properties of sandwich cores Low Qualified Machine Z 25T
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ASTM C365 Flatwise compressive properties of sandwich cores Low Authorised to proceed 30-nov-21 Pending IRR
296664 RESCOLL Pessac PESSAC CEDEX France ASTM C365 Flatwise compressive properties of sandwich cores Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM C393 Core shear properties of sandwich constructions by beam flexure Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ASTM C393 Core shear properties of sandwich constructions by beam flexure Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ASTM C393 Core shear properties of sandwich constructions by beam flexure Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM C633 Adhesion or cohesion strength of thermal spray coatings Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ASTM D1125 Standard Test Methods for Electrical Conductivity and Resistivity of Water Low Qualified Method A only.
298894 ANACHEM LABORATORIES El Segundo USA ASTM D1125 Standard Test Methods for Electrical Conductivity and Resistivity of Water Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM D1125 Standard Test Methods for Electrical Conductivity and Resistivity of Water Low Qualified
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France ASTM D1125 Standard Test Methods for Electrical Conductivity and Resistivity of Water Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France ASTM D1125 Standard Test Methods for Electrical Conductivity and Resistivity of Water Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ASTM D1217 Standard Test Method for Density and Relative Density (Specific Gravity) of Liquids by Bingham Pycnometer Low Qualified  Qualified on 23.09.2020Sampling process not included
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ASTM D1293 Standard Test Methods for pH of Water Low Qualified Method A only.
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France ASTM D1293 Standard Test Methods for pH of Water Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France ASTM D1293 Standard Test Methods for pH of Water Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM D1781 Climbing drum peel for adhesives Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ASTM D1781 Climbing drum peel for adhesives Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ASTM D1876 Peel resistance of adhesives (T-Peel test) Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM D1876 Peel resistance of adhesives (T-Peel test) Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA ASTM D1876 Peel resistance of adhesives (T-Peel test) Low Qualified Qualified on: 20/04/2020
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM D1876 Peel resistance of adhesives (T-Peel test) Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ASTM D2240 Rubber property - Durometer hardness Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM D2240 Rubber property - Durometer hardness Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ASTM D2240 Rubber property - Durometer hardness Low Qualified Type A & D
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM D2240 Rubber property - Durometer hardness Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ASTM D240 Standard Test Method for Heat of Combustion of Liquid Hydrocarbon Fuels by Bomb Calorimeter Low Qualified  Qualified on 08.04.2020Sampling process not included
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ASTM D2556 Apparent viscosity of adhesives having shear-rate-dependent flow properties Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM D2584 Ignition loss of cured reinforced resins Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM D2734 Void content of reinforced plastics Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ASTM D2734 Void content of reinforced plastics Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ASTM D3359 Measuring adhesion by tape test Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ASTM D3359 Measuring adhesion by tape test Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM D3359 Measuring adhesion by tape test Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ASTM D4052A Standard Test Method for Density, Relative Density, and API Gravity of Liquids by Digital Density Meter Low Qualified  Qualified on 08.04.2020Sampling process not included
298999 SYPAC LUCE France ASTM D4060 Abrasion resistance of organic coatings by the Taber abraser Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM D445 Kinematic viscosity of transparent and opaque liquids (and calculation of dynamic viscosity) Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ASTM D445 Kinematic viscosity of transparent and opaque liquids (and calculation of dynamic viscosity) Low Qualified  Qualified on 08.04.2020Sampling process not included
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ASTM D512 Chloride ion in water Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM D523 Specular gloss Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM D638 Tensile properties of plastics Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM D732 Standard test method for shear strength of plastics by punch tool Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM D790 Flexural properties of unreinforced and reinforced plastics and electrical insulating materials Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM D790 Flexural properties of unreinforced and reinforced plastics and electrical insulating materials Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM D86 Distillation of petroleum products at atmospheric pressure Low Qualified
276086 2MATECH AUBIERE France ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
312060 ACEM.S.L. Madrid Spain ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified HBW and HRB
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified DL 23/11/2020 PTP kit 6-2-2020 passed (Brinell hardness - HBW)
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Authorised to proceed 30-nov-21
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified Al, Fe, Cu, Ti, Ni alloys
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified Qualified on 22/07/2020
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318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Authorised to proceed 31-oct-21
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified Fe, Al, Cu, Ni, Co, Ti base materials
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E10 Standard Test Method for Brinell Hardness of Metallic Materials Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E1019 Standard Test Method for Determination of Carbon, Sulfur, Nitrogen, and Oxygen in Steel, Iron, Nickel, and Cobalt Alloys by Various Combustion and Fusion Techniques Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E1019 Standard Test Method for Determination of Carbon, Sulfur, Nitrogen, and Oxygen in Steel, Iron, Nickel, and Cobalt Alloys by Various Combustion and Fusion Techniques Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E1019 Standard Test Method for Determination of Carbon, Sulfur, Nitrogen, and Oxygen in Steel, Iron, Nickel, and Cobalt Alloys by Various Combustion and Fusion Techniques Low Qualified
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E1077 Standard test methods for estimating the depth of decarburization of steel specimens Low Qualified Fe alloys
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E1077 Standard test methods for estimating the depth of decarburization of steel specimens Low Qualified Fe-alloy
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E1086 Analysis of austenitic stainless steel by spark atomic emission spectrometry Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E1086 Analysis of austenitic stainless steel by spark atomic emission spectrometry Low Authorised to proceed 31-oct-21
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E111 Young’s modulus, tangent modulus, and chord modulus High Authorised to proceed 28-févr-21
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E111 Young’s modulus, tangent modulus, and chord modulus High Authorised to proceed 30-juin-20
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E111 Young’s modulus, tangent modulus, and chord modulus High Authorised to proceed 31-déc-21
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E111 Young’s modulus, tangent modulus, and chord modulus High Qualified
276086 2MATECH AUBIERE France ASTM E112 Determining average grain size Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E112 Determining average grain size Low Qualified
305665 APPLUS A2M INDUSTRIE FRAISSES France ASTM E112 Determining average grain size Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E112 Determining average grain size Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ASTM E112 Determining average grain size Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM E112 Determining average grain size Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM E112 Determining average grain size Low Qualified
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China ASTM E112 Determining average grain size Low Qualified Ti Alloy / Stainless Steels / Aluminium
290825 BUREAU VERITAS LABORATOIRE (PESSAC) PESSAC France ASTM E112 Determining average grain size Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM E112 Determining average grain size Low Qualified
305773 CETIM MAROC CASABLANCA Morocco ASTM E112 Determining average grain size Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ASTM E112 Determining average grain size Low Qualified All metallic materials
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E112 Determining average grain size Low Qualified Titanium
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E112 Determining average grain size Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ASTM E112 Determining average grain size Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E112 Determining average grain size Low Qualified
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E112 Determining average grain size Low Qualified Fe, Cu alloys
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E112 Determining average grain size Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E112 Determining average grain size Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E112 Determining average grain size Low Qualified
321693 ELEMENT MATERIALS TECHNOLOGY - YORKTOWN, HOUSTON Houston USA ASTM E112 Determining average grain size Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E112 Determining average grain size Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E112 Determining average grain size Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain ASTM E112 Determining average grain size Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM E112 Determining average grain size Low Qualified Al, Ti, Steel
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E112 Determining average grain size Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E112 Determining average grain size Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E112 Determining average grain size Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA ASTM E112 Determining average grain size Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E112 Determining average grain size Low Qualified Fe, Al, Cu, Ni, Co, Ti base materials
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E112 Determining average grain size Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ASTM E112 Determining average grain size Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E112 Determining average grain size Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E112 Determining average grain size Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E112 Determining average grain size Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ASTM E1135 Standard Test method for Comparing the Brightness of fluorescent Penetrants Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E1181 Standard test methods for characterizing duplex grain sizes Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E1181 Standard test methods for characterizing duplex grain sizes Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E1251 Analysis of aluminum and aluminum alloys by Atomic Emission Spectrometry Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Authorised to proceed 31-janv-22 Qualified on 08/07/2020
307768 ATLAS TESTING Rancho Cucamonga USA ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Qualified Fe, NI, Ti
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Qualified Ni
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Authorised to proceed 31-mars-22
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Authorised to proceed 31-oct-21
310669 LABORATORY TESTING INC HATFIELD USA ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Qualified Fe, Al, Cu, Ni, Co, Ti base materials
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Authorised to proceed 31-oct-21
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E139 Creep, creep-rupture, and stress-rupture tests of metallic materials Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E1409 Determination of oxygen and nitrogen in titanium and titanium alloys by the inert gas fusion technique Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E1409 Determination of oxygen and nitrogen in titanium and titanium alloys by the inert gas fusion technique Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E1409 Determination of oxygen and nitrogen in titanium and titanium alloys by the inert gas fusion technique Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E1409 Determination of oxygen and nitrogen in titanium and titanium alloys by the inert gas fusion technique Low Qualified *Nitrogen detection not included
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM E1409 Determination of oxygen and nitrogen in titanium and titanium alloys by the inert gas fusion technique Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E1409 Determination of oxygen and nitrogen in titanium and titanium alloys by the inert gas fusion technique Low Authorised to proceed 31-oct-21 Nitrogen only
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E1409 Determination of oxygen and nitrogen in titanium and titanium alloys by the inert gas fusion technique Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E1409 Determination of oxygen and nitrogen in titanium and titanium alloys by the inert gas fusion technique Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E1409 Determination of oxygen and nitrogen in titanium and titanium alloys by the inert gas fusion technique Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
305773 CETIM MAROC CASABLANCA Morocco ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
321693 ELEMENT MATERIALS TECHNOLOGY - YORKTOWN, HOUSTON Houston USA ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified Equipment ID: 3277
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified *Nitrogen detection not included
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified H determination in Ti & Ti alloys
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E1447 Determination of hydrogen in titanium and titanium alloys by inert gas fusion thermal conductivity / infrared detection method Low Qualified
276086 2MATECH AUBIERE France ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
312060 ACEM.S.L. Madrid Spain ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified HRB and HRC
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified HRB and HRC
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified HRC only
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Authorised to proceed 30-nov-21
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified Al, Fe, Cu, Ti, Ni alloys
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
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169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Authorised to proceed 31-oct-21
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified HRB and HRC
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified  Fe, Al, Cu, Ni, Co, Ti base materialsHRC only
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified HRC only
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E18 Standard Test Methods for Rockwell Hardness of Metallic Materials Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E1834 Analysis of nickel alloys by graphite furnace atomic absorption spectrometry Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E1834 Analysis of nickel alloys by graphite furnace atomic absorption spectrometry Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E1941 Determination of carbon in refractory and reactive metals and their alloys by combustion analysis Low Qualified *Sulphur Detection Capability: higher than 0.0010%
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM E1941 Determination of carbon in refractory and reactive metals and their alloys by combustion analysis Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E1941 Determination of carbon in refractory and reactive metals and their alloys by combustion analysis Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA ASTM E1941 Determination of carbon in refractory and reactive metals and their alloys by combustion analysis Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E1941 Determination of carbon in refractory and reactive metals and their alloys by combustion analysis Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E1941 Determination of carbon in refractory and reactive metals and their alloys by combustion analysis Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E209 Compression tests of metallic materials at elevated temperatures with conventional or rapid heating rates and strain rates Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E21 Standard test methods for elevated temperature tension tests of metallic materials Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E21 Standard test methods for elevated temperature tension tests of metallic materials Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E21 Standard test methods for elevated temperature tension tests of metallic materials Low Authorised to proceed 30-nov-21 WITHOUT Young's Modulus determination
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E21 Standard test methods for elevated temperature tension tests of metallic materials Low Qualified  Al, Fe, Ni, Ti alloysWithout Young's Modulus
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E21 Standard test methods for elevated temperature tension tests of metallic materials Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E21 Standard test methods for elevated temperature tension tests of metallic materials Low Authorised to proceed 31-mars-22 Not qualified for Young Modulus
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E21 Standard test methods for elevated temperature tension tests of metallic materials Low Qualified Ni/Ti base materials
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E21 Standard test methods for elevated temperature tension tests of metallic materials Low Authorised to proceed 31-oct-21
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E21 Standard test methods for elevated temperature tension tests of metallic materials Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E2371 Analysis of Titanium and Titanium alloys by atomic emission plasma spectrometry Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E2371 Analysis of Titanium and Titanium alloys by atomic emission plasma spectrometry Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E2371 Analysis of Titanium and Titanium alloys by atomic emission plasma spectrometry Low Authorised to proceed 31-oct-21
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E2371 Analysis of Titanium and Titanium alloys by atomic emission plasma spectrometry Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E238 Pin-type bearing test of metallic materials High Qualified  Qualified on 02/11/2021*Limited to Soft Metals
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ASTM E238 Pin-type bearing test of metallic materials High Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E238 Pin-type bearing test of metallic materials High Qualified  Only Room Temperature Tests (23ºC ± 3ºC), nor high neither low temperature tests are allowed.
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E238 Pin-type bearing test of metallic materials High Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E238 Pin-type bearing test of metallic materials High Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E238 Pin-type bearing test of metallic materials High Qualified Qualified 05/10/2018
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E2465 Analysis of Ni-base alloys by X-ray fluorescence spectrometry Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E2465 Analysis of Ni-base alloys by X-ray fluorescence spectrometry Low Authorised to proceed 30-nov-21
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E2465 Analysis of Ni-base alloys by X-ray fluorescence spectrometry Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E2594 Analysis of nickel alloys by inductively coupled plasma atomic emission spectrometry (performance-based method) Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ASTM E2602 Assignment of the glass transition temperature by modulated temperature differential scanning calorimetry (DSC) High Authorised to proceed 31-janv-22
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E2602 Assignment of the glass transition temperature by modulated temperature differential scanning calorimetry (DSC) High Authorised to proceed 31-janv-22
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ASTM E2602 Assignment of the glass transition temperature by modulated temperature differential scanning calorimetry (DSC) High Authorised to proceed 31-déc-21 Limited to Q200-1600 machine
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E2602 Assignment of the glass transition temperature by modulated temperature differential scanning calorimetry (DSC) High Authorised to proceed 31-janv-22
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM E290 Bend testing of material for ductility Low Qualified
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E290 Bend testing of material for ductility Low Qualified Al, Fe, Ni, Ti alloys
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E290 Bend testing of material for ductility Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E290 Bend testing of material for ductility Low Qualified
276086 2MATECH AUBIERE France ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
303102 AMPP SERVICES LTD ELY United Kingdom ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified All
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
305665 APPLUS A2M INDUSTRIE FRAISSES France ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified Qualified on 02/03/2021
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified Also according to AIPI04-00-005
307768 ATLAS TESTING Rancho Cucamonga USA ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified Ti Alloy / Stainless Steels / Aluminium
290825 BUREAU VERITAS LABORATOIRE (PESSAC) PESSAC France ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
305773 CETIM MAROC CASABLANCA Morocco ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified All metallic materials
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified Cu, Ni, Sn
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified All alloys
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified Al, Cu, Fe, Ni, Ti alloys
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified Metallic materials
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
321693 ELEMENT MATERIALS TECHNOLOGY - YORKTOWN, HOUSTON Houston USA ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified - Element Materials (15062, Bolsa Chica site): Limited to Longitudinal polishing.
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified  Al, TiAlso according to QVA-Z10-54-00 (Restricted to Legacy programs)
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified Metals, CFK, polymers, ceramics
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified Fe, Al, Cu, Ni, Co, Ti base materials
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified Also according to LC-PE-021
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E3 Standard guide for preparation of metallographic specimens Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E322 Analysis of low-alloy steels and cast irons by wavelength dispersive X-ray fluorescence spectrometry Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E34 Chemical analysis of aluminum and aluminum-base alloys Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E34 Chemical analysis of aluminum and aluminum-base alloys Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E34 Chemical analysis of aluminum and aluminum-base alloys Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA ASTM E34 Chemical analysis of aluminum and aluminum-base alloys Low Qualified
303102 AMPP SERVICES LTD ELY United Kingdom ASTM E340 Macroetching metals and alloys Low Qualified All
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E340 Macroetching metals and alloys Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E340 Macroetching metals and alloys Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ASTM E340 Macroetching metals and alloys Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM E340 Macroetching metals and alloys Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM E340 Macroetching metals and alloys Low Qualified
290825 BUREAU VERITAS LABORATOIRE (PESSAC) PESSAC France ASTM E340 Macroetching metals and alloys Low Qualified
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France ASTM E340 Macroetching metals and alloys Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM E340 Macroetching metals and alloys Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ASTM E340 Macroetching metals and alloys Low Qualified All metallic materials
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E340 Macroetching metals and alloys Low Qualified Titanium
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E340 Macroetching metals and alloys Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ASTM E340 Macroetching metals and alloys Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E340 Macroetching metals and alloys Low Qualified
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E340 Macroetching metals and alloys Low Qualified Fe alloys
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E340 Macroetching metals and alloys Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E340 Macroetching metals and alloys Low Qualified Metallic materials
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E340 Macroetching metals and alloys Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E340 Macroetching metals and alloys Low Qualified
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304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E340 Macroetching metals and alloys Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain ASTM E340 Macroetching metals and alloys Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM E340 Macroetching metals and alloys Low Qualified Steel, Aluminium, Titanium, Beryllium-Copper
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E340 Macroetching metals and alloys Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E340 Macroetching metals and alloys Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM E340 Macroetching metals and alloys Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ASTM E340 Macroetching metals and alloys Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E340 Macroetching metals and alloys Low Qualified Fe, Al, Cu, Ni, Co, Ti base materials
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E340 Macroetching metals and alloys Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ASTM E340 Macroetching metals and alloys Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E340 Macroetching metals and alloys Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E340 Macroetching metals and alloys Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E340 Macroetching metals and alloys Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ASTM E384 Microindentation hardness of materials Low Qualified  50gf / 300Hv & 100gf / 900Hv range only.Mitutoyo tester ID 007
298894 ANACHEM LABORATORIES El Segundo USA ASTM E384 Microindentation hardness of materials Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E384 Microindentation hardness of materials Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ASTM E384 Microindentation hardness of materials Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM E384 Microindentation hardness of materials Low Qualified
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China ASTM E384 Microindentation hardness of materials Low Qualified Ti Alloy / Aluminium
290825 BUREAU VERITAS LABORATOIRE (PESSAC) PESSAC France ASTM E384 Microindentation hardness of materials Low Qualified
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France ASTM E384 Microindentation hardness of materials Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM E384 Microindentation hardness of materials Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E384 Microindentation hardness of materials Low Qualified Aluminum
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E384 Microindentation hardness of materials Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ASTM E384 Microindentation hardness of materials Low Qualified
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E384 Microindentation hardness of materials Low Qualified Fe and Ti alloys
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E384 Microindentation hardness of materials Low Qualified Metallic materials
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E384 Microindentation hardness of materials Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E384 Microindentation hardness of materials Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E384 Microindentation hardness of materials Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E384 Microindentation hardness of materials Low Qualified microHV only
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E384 Microindentation hardness of materials Low Qualified HV only
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM E384 Microindentation hardness of materials Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA ASTM E384 Microindentation hardness of materials Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E384 Microindentation hardness of materials Low Qualified Fe, Al, Cu, Ni, Co, Ti base materials
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E384 Microindentation hardness of materials Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ASTM E384 Microindentation hardness of materials Low Qualified
298999 SYPAC LUCE France ASTM E384 Microindentation hardness of materials Low Qualified Vickers micro-hardness only
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E384 Microindentation hardness of materials Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E384 Microindentation hardness of materials Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E384 Microindentation hardness of materials Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified qualified 10/04/2019
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified qualified 10/04/2019
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified Test Method carried out on LEGACY PROGRAMS
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified Qualified on: 28/08/2019
143441 ELEMENT MATERIALS TECHNOLOGY - LANCASTER LANCASTER United Kingdom ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified Qualified on 14/01/2020
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E399 Linear-elastic plane-strain fracture toughness KIc of metallic materials High Qualified
276086 2MATECH AUBIERE France ASTM E407 Microetching metals and alloys Low Qualified
303102 AMPP SERVICES LTD ELY United Kingdom ASTM E407 Microetching metals and alloys Low Qualified All
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E407 Microetching metals and alloys Low Qualified
305665 APPLUS A2M INDUSTRIE FRAISSES France ASTM E407 Microetching metals and alloys Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E407 Microetching metals and alloys Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ASTM E407 Microetching metals and alloys Low Qualified Also according to AIPI04-00-005
307768 ATLAS TESTING Rancho Cucamonga USA ASTM E407 Microetching metals and alloys Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM E407 Microetching metals and alloys Low Qualified
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China ASTM E407 Microetching metals and alloys Low Qualified Ti Alloy / Stainless Steels / Aluminium
290825 BUREAU VERITAS LABORATOIRE (PESSAC) PESSAC France ASTM E407 Microetching metals and alloys Low Qualified
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France ASTM E407 Microetching metals and alloys Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM E407 Microetching metals and alloys Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM E407 Microetching metals and alloys Low Qualified
305773 CETIM MAROC CASABLANCA Morocco ASTM E407 Microetching metals and alloys Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ASTM E407 Microetching metals and alloys Low Qualified All metallic materials
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E407 Microetching metals and alloys Low Qualified Titanium
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E407 Microetching metals and alloys Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ASTM E407 Microetching metals and alloys Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E407 Microetching metals and alloys Low Qualified
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E407 Microetching metals and alloys Low Qualified Al, Cu, Fe, Ni, Ti alloys
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E407 Microetching metals and alloys Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E407 Microetching metals and alloys Low Qualified Metallic materials
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E407 Microetching metals and alloys Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E407 Microetching metals and alloys Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E407 Microetching metals and alloys Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain ASTM E407 Microetching metals and alloys Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM E407 Microetching metals and alloys Low Qualified Al, Ti
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany ASTM E407 Microetching metals and alloys Low Qualified Diverse alloys
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E407 Microetching metals and alloys Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E407 Microetching metals and alloys Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E407 Microetching metals and alloys Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM E407 Microetching metals and alloys Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ASTM E407 Microetching metals and alloys Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E407 Microetching metals and alloys Low Qualified All
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E407 Microetching metals and alloys Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ASTM E407 Microetching metals and alloys Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E407 Microetching metals and alloys Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E407 Microetching metals and alloys Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E407 Microetching metals and alloys Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E415 Analysis of carbon and low-alloy steel by spark atomic emission spectrometry Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E45 Determining the inclusion content of steel Low Qualified Qualified on: 14/02/2020
305665 APPLUS A2M INDUSTRIE FRAISSES France ASTM E45 Determining the inclusion content of steel Low Qualified Limited to method A & D
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E45 Determining the inclusion content of steel Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM E45 Determining the inclusion content of steel Low Qualified
290825 BUREAU VERITAS LABORATOIRE (PESSAC) PESSAC France ASTM E45 Determining the inclusion content of steel Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM E45 Determining the inclusion content of steel Low Authorised to proceed 31-oct-21
150147 CRITT MDTS CHARLEVILLE MEZIERES France ASTM E45 Determining the inclusion content of steel Low Qualified Steel
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E45 Determining the inclusion content of steel Low Authorised to proceed 30-nov-21
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ASTM E45 Determining the inclusion content of steel Low Qualified Fe
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E45 Determining the inclusion content of steel Low Qualified  Methods A and DFe alloys
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E45 Determining the inclusion content of steel Low Qualified Limited to methods A and D
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E45 Determining the inclusion content of steel Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E45 Determining the inclusion content of steel Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E45 Determining the inclusion content of steel Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E45 Determining the inclusion content of steel Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E45 Determining the inclusion content of steel Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E45 Determining the inclusion content of steel Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM E45 Determining the inclusion content of steel Low Qualified  According to NF A04-106All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ASTM E45 Determining the inclusion content of steel Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E45 Determining the inclusion content of steel Low Qualified wrought steel
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295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E45 Determining the inclusion content of steel Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ASTM E45 Determining the inclusion content of steel Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E45 Determining the inclusion content of steel Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E45 Determining the inclusion content of steel Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E561 R-curve determination High Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E561 R-curve determination High Authorised to proceed 31-déc-21
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E562 Determining Volume Fraction by Systematic Manual Point Count Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E572 Analysis of stainless and alloy steels by X-ray fluorescence spectrometry Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E572 Analysis of stainless and alloy steels by X-ray fluorescence spectrometry Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E572 Analysis of stainless and alloy steels by X-ray fluorescence spectrometry Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E572 Analysis of stainless and alloy steels by X-ray fluorescence spectrometry Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ASTM E643 Standard test method for ball punch deformation of metallic sheet material TBD Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E647 Measurement of fatigue crack growth rates (da/dn) High Authorised to proceed 31-janv-22 *Restricted to test only CT specimens.
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E647 Measurement of fatigue crack growth rates (da/dn) High Qualified
143441 ELEMENT MATERIALS TECHNOLOGY - LANCASTER LANCASTER United Kingdom ASTM E647 Measurement of fatigue crack growth rates (da/dn) High Qualified Limited to CT Specimens and DCPD (Direct Current Potential Difference) method to monitor the crack length
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E647 Measurement of fatigue crack growth rates (da/dn) High Qualified Restricted to specimens of the type CT.
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E647 Measurement of fatigue crack growth rates (da/dn) High Qualified CT and MT Specimens
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E647 Measurement of fatigue crack growth rates (da/dn) High Qualified Limited to MT Specimens
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E647 Measurement of fatigue crack growth rates (da/dn) High Qualified  MT and CT specimens221 Westmoreland Drive
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E647 Measurement of fatigue crack growth rates (da/dn) High Authorised to proceed 31-mars-22
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ASTM E70 pH of aqueous solutions with the glass electrode Low Qualified
276086 2MATECH AUBIERE France ASTM E8 Tension testing of metallic materials Low Qualified
312060 ACEM.S.L. Madrid Spain ASTM E8 Tension testing of metallic materials Low Qualified Without Reduction of Area
330846 ADVANCED METALLURGICAL LABORATORY UNIT II BENGALURU India ASTM E8 Tension testing of metallic materials Low Authorised to proceed 31-déc-21
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E8 Tension testing of metallic materials Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E8 Tension testing of metallic materials Low Qualified Qualified on 23/02/2021
307768 ATLAS TESTING Rancho Cucamonga USA ASTM E8 Tension testing of metallic materials Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM E8 Tension testing of metallic materials Low Qualified Without Reduction of Area & Young’s Modulus
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China ASTM E8 Tension testing of metallic materials Low Qualified Ti Alloy / Aluminium
305773 CETIM MAROC CASABLANCA Morocco ASTM E8 Tension testing of metallic materials Low Authorised to proceed 31-mars-22
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM E8 Tension testing of metallic materials Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ASTM E8 Tension testing of metallic materials Low Qualified Steel, stainless steel, titanium alloys, cobalt alloys, aluminium alloys
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E8 Tension testing of metallic materials Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ASTM E8 Tension testing of metallic materials Low Qualified   - Flat coupon testing not authorised- Young's Modulus not included- All alloys
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E8 Tension testing of metallic materials Low Qualified  Al, Cu, Fe, Ni, Ti alloysWithout Young's Modulus
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E8 Tension testing of metallic materials Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E8 Tension testing of metallic materials Low Qualified Metallic materials
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E8 Tension testing of metallic materials Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E8 Tension testing of metallic materials Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E8 Tension testing of metallic materials Low Authorised to proceed 31-mars-22 Not qualified for Young Modulus
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM E8 Tension testing of metallic materials Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E8 Tension testing of metallic materials Low Qualified 100kN and 400kN equipment only
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM E8 Tension testing of metallic materials Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA ASTM E8 Tension testing of metallic materials Low Qualified Without Elongation 5D
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM E8 Tension testing of metallic materials Low Qualified Fe, Al, Cu, Ni, Co, Ti base materials
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E8 Tension testing of metallic materials Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E8 Tension testing of metallic materials Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E8 Tension testing of metallic materials Low Qualified Excluding tubular specimen in Titanium alloys
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E8 Tension testing of metallic materials Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA ASTM E831 Linear thermal expansion of solid materials by thermomechanical analysis (TMA) Low Qualified Qualified on 20/04/2020
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E831 Linear thermal expansion of solid materials by thermomechanical analysis (TMA) Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E9 Compression testing of metallic materials at room temperature Low Qualified  Qualified on 08/10/2020Cylindrical specimens
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ASTM E9 Compression testing of metallic materials at room temperature Low Qualified QSC 090556
307768 ATLAS TESTING Rancho Cucamonga USA ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E9 Compression testing of metallic materials at room temperature Low Qualified Titanium
276095 DIRATS LABORATORIES WESTFIELD USA ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E9 Compression testing of metallic materials at room temperature Low Qualified
276086 2MATECH AUBIERE France ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
312060 ACEM.S.L. Madrid Spain ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified  Restricted to ASTM E92 for microhardness only.50gf / 300Hv & 100gf / 900Hv range only.
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Authorised to proceed 31-oct-21
290825 BUREAU VERITAS LABORATOIRE (PESSAC) PESSAC France ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified Vickers microhardness only
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified Limited to microhardness
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified Al, Fe, Cu, Ti, Ni alloys
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified Only Vickers and micro-Vickers
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified HV only
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM E92 Vickers Hardness and Knoop Hardness of Metallic Materials Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ASTM E930 Standard test methods for estimating the largest grain observed in a metallographic section (ALA grain size) Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM E930 Standard test methods for estimating the largest grain observed in a metallographic section (ALA grain size) Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ASTM E930 Standard test methods for estimating the largest grain observed in a metallographic section (ALA grain size) Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM E975 Standard practice for x-ray determination of retained austenite in steel with near random crystallographic orientation High Qualified Qualified on 09/07/2020
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany ASTM F1110 Sandwich corrosion test Low Qualified X2528PTSF11004 Issue 2 Textile Floor Covering (Carpet) Frame Specification, chapter 2.3.3
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM F1110 Sandwich corrosion test Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM F1110 Sandwich corrosion test Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM F2111-A Standard practice for measuring intergranular attack or end grain pitting on metals caused by aircraft chemical processes Low Qualified Qualified on 11/10/2018
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM F2111-A Standard practice for measuring intergranular attack or end grain pitting on metals caused by aircraft chemical processes Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain ASTM F2111-A Standard practice for measuring intergranular attack or end grain pitting on metals caused by aircraft chemical processes Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM F2111-A Standard practice for measuring intergranular attack or end grain pitting on metals caused by aircraft chemical processes Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM F483 Standard practice for total immersion corrosion test for aircraft maintenance chemicals Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM F483 Standard practice for total immersion corrosion test for aircraft maintenance chemicals Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM F519 Mechanical hydrogen embrittlement evaluation of plating/coating processes and service environments Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM F519 Mechanical hydrogen embrittlement evaluation of plating/coating processes and service environments Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM F519 Mechanical hydrogen embrittlement evaluation of plating/coating processes and service environments Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM F519 Mechanical hydrogen embrittlement evaluation of plating/coating processes and service environments Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ASTM F519 Mechanical hydrogen embrittlement evaluation of plating/coating processes and service environments Low Qualified  AllPending IRR 2021 with missing equipments
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM F519 Mechanical hydrogen embrittlement evaluation of plating/coating processes and service environments Low Qualified
276086 2MATECH AUBIERE France ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified Aluminium
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified
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292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified Also according to QVA-Z10-59-03 (Restricted to Legacy programs)
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified Also according to LC-PE-022
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM G110 Evaluating intergranular corrosion resistance of heat treatable aluminium alloys by immersion in sodium chloride + hydrogen peroxide solution Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM G112 Standard guide for conducting exfoliation corrosion tests in aluminium alloys Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM G112 Standard guide for conducting exfoliation corrosion tests in aluminium alloys Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM G112 Standard guide for conducting exfoliation corrosion tests in aluminium alloys Low Qualified
276086 2MATECH AUBIERE France ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified Aluminium
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified Also according to QVA-Z10-59-04 (Restricted to Legacy programs)
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM G34 Exfoliation corrosion susceptibility in 2XXX and 7XXX series aluminum alloys (EXCO Test) Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM G44 Standard practice for exposure of metals and alloys by alternate immersion in neutral 3.5 % sodium chloride solution High Authorised to proceed 31-oct-21   Aluminium alloysATP until RCA approvalqualified 22/02/2017
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM G44 Standard practice for exposure of metals and alloys by alternate immersion in neutral 3.5 % sodium chloride solution High Qualified Aluminium alloys
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM G44 Standard practice for exposure of metals and alloys by alternate immersion in neutral 3.5 % sodium chloride solution High Authorised to proceed 28-févr-22  Pending PTP participationOnly constant strain method
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM G47 Determining susceptibility to stress-corrosion cracking of 2XXX and 7XXX aluminum alloy products High Authorised to proceed 31-oct-21   Aluminium alloysATP until RCA approval Waiting qualified 22/02/2017
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM G47 Determining susceptibility to stress-corrosion cracking of 2XXX and 7XXX aluminum alloy products High Qualified Aluminium alloys
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM G47 Determining susceptibility to stress-corrosion cracking of 2XXX and 7XXX aluminum alloy products High Authorised to proceed 28-févr-22  Pending PTP participationOnly constant strain method
276093 DICKSON TESTING COMPANY SOUTHGATE USA ASTM G49 Standard practice for preparation and use of direct tension stress-corrosion test specimens High Authorised to proceed 31-oct-21   Aluminium alloysATP until RCA approvalqualified 22/02/2017
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ASTM G49 Standard practice for preparation and use of direct tension stress-corrosion test specimens High Qualified Aluminium alloys
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM G49 Standard practice for preparation and use of direct tension stress-corrosion test specimens High Authorised to proceed 28-févr-22  Pending PTP participationOnly constant strain method
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM G66 Visual assessment of exfoliation corrosion susceptibility of 5XXX series aluminium alloys (ASSET test) Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM G66 Visual assessment of exfoliation corrosion susceptibility of 5XXX series aluminium alloys (ASSET test) Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA ASTM G66 Visual assessment of exfoliation corrosion susceptibility of 5XXX series aluminium alloys (ASSET test) Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM G66 Visual assessment of exfoliation corrosion susceptibility of 5XXX series aluminium alloys (ASSET test) Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM G66 Visual assessment of exfoliation corrosion susceptibility of 5XXX series aluminium alloys (ASSET test) Low Qualified
276086 2MATECH AUBIERE France ASTM G67 Determining the susceptibility to intergranular corrosion of 5XXX series aluminium alloys by mass loss after exposure to nitric acid (NAMLT test) Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ASTM G67 Determining the susceptibility to intergranular corrosion of 5XXX series aluminium alloys by mass loss after exposure to nitric acid (NAMLT test) Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ASTM G67 Determining the susceptibility to intergranular corrosion of 5XXX series aluminium alloys by mass loss after exposure to nitric acid (NAMLT test) Low Qualified
310669 LABORATORY TESTING INC HATFIELD USA ASTM G67 Determining the susceptibility to intergranular corrosion of 5XXX series aluminium alloys by mass loss after exposure to nitric acid (NAMLT test) Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM G67 Determining the susceptibility to intergranular corrosion of 5XXX series aluminium alloys by mass loss after exposure to nitric acid (NAMLT test) Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ASTM G85 Modified salt spray (fog) testing Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ASTM G85 Modified salt spray (fog) testing Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ASTM G85 Modified salt spray (fog) testing Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ASTM G85 Modified salt spray (fog) testing Low Qualified
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ASTM G85 Modified salt spray (fog) testing Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ASTM G85 Modified salt spray (fog) testing Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ASTM G85 Modified salt spray (fog) testing Low Qualified
305665 APPLUS A2M INDUSTRIE FRAISSES France EN 10247 Micrographic examination of the non-metallic inclusion content of steels using standard pictures Low Qualified Limited to ISO 4967
276093 DICKSON TESTING COMPANY SOUTHGATE USA EN 10276 Chemical analysis of ferrous materials - Determination of oxygen in steel and iron Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA EN 10276 Chemical analysis of ferrous materials - Determination of oxygen in steel and iron Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA EN 10276 Chemical analysis of ferrous materials - Determination of oxygen in steel and iron Low Authorised to proceed 30-nov-21 Fe
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA EN 10276 Chemical analysis of ferrous materials - Determination of oxygen in steel and iron Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom EN 10276 Chemical analysis of ferrous materials - Determination of oxygen in steel and iron Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom EN 10276 Chemical analysis of ferrous materials - Determination of oxygen in steel and iron Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 10276 Chemical analysis of ferrous materials - Determination of oxygen in steel and iron Low Authorised to proceed 31-oct-21
276086 2MATECH AUBIERE France EN 2002-1 Tensile testing at ambient temperature Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China EN 2002-1 Tensile testing at ambient temperature Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 2002-1 Tensile testing at ambient temperature Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2002-1 Tensile testing at ambient temperature Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA EN 2002-1 Tensile testing at ambient temperature Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain EN 2002-1 Tensile testing at ambient temperature Low Qualified Without Reduction of Area & Young’s Modulus
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France EN 2002-1 Tensile testing at ambient temperature Low Qualified
305773 CETIM MAROC CASABLANCA Morocco EN 2002-1 Tensile testing at ambient temperature Low Authorised to proceed 31-mars-22
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA EN 2002-1 Tensile testing at ambient temperature Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France EN 2002-1 Tensile testing at ambient temperature Low Qualified Steel, stainless steel, titanium alloys, cobalt alloys, aluminium alloys
276093 DICKSON TESTING COMPANY SOUTHGATE USA EN 2002-1 Tensile testing at ambient temperature Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA EN 2002-1 Tensile testing at ambient temperature Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA EN 2002-1 Tensile testing at ambient temperature Low Qualified   - Flat coupon testing not authorised- Young's Modulus not included- All alloys
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany EN 2002-1 Tensile testing at ambient temperature Low Qualified Without Young's Modulus
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2002-1 Tensile testing at ambient temperature Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom EN 2002-1 Tensile testing at ambient temperature Low Qualified Metallic materials
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France EN 2002-1 Tensile testing at ambient temperature Low Qualified
321693 ELEMENT MATERIALS TECHNOLOGY - YORKTOWN, HOUSTON Houston USA EN 2002-1 Tensile testing at ambient temperature Low Qualified Without Young's modulus
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA EN 2002-1 Tensile testing at ambient temperature Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic EN 2002-1 Tensile testing at ambient temperature Low Authorised to proceed 31-mars-22 Not qualified for Young Modulus
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany EN 2002-1 Tensile testing at ambient temperature Low Qualified Also according to DIN EN ISO 6892-1: Tensile testing – Part 1: Method of test at room temperature
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2002-1 Tensile testing at ambient temperature Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom EN 2002-1 Tensile testing at ambient temperature Low Authorised to proceed 31-oct-21  Without Young's ModulusOnly Elongation 5D
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom EN 2002-1 Tensile testing at ambient temperature Low Qualified   Without Young's ModulusOnly Elongation 4DPending PTP participation and results 2021
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom EN 2002-1 Tensile testing at ambient temperature Low Qualified 100kN and 400kN equipment only
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France EN 2002-1 Tensile testing at ambient temperature Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA EN 2002-1 Tensile testing at ambient temperature Low Qualified Without Elongation 5D
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA EN 2002-1 Tensile testing at ambient temperature Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2002-1 Tensile testing at ambient temperature Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2002-1 Tensile testing at ambient temperature Low Qualified Excluding tubular specimen in Titanium alloys
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 2002-1 Tensile testing at ambient temperature Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 2002-2 Tensile testing at elevated temperature Low Qualified
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France EN 2002-2 Tensile testing at elevated temperature Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France EN 2002-2 Tensile testing at elevated temperature Low Qualified
305773 CETIM MAROC CASABLANCA Morocco EN 2002-2 Tensile testing at elevated temperature Low Authorised to proceed 31-mars-22
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA EN 2002-2 Tensile testing at elevated temperature Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA EN 2002-2 Tensile testing at elevated temperature Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA EN 2002-2 Tensile testing at elevated temperature Low Authorised to proceed 30-nov-21 WITHOUT Young's Modulus determination
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom EN 2002-2 Tensile testing at elevated temperature Low Qualified Metallic materials
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA EN 2002-2 Tensile testing at elevated temperature Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic EN 2002-2 Tensile testing at elevated temperature Low Authorised to proceed 31-mars-22 Not qualified for Young Modulus
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2002-2 Tensile testing at elevated temperature Low Authorised to proceed 30-nov-21
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom EN 2002-2 Tensile testing at elevated temperature Low Qualified Without Young's Modulus
310669 LABORATORY TESTING INC HATFIELD USA EN 2002-2 Tensile testing at elevated temperature Low Qualified
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA EN 2002-2 Tensile testing at elevated temperature Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2002-2 Tensile testing at elevated temperature Low Authorised to proceed 31-oct-21
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 2002-2 Tensile testing at elevated temperature Low Qualified
305665 APPLUS A2M INDUSTRIE FRAISSES France EN 2002-5 Test methods for metallic materials - Part 5: Uninterrupted creep and stress-rupture testing Low Qualified Qualified on 16/03/2021
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic EN 2002-5 Test methods for metallic materials - Part 5: Uninterrupted creep and stress-rupture testing Low Authorised to proceed 31-mars-22  Not qualified for Young ModulusQualified 17.02.18
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2002-5 Test methods for metallic materials - Part 5: Uninterrupted creep and stress-rupture testing Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 2002-6 Metallic materials: Bend testing Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA EN 2002-6 Metallic materials: Bend testing Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA EN 2002-6 Metallic materials: Bend testing Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA EN 2002-6 Metallic materials: Bend testing Low Qualified
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310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA EN 2002-6 Metallic materials: Bend testing Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA EN 2002-6 Metallic materials: Bend testing Low Qualified Fe
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France EN 2002-6 Metallic materials: Bend testing Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA EN 2002-6 Metallic materials: Bend testing Low Qualified
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA EN 2002-6 Metallic materials: Bend testing Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2002-6 Metallic materials: Bend testing Low Qualified Also According to UNE-EN 910
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2002-6 Metallic materials: Bend testing Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 2002-6 Metallic materials: Bend testing Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2002-7 Hardness testing (for Legacy programs only) Low Qualified Qualified on 05.11.18
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 2002-7 Hardness testing (for Legacy programs only) Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France EN 2003-10 Titanium and titanium alloys - Part 10: Sampling for determination of hydrogen content Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France EN 2003-10 Titanium and titanium alloys - Part 10: Sampling for determination of hydrogen content Low Qualified Titanium alloys
276093 DICKSON TESTING COMPANY SOUTHGATE USA EN 2003-10 Titanium and titanium alloys - Part 10: Sampling for determination of hydrogen content Low Qualified qualified 12/12/2018
276095 DIRATS LABORATORIES WESTFIELD USA EN 2003-10 Titanium and titanium alloys - Part 10: Sampling for determination of hydrogen content Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA EN 2003-10 Titanium and titanium alloys - Part 10: Sampling for determination of hydrogen content Low Qualified Ti
321693 ELEMENT MATERIALS TECHNOLOGY - YORKTOWN, HOUSTON Houston USA EN 2003-10 Titanium and titanium alloys - Part 10: Sampling for determination of hydrogen content Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA EN 2003-10 Titanium and titanium alloys - Part 10: Sampling for determination of hydrogen content Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2003-10 Titanium and titanium alloys - Part 10: Sampling for determination of hydrogen content Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic EN 2003-5 Test methods for steel products - Part 5 : Charpy impact test (V notch) Low Qualified
303102 AMPP SERVICES LTD ELY United Kingdom EN 2003-7 Test methods for metallic materials - Part 8: Macrographic test None Qualified Steel bars and billets
307768 ATLAS TESTING Rancho Cucamonga USA EN 2003-7 Test methods for metallic materials - Part 8: Macrographic test None Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain EN 2003-7 Test methods for metallic materials - Part 8: Macrographic test None Qualified
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France EN 2003-7 Test methods for metallic materials - Part 8: Macrographic test None Qualified
276095 DIRATS LABORATORIES WESTFIELD USA EN 2003-7 Test methods for metallic materials - Part 8: Macrographic test None Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA EN 2003-7 Test methods for metallic materials - Part 8: Macrographic test None Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2003-7 Test methods for metallic materials - Part 8: Macrographic test None Qualified
276086 2MATECH AUBIERE France EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified
303102 AMPP SERVICES LTD ELY United Kingdom EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Authorised to proceed 31-oct-21   Pending PTP new participation in 2021TitaniumMethod A only
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Method B only
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Also according to AIPI04-00-005
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Ti Alloy / Aluminium
290825 BUREAU VERITAS LABORATOIRE (PESSAC) PESSAC France EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Method B
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Restricted to method A
150147 CRITT MDTS CHARLEVILLE MEZIERES France EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified  Titanium alloysMethod A
276093 DICKSON TESTING COMPANY SOUTHGATE USA EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified  Titaniumonly method B
276095 DIRATS LABORATORIES WESTFIELD USA EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Limited to Method "A"
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Method A
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Titanium
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified
321693 ELEMENT MATERIALS TECHNOLOGY - YORKTOWN, HOUSTON Houston USA EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Method A only
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Method A
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Only method B
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 2003-9 Titanium and titanium alloys - Part 9: Determination of surface contamination (method A: Micrographic examination / Method B: Hardness testing) Low Qualified Method A and B
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
305773 CETIM MAROC CASABLANCA Morocco EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified  Also according to IGC 04-26-346 and IGC 04-26-350Machine Z 10T
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Authorised to proceed 31-déc-21  Al/Epoxypending decision regarding NADCAP NMMT
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2243-1 Structural adhesives - Part 1: Single lap shear Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2243-2 Structural adhesives - Part 2: Peel metal-metal Low Qualified Also according to QVA-Z10-46-03
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2243-2 Structural adhesives - Part 2: Peel metal-metal Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2243-2 Structural adhesives - Part 2: Peel metal-metal Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2243-2 Structural adhesives - Part 2: Peel metal-metal Low Qualified  Also according to IGC 04-26-360Machine I 1T
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany EN 2243-2 Structural adhesives - Part 2: Peel metal-metal Low Authorised to proceed 31-déc-21  Al / Epoxypending decision regarding NADCAP NMMT
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2243-2 Structural adhesives - Part 2: Peel metal-metal Low Qualified Also qualified for QVA-Z10-46-03 (restricted to Legacy Programs)
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2243-2 Structural adhesives - Part 2: Peel metal-metal Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 2243-2 Structural adhesives - Part 2: Peel metal-metal Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2243-2 Structural adhesives - Part 2: Peel metal-metal Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Qualified Also according to QVA-Z10 46 05 and I+D-E-130
305773 CETIM MAROC CASABLANCA Morocco EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Qualified  Also according to IGC 04-26-270Machine I 1T
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Authorised to proceed 31-déc-21  Al / Epoxy /GFRPAlso according to QVA-Z10-46-05 (Restricted to Legacy programs)
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Qualified Also qualified for QVA-Z10-46-05 (restricted to Legacy Programs)
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Qualified Also according to the IGC 04-26-270
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2243-3 Structural adhesives - Part 3: Peeling test metal-honeycomb core Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 2243-4 Structural adhesives - Part 4: Metal-honeycomb core flatwise tensile test Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2243-4 Structural adhesives - Part 4: Metal-honeycomb core flatwise tensile test Low Authorised to proceed 30-nov-21
305773 CETIM MAROC CASABLANCA Morocco EN 2243-4 Structural adhesives - Part 4: Metal-honeycomb core flatwise tensile test Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2243-4 Structural adhesives - Part 4: Metal-honeycomb core flatwise tensile test Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2243-4 Structural adhesives - Part 4: Metal-honeycomb core flatwise tensile test Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany EN 2243-4 Structural adhesives - Part 4: Metal-honeycomb core flatwise tensile test Low Authorised to proceed 31-déc-21 pending decision regarding NADCAP NMMT
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2243-4 Structural adhesives - Part 4: Metal-honeycomb core flatwise tensile test Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2243-4 Structural adhesives - Part 4: Metal-honeycomb core flatwise tensile test Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 2243-4 Structural adhesives - Part 4: Metal-honeycomb core flatwise tensile test Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2329 Textile glass fibre preimpregnates - Test method for the determination of mass per unit area Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2329 Textile glass fibre preimpregnates - Test method for the determination of mass per unit area Low Qualified
300083 FUNDACION CARTIF Boecillo Spain EN 2329 Textile glass fibre preimpregnates - Test method for the determination of mass per unit area Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2329 Textile glass fibre preimpregnates - Test method for the determination of mass per unit area Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2330 Textile glass fibre preimpregnates - Test method for the determination of the content of volatile matter Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2330 Textile glass fibre preimpregnates - Test method for the determination of the content of volatile matter Low Qualified
300083 FUNDACION CARTIF Boecillo Spain EN 2330 Textile glass fibre preimpregnates - Test method for the determination of the content of volatile matter Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2330 Textile glass fibre preimpregnates - Test method for the determination of the content of volatile matter Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2331 Textile glass fibre preimpregnates - Test method for the determination of the resin and fibre content and mass of fibre per unit area Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2331 Textile glass fibre preimpregnates - Test method for the determination of the resin and fibre content and mass of fibre per unit area Low Qualified
300083 FUNDACION CARTIF Boecillo Spain EN 2331 Textile glass fibre preimpregnates - Test method for the determination of the resin and fibre content and mass of fibre per unit area Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2331 Textile glass fibre preimpregnates - Test method for the determination of the resin and fibre content and mass of fibre per unit area Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2332 Textile glass fibre preimpregnates - Test method for the determination of the resin flow Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2332 Textile glass fibre preimpregnates - Test method for the determination of the resin flow Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2332 Textile glass fibre preimpregnates - Test method for the determination of the resin flow Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2332 Textile glass fibre preimpregnates - Test method for the determination of the resin flow Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China EN 2377 Glass fibre reinforced plastics - Determination of apparent interlaminar shear strength Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2377 Glass fibre reinforced plastics - Determination of apparent interlaminar shear strength Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA EN 2377 Glass fibre reinforced plastics - Determination of apparent interlaminar shear strength Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2377 Glass fibre reinforced plastics - Determination of apparent interlaminar shear strength Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2377 Glass fibre reinforced plastics - Determination of apparent interlaminar shear strength Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2377 Glass fibre reinforced plastics - Determination of apparent interlaminar shear strength Low Qualified Machine I 1T
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2377 Glass fibre reinforced plastics - Determination of apparent interlaminar shear strength Low Qualified
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296664 RESCOLL Pessac PESSAC CEDEX France EN 2377 Glass fibre reinforced plastics - Determination of apparent interlaminar shear strength Low Qualified Composite
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 2378 Fibre reinforced plastics - Determination of water absorption by immersion Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2378 Fibre reinforced plastics - Determination of water absorption by immersion Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2378 Fibre reinforced plastics - Determination of water absorption by immersion Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2378 Fibre reinforced plastics - Determination of water absorption by immersion Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2378 Fibre reinforced plastics - Determination of water absorption by immersion Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2557 Carbon fibre preimpregnates - Determination of mass per unit area Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2557 Carbon fibre preimpregnates - Determination of mass per unit area Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2557 Carbon fibre preimpregnates - Determination of mass per unit area Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2557 Carbon fibre preimpregnates - Determination of mass per unit area Low Qualified BAL TVF 01
300083 FUNDACION CARTIF Boecillo Spain EN 2557 Carbon fibre preimpregnates - Determination of mass per unit area Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2557 Carbon fibre preimpregnates - Determination of mass per unit area Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2557 Carbon fibre preimpregnates - Determination of mass per unit area Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2557 Carbon fibre preimpregnates - Determination of mass per unit area Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2557 Carbon fibre preimpregnates - Determination of mass per unit area Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2558 Carbon fibre preimpregnates - Determination of the volatile content Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2558 Carbon fibre preimpregnates - Determination of the volatile content Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2558 Carbon fibre preimpregnates - Determination of the volatile content Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2558 Carbon fibre preimpregnates - Determination of the volatile content Low Qualified BAL TVF 01
300083 FUNDACION CARTIF Boecillo Spain EN 2558 Carbon fibre preimpregnates - Determination of the volatile content Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2558 Carbon fibre preimpregnates - Determination of the volatile content Low Qualified Also qualified for QVA-Z10-46-11 (restricted to Legacy Programs)
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2558 Carbon fibre preimpregnates - Determination of the volatile content Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 2558 Carbon fibre preimpregnates - Determination of the volatile content Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2558 Carbon fibre preimpregnates - Determination of the volatile content Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2558 Carbon fibre preimpregnates - Determination of the volatile content Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2559 Carbon fibre preimpregnates - Test method for the determination of the resin and fibre content and the mass of fibre per unit area Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2559 Carbon fibre preimpregnates - Test method for the determination of the resin and fibre content and the mass of fibre per unit area Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2559 Carbon fibre preimpregnates - Test method for the determination of the resin and fibre content and the mass of fibre per unit area Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2559 Carbon fibre preimpregnates - Test method for the determination of the resin and fibre content and the mass of fibre per unit area Low Qualified BAL TVF 01
300083 FUNDACION CARTIF Boecillo Spain EN 2559 Carbon fibre preimpregnates - Test method for the determination of the resin and fibre content and the mass of fibre per unit area Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2559 Carbon fibre preimpregnates - Test method for the determination of the resin and fibre content and the mass of fibre per unit area Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2559 Carbon fibre preimpregnates - Test method for the determination of the resin and fibre content and the mass of fibre per unit area Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 2559 Carbon fibre preimpregnates - Test method for the determination of the resin and fibre content and the mass of fibre per unit area Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2559 Carbon fibre preimpregnates - Test method for the determination of the resin and fibre content and the mass of fibre per unit area Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2559 Carbon fibre preimpregnates - Test method for the determination of the resin and fibre content and the mass of fibre per unit area Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2560 Carbon fibre preimpregnates - Determination of the resin flow Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2560 Carbon fibre preimpregnates - Determination of the resin flow Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2560 Carbon fibre preimpregnates - Determination of the resin flow Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2560 Carbon fibre preimpregnates - Determination of the resin flow Low Qualified Also qualified for QVA-Z10-46-33 and I+D-E-242 (restricted to Legacy Programs)
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2560 Carbon fibre preimpregnates - Determination of the resin flow Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2560 Carbon fibre preimpregnates - Determination of the resin flow Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
285144 ELEMENT MATERIALS TECHNOLOGY - LOS ANGELES DUARTE USA EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified Machine Z 10T
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Authorised to proceed 30-nov-21 Also qualified for QVA-Z10-46-36 Verf.B and I+D-E-26 (restricted to Legacy Programs)
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified Composite
294826 RESCOLL Rochefort ROCHEFORT CEDEX France EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 2561 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test parallel to the fibre direction Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified Also according to IGC 04-25-245 and IGC 04-26-246
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified Composite
294826 RESCOLL Rochefort ROCHEFORT CEDEX France EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain EN 2562 Carbon fibre reinforced plastics - Unidirectional laminates - Flexural test parallel to the fibre direction Low Qualified
312060 ACEM.S.L. Madrid Spain EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified Also according to I+D-E 31
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified Also according to I+D-E 031
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified  Also according to IGC 04-26-235Machine I 1T
300083 FUNDACION CARTIF Boecillo Spain EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified Also according to I+D-E 031
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified Also qualified for I+D-E-31 (restricted to Legacy Programs)
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 2563 Carbon fibre reinforced plastics - Unidirectional laminates - determination of apparent interlaminar shear strength Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified Also according to QVA-Z10-46-12
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified Restricted to method B
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified BAL TVF 01
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified  - Method B- Qualified on 07/02/2020
296664 RESCOLL Pessac PESSAC CEDEX France EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified Also according to IGC 04.26.230
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2564 Carbon fibre laminates - Determination of the fibre, resin and void contents Low Qualified Also according to ABT 1-0018
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China EN 2597 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test perpendicular to the fibre direction Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2597 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test perpendicular to the fibre direction Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2597 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test perpendicular to the fibre direction Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2597 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test perpendicular to the fibre direction Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2597 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test perpendicular to the fibre direction Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2597 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test perpendicular to the fibre direction Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2597 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test perpendicular to the fibre direction Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France EN 2597 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test perpendicular to the fibre direction Low Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain EN 2597 Carbon Fibre reinforced plastics - Unidirectional laminates - Tensile test perpendicular to the fibre direction Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2667-1 (PRen) Foaming structural adhesives - Part 1: Tensile single-lap shear Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany EN 2667-1 (PRen) Foaming structural adhesives - Part 1: Tensile single-lap shear Low Authorised to proceed 31-déc-21  pending decision regarding NADCAP NMMTONLY according to QVA-Z10-46-01 (Restricted to Legacy programs)
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2667-1 (PRen) Foaming structural adhesives - Part 1: Tensile single-lap shear Low Qualified Also qualified for QVA-Z10-46-01 (restricted to Legacy Programs)
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2667-1 (PRen) Foaming structural adhesives - Part 1: Tensile single-lap shear Low Qualified
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286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 2667-2 (PRen) Foaming structural adhesives - Part 2: Compressive tube shear Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2667-2 (PRen) Foaming structural adhesives - Part 2: Compressive tube shear Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany EN 2667-2 (PRen) Foaming structural adhesives - Part 2: Compressive tube shear Low Authorised to proceed 31-déc-21  pending decision regarding NADCAP NMMTONLY according to QVA-Z10-46-06 (Restricted to Legacy programs)
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2667-2 (PRen) Foaming structural adhesives - Part 2: Compressive tube shear Low Qualified  Also qualified for QVA-Z10-46-06 (restricted to Legacy Programs)EN 2667-2 is historical
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2667-2 (PRen) Foaming structural adhesives - Part 2: Compressive tube shear Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2667-2 (PRen) Foaming structural adhesives - Part 2: Compressive tube shear Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2667-3 (Pren) Non-metallic materials - Foaming structural adhesive films - Test method - Part 3: Expansion ratio and volatile content Low Qualified
276086 2MATECH AUBIERE France EN 2716 (Pren) Determination of susceptibility to intergranular corrosion - Wrought aluminium alloy products - AL-P2XXX- series, AL-P7XXX- series and aluminium-lithium alloys Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France EN 2716 (Pren) Determination of susceptibility to intergranular corrosion - Wrought aluminium alloy products - AL-P2XXX- series, AL-P7XXX- series and aluminium-lithium alloys Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France EN 2717 (Pren) Inactive for new design Determination of susceptibility to intergranular corrosion - Wrought aluminium alloy products in AL-P5XXX- series with a magnesium content > or= 3,5% None Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2746 Glass fibre reinforced plastics - Flexural test - Three point bend method Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2746 Glass fibre reinforced plastics - Flexural test - Three point bend method Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2746 Glass fibre reinforced plastics - Flexural test - Three point bend method Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2746 Glass fibre reinforced plastics - Flexural test - Three point bend method Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2746 Glass fibre reinforced plastics - Flexural test - Three point bend method Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 2746 Glass fibre reinforced plastics - Flexural test - Three point bend method Low Qualified Composite
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China EN 2747 Glass fibre reinforced plastics - Tensile test Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2747 Glass fibre reinforced plastics - Tensile test Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2747 Glass fibre reinforced plastics - Tensile test Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA EN 2747 Glass fibre reinforced plastics - Tensile test Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2747 Glass fibre reinforced plastics - Tensile test Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2747 Glass fibre reinforced plastics - Tensile test Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2747 Glass fibre reinforced plastics - Tensile test Low Qualified Machine Z 10T
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2747 Glass fibre reinforced plastics - Tensile test Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2747 Glass fibre reinforced plastics - Tensile test Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France EN 2747 Glass fibre reinforced plastics - Tensile test Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2823 (prEN) Fibre reinforced plastics - Determination of the effect of exposure to humid atmosphere on physical and mechanical characteristics Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2823 (prEN) Fibre reinforced plastics - Determination of the effect of exposure to humid atmosphere on physical and mechanical characteristics Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2823 (prEN) Fibre reinforced plastics - Determination of the effect of exposure to humid atmosphere on physical and mechanical characteristics Low Qualified Enceinte VH 02
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2823 (prEN) Fibre reinforced plastics - Determination of the effect of exposure to humid atmosphere on physical and mechanical characteristics Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2823 (prEN) Fibre reinforced plastics - Determination of the effect of exposure to humid atmosphere on physical and mechanical characteristics Low Qualified Qualified on 07/02/2020
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2823 (prEN) Fibre reinforced plastics - Determination of the effect of exposure to humid atmosphere on physical and mechanical characteristics Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA EN 2832 Hydrogen embrittlement of steel - Notched specimen test Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain EN 2832 Hydrogen embrittlement of steel - Notched specimen test Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France EN 2832 Hydrogen embrittlement of steel - Notched specimen test Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA EN 2832 Hydrogen embrittlement of steel - Notched specimen test Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France EN 2832 Hydrogen embrittlement of steel - Notched specimen test Low Qualified  Tests done at 80% of tensile strength as per AIPS 02-04-006All metallic material

275531,1 MECAPROTEC INDUSTRIES MURET France EN 2832 Hydrogen embrittlement of steel - Notched specimen test Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 2832 Hydrogen embrittlement of steel - Notched specimen test Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2850-A (Pren) Carbon Fibre reinforced plastics, compression test parallel to fibre direction, load introduction by shear High Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2850-A (Pren) Carbon Fibre reinforced plastics, compression test parallel to fibre direction, load introduction by shear High Qualified
152489 DLR (Braunschweig) Deutsches Zentrum für Luft- und Raumfahrt Braunschweig Germany EN 2850-A (Pren) (ISO 14126-1) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method A High Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2850-A (Pren) (ISO 14126-1) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method A High Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Qualified  Qualified on 16/02/2021*Modulus calculation not included
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Qualified Machine Z 25T
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Authorised to proceed 30-nov-21 Pending IRR
169755 IMA GMBH DRESDEN DRESDEN Germany EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Authorised to proceed 30-nov-21
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 2850-B (PREN) Carbon fibre thermosetting resin unidirectional laminates - Compression test parallel to fibre direction - Method B Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 2951 Metallic materials - Micrographic determination of content of non-metallic inclusions Low Qualified
276086 2MATECH AUBIERE France EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified  Titane
303102 AMPP SERVICES LTD ELY United Kingdom EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified All
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified Titanium alloys
276093 DICKSON TESTING COMPANY SOUTHGATE USA EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified Titanium
276095 DIRATS LABORATORIES WESTFIELD USA EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified
321693 ELEMENT MATERIALS TECHNOLOGY - YORKTOWN, HOUSTON Houston USA EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified  All metallic materialAlliages biphases alpha - beta - Titane
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified 221 Westmoreland Drive
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 3114 Microstructure of (a + ß) titanium alloy wrought products Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 3615 Fibre reinforced plastics - Determination of the conditions of exposure to humid atmosphere and of moisture absorption Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 3615 Fibre reinforced plastics - Determination of the conditions of exposure to humid atmosphere and of moisture absorption Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA EN 3615 Fibre reinforced plastics - Determination of the conditions of exposure to humid atmosphere and of moisture absorption Low Qualified
152489 DLR (Braunschweig) Deutsches Zentrum für Luft- und Raumfahrt Braunschweig Germany EN 3615 Fibre reinforced plastics - Determination of the conditions of exposure to humid atmosphere and of moisture absorption Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 3615 Fibre reinforced plastics - Determination of the conditions of exposure to humid atmosphere and of moisture absorption Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 3615 Fibre reinforced plastics - Determination of the conditions of exposure to humid atmosphere and of moisture absorption Low Qualified Enceinte VH 02
169755 IMA GMBH DRESDEN DRESDEN Germany EN 3615 Fibre reinforced plastics - Determination of the conditions of exposure to humid atmosphere and of moisture absorption Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 3615 Fibre reinforced plastics - Determination of the conditions of exposure to humid atmosphere and of moisture absorption Low Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain EN 3615 Fibre reinforced plastics - Determination of the conditions of exposure to humid atmosphere and of moisture absorption Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 3615 Fibre reinforced plastics - Determination of the conditions of exposure to humid atmosphere and of moisture absorption Low Qualified 14 Bayhill Drive
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain EN 3665 Paints and varnishes - Filiform corrosion resistance test on aluminium alloys Low Qualified Restricted to Method A
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France EN 3665 Paints and varnishes - Filiform corrosion resistance test on aluminium alloys Low Qualified
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany EN 3665 Paints and varnishes - Filiform corrosion resistance test on aluminium alloys Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France EN 3665 Paints and varnishes - Filiform corrosion resistance test on aluminium alloys Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 3665 Paints and varnishes - Filiform corrosion resistance test on aluminium alloys Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 3683 Titanium alloy wrought products - Determination of primary a content - Point count method and line intercept method Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA EN 3683 Titanium alloy wrought products - Determination of primary a content - Point count method and line intercept method Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA EN 3683 Titanium alloy wrought products - Determination of primary a content - Point count method and line intercept method Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom EN 3683 Titanium alloy wrought products - Determination of primary a content - Point count method and line intercept method Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France EN 3683 Titanium alloy wrought products - Determination of primary a content - Point count method and line intercept method Low Qualified All metallic material
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 3683 Titanium alloy wrought products - Determination of primary a content - Point count method and line intercept method Low Qualified 221 Westmoreland Drive
303102 AMPP SERVICES LTD ELY United Kingdom EN 3684 Titanium alloy wrought products - Determination of ß transus temperature - Metallographic method Low Qualified All
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 3684 Titanium alloy wrought products - Determination of ß transus temperature - Metallographic method Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA EN 3684 Titanium alloy wrought products - Determination of ß transus temperature - Metallographic method Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom EN 3684 Titanium alloy wrought products - Determination of ß transus temperature - Metallographic method Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 3684 Titanium alloy wrought products - Determination of ß transus temperature - Metallographic method Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France EN 3976 Titanium and titanium alloys - Chemical analysis for the determination of hydrogen content Low Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA EN 3976 Titanium and titanium alloys - Chemical analysis for the determination of hydrogen content Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA EN 3976 Titanium and titanium alloys - Chemical analysis for the determination of hydrogen content Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom EN 3976 Titanium and titanium alloys - Chemical analysis for the determination of hydrogen content Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 3976 Titanium and titanium alloys - Chemical analysis for the determination of hydrogen content Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain EN 542 Adhesives - Determination of density Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 542 Adhesives - Determination of density Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 6018 Determination of density according to displacement method Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 6018 Determination of density according to displacement method Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA EN 6018 Determination of density according to displacement method Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France EN 6040 Aerospace series - Non-metallic materials - Test method - Analysis of thermoset systems by High Performance Liquid Chromatography (HPLC) Low Qualified HPLC 01
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 6040 Aerospace series - Non-metallic materials - Test method - Analysis of thermoset systems by High Performance Liquid Chromatography (HPLC) Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 6042 Organic compounds - Test method - Analysis by infrared spectroscopy Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany EN 6042 Organic compounds - Test method - Analysis by infrared spectroscopy Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 6042 Organic compounds - Test method - Analysis by infrared spectroscopy Low Qualified
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298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain EN 6043 Determination of gel time and viscosity Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 6043 Determination of gel time and viscosity Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain EN 6043 Determination of gel time and viscosity Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China EN 6072 Constant amplitude fatigue testing (HCF) High Qualified Qualified on 15/07/2021
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain EN 6072 Constant amplitude fatigue testing (HCF) High Authorised to proceed 31-janv-22
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany EN 6072 Constant amplitude fatigue testing (HCF) High Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA EN 6072 Constant amplitude fatigue testing (HCF) High Qualified Test Method carried out on LEGACY PROGRAMS
276095 DIRATS LABORATORIES WESTFIELD USA EN 6072 Constant amplitude fatigue testing (HCF) High Qualified
143441 ELEMENT MATERIALS TECHNOLOGY - LANCASTER LANCASTER United Kingdom EN 6072 Constant amplitude fatigue testing (HCF) High Authorised to proceed 31-juil-20 Alloys of Al, Ti, Ni, Steels
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 6072 Constant amplitude fatigue testing (HCF) High Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France EN 6072 Constant amplitude fatigue testing (HCF) High Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic EN 6072 Constant amplitude fatigue testing (HCF) High Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany EN 6072 Constant amplitude fatigue testing (HCF) High Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 6072 Constant amplitude fatigue testing (HCF) High Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 6072 Constant amplitude fatigue testing (HCF) High Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA EN 6072 (machining) Fatigue test specimen machining (NADCAP test code O) None Qualified Test Method carried out on LEGACY PROGRAMS
143441 ELEMENT MATERIALS TECHNOLOGY - LANCASTER LANCASTER United Kingdom EN 6072 (machining) Fatigue test specimen machining (NADCAP test code O) None Authorised to proceed 31-juil-20 Alloys of Al, Ti, Ni, St2013eels
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain EN 6072 (machining) Fatigue test specimen machining (NADCAP test code O) None Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France EN 6072 (machining) Fatigue test specimen machining (NADCAP test code O) None Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic EN 6072 (machining) Fatigue test specimen machining (NADCAP test code O) None Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA EN 6072 (machining) Fatigue test specimen machining (NADCAP test code O) None Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom EN 6072 (machining) Fatigue test specimen machining (NADCAP test code O) None Qualified
296664 RESCOLL Pessac PESSAC CEDEX France EN 827 Adhesives - Determination of conventional solids content and constant mass solids content Low Qualified
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany EN 986 Textile Floor Coverings - Tiles - Determination of dimmensional changes due to the effect of a varied water and heat conditions and distortion out of plane. Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA IGC 04-24-176 Aluminium alloys - Ultimate analysis - Determination of the copper content by electrogravimetric analysis Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France IGC 04-26-280 Sandwich Laminates Bending Tests (The three-point method) Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France IGC 04-26-406 Densification resins insert extraction perpendicular tensile test Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 10119 Carbon fibre - Determination of density Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 10119 Carbon fibre - Determination of density Low Qualified
300085 ERGO Umweltinstitut GMBH Dresden Germany ISO 10304-1 Water quality - Determination of dissolved anions by liquid chromatography of ions - Part 1: Determination of bromide, chloride, fluoride, nitrate, nitrite, phosphate and sulfateLow Qualified Limited activity to BWB-Group (ARP184362 + ARP297138)
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland ISO 10361 Textile floor coverings – Production of changes in appearance by means of Vettermann drum and hexapod tumbler tester Low Qualified  * Only for internal Lantal needs* Not possible to offer this test to external customers
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland ISO 105-B02 Textiles - Tests for colour fastness - Part B02: Colour fastness to artificial light: Xenon arc fading lamp test Low Qualified  * Only for internal Lantal testing needs* Not possible to offer this test to external customers
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland ISO 105-E01 Textiles - Tests for colour fastness - Part E01: Colour fastness to water Low Qualified  * Only for internal Lantal testing needs* Not possible to offer this test to external customers
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France ISO 11341 Paints and varnishes - Artificial weathering and exposure to artificial radiation - Exposure to filtered xenon-arc radiation Low Qualified Only Method 1 Cycle A
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 11357-2 Plastics - Differential scanning calorimetry (DSC) -Part 2: Determination of glass transition Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ISO 11357-2 Plastics - Differential scanning calorimetry (DSC) -Part 2: Determination of glass transition Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 11357-3 Plastics - Differential scanning calorimetry (DSC) - Part 3: Determination of temperature and enthalpy of melting and crystallization Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ISO 11357-3 Plastics - Differential scanning calorimetry (DSC) - Part 3: Determination of temperature and enthalpy of melting and crystallization Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 11358 Plastics - Thermogravimetry (TG) of polymers Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 11358 Plastics - Thermogravimetry (TG) of polymers Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ISO 11358 Plastics - Thermogravimetry (TG) of polymers Low Qualified Composite
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain ISO 11358 Plastics - Thermogravimetry (TG) of polymers Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 11359 Plastics - Thermomechanical analysis (TMA) Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 1172 Textiles - Glass reinforced plastics - Prepregs, moulding compounds and laminates - Determination of the textile-glass and mineral-filler content - Calcination method Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified BAL TVF 01
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified  Composite (A)Plastics
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified Method A
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified Method A - Immersion method
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 1183-1 Plastics - Methods for determining the density of non-cellular plastics - Part 1: Immersion method, liquid pyknometer method and titration method Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 12937 Petroleum products - Determination of water - Coulometric Karl Fischer titration method Low Qualified  Qualified on 08.04.2020Sampling process not included
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland ISO 12945-2 Textiles - Determination of fabric propensity to surface fuzzing and to pilling - Part 2: Modified Martindale method Low Qualified  * Only for internal Lantal testing needs* Not possible to offer this test to external customers
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 13320 Particle size analysis - Laser diffraction methods Low Qualified
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland ISO 13934-1 Textiles - Tensile properties of fabrics - Part 1: Determination of maximum force and elongation at maximum force using the strip method Low Qualified  * Only for internal Lantal testing needs* Not possible to offer this test to external customers
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland ISO 13935-1 Textiles - Seam tensile properties of fabrics and made-up textile articles - Part 1: Determination of maximum force to seam rupture using the strip method Low Qualified  * Only for internal Lantal testing needs* Not possible to offer this test to external customers
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland ISO 13937-2 Textiles - Tear properties of fabrics - Part 2: Determination of tear force of trouser-shaped test specimens (single tear method) Low Qualified  * Only for internal Lantal testing needs* Not possible to offer this test to external customers
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ISO 14125 Fiber reinforced plastic composites - Determination of flexural properties Low Qualified Machine I 1T
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 14125 Fiber reinforced plastic composites - Determination of flexural properties Low Authorised to proceed 31-déc-21 pending decision regarding NADCAP NMMT
296664 RESCOLL Pessac PESSAC CEDEX France ISO 14125 Fiber reinforced plastic composites - Determination of flexural properties Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ISO 14126-2 Fibre-reinforced plastic composites - Determination of compressive properties in the in-plane direction - Part 2 Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland ISO 14126-2 Fibre-reinforced plastic composites - Determination of compressive properties in the in-plane direction - Part 2 Low Qualified
152489 DLR (Braunschweig) Deutsches Zentrum für Luft- und Raumfahrt Braunschweig Germany ISO 14126-2 Fibre-reinforced plastic composites - Determination of compressive properties in the in-plane direction - Part 2 Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 14126-2 Fibre-reinforced plastic composites - Determination of compressive properties in the in-plane direction - Part 2 Low Authorised to proceed 30-nov-21 Pending IRR
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France ISO 14126-2 Fibre-reinforced plastic composites - Determination of compressive properties in the in-plane direction - Part 2 Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ISO 14126-2 Fibre-reinforced plastic composites - Determination of compressive properties in the in-plane direction - Part 2 Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ISO 14129 Fibre-reinforced plastic composites - Determination of the in-plane shear stress/shear strain response, including the in-plane shear modulus and strength, by the ±45° tension test methodLow Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain ISO 14129 Fibre-reinforced plastic composites - Determination of the in-plane shear stress/shear strain response, including the in-plane shear modulus and strength, by the ±45° tension test methodLow Authorised to proceed 30-nov-21
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland ISO 14129 Fibre-reinforced plastic composites - Determination of the in-plane shear stress/shear strain response, including the in-plane shear modulus and strength, by the ±45° tension test methodLow Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 14129 Fibre-reinforced plastic composites - Determination of the in-plane shear stress/shear strain response, including the in-plane shear modulus and strength, by the ±45° tension test methodLow Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ISO 14129 Fibre-reinforced plastic composites - Determination of the in-plane shear stress/shear strain response, including the in-plane shear modulus and strength, by the ±45° tension test methodLow Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 14129 Fibre-reinforced plastic composites - Determination of the in-plane shear stress/shear strain response, including the in-plane shear modulus and strength, by the ±45° tension test methodLow Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 14129 Fibre-reinforced plastic composites - Determination of the in-plane shear stress/shear strain response, including the in-plane shear modulus and strength, by the ±45° tension test methodLow Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ISO 14129 Fibre-reinforced plastic composites - Determination of the in-plane shear stress/shear strain response, including the in-plane shear modulus and strength, by the ±45° tension test methodLow Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 14129 Fibre-reinforced plastic composites - Determination of the in-plane shear stress/shear strain response, including the in-plane shear modulus and strength, by the ±45° tension test methodLow Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain ISO 14129 Fibre-reinforced plastic composites - Determination of the in-plane shear stress/shear strain response, including the in-plane shear modulus and strength, by the ±45° tension test methodLow Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain ISO 14130 Fibre reinforced plastic composites - Determination of apparent interlaminar shear strength by short beam method Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 14130 Fibre reinforced plastic composites - Determination of apparent interlaminar shear strength by short beam method Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ISO 14130 Fibre reinforced plastic composites - Determination of apparent interlaminar shear strength by short beam method Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland ISO 14130 Fibre reinforced plastic composites - Determination of apparent interlaminar shear strength by short beam method Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 14130 Fibre reinforced plastic composites - Determination of apparent interlaminar shear strength by short beam method Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ISO 14130 Fibre reinforced plastic composites - Determination of apparent interlaminar shear strength by short beam method Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 14130 Fibre reinforced plastic composites - Determination of apparent interlaminar shear strength by short beam method Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 14130 Fibre reinforced plastic composites - Determination of apparent interlaminar shear strength by short beam method Low Qualified
276086 2MATECH AUBIERE France ISO 1463 Metallic and oxide coatings - Measurement of coating thickness - Microscopical method Low Qualified  All material
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ISO 1463 Metallic and oxide coatings - Measurement of coating thickness - Microscopical method Low Qualified Microscopes AER 089, AER 029 & AER 028
298894 ANACHEM LABORATORIES El Segundo USA ISO 1463 Metallic and oxide coatings - Measurement of coating thickness - Microscopical method Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 1463 Metallic and oxide coatings - Measurement of coating thickness - Microscopical method Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 1463 Metallic and oxide coatings - Measurement of coating thickness - Microscopical method Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 1463 Metallic and oxide coatings - Measurement of coating thickness - Microscopical method Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 1463 Metallic and oxide coatings - Measurement of coating thickness - Microscopical method Low Qualified Nickel plating thickness measurement only
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 1463 Metallic and oxide coatings - Measurement of coating thickness - Microscopical method Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 1463 Metallic and oxide coatings - Measurement of coating thickness - Microscopical method Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 1463 Metallic and oxide coatings - Measurement of coating thickness - Microscopical method Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified Steel
276093 DICKSON TESTING COMPANY SOUTHGATE USA ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified Fe, NI, Ti
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified Al, Fe, Ni, Ti alloys
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified Metallic materials
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified Not qualified for lateral expansion
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Authorised to proceed 31-mars-22
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Authorised to proceed 31-oct-21
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified Requalification 18/09/2020
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296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified Fe/Ni base
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 148-1 (low temp.) Charpy pendulum impact test (low temperature) Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified Without Lateral expansion and Shear fracture
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified Steel
276093 DICKSON TESTING COMPANY SOUTHGATE USA ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified Fe, NI, Ti
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Authorised to proceed 30-nov-21 Fe
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified Al, Fe, Ni, Ti alloys
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified Metallic materials
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified Absorbed Energy only
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified Fe/Ni base
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 148-1 (room temp.) Charpy pendulum impact test (ambient temperature) Low Qualified
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain ISO 15024 Fibre reinforced plastic composites - Determination of mode 1 interlaminar fracture toughness, G1c, for unidirectionally reinforced materials High Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ISO 1518 Paints and varnishes - Scratch test Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 1518 Paints and varnishes - Scratch test Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 1518 Paints and varnishes - Scratch test Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 1518 Paints and varnishes - Scratch test Low Qualified  Restricted to Part 2Painting
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 1518 Paints and varnishes - Scratch test Low Qualified Paints
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany ISO 1518 Paints and varnishes - Scratch test Low Qualified
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany ISO 1518 Paints and varnishes - Scratch test Low Qualified Treated and untreated Al, Ti, CFRP, GFK, Carbon Steel, Hig-Looks
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France ISO 1518 Paints and varnishes - Scratch test Low Qualified
288321 TECHNACOL TARBES France ISO 1518 Paints and varnishes - Scratch test Low Authorised to proceed 31-mars-22
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 1518 Paints and varnishes - Scratch test Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 1519 Paints and varnishes - Bend test (cylindrical mandrel) Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 1519 Paints and varnishes - Bend test (cylindrical mandrel) Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 1519 Paints and varnishes - Bend test (cylindrical mandrel) Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 1519 Paints and varnishes - Bend test (cylindrical mandrel) Low Qualified Painting
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 1519 Paints and varnishes - Bend test (cylindrical mandrel) Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France ISO 1519 Paints and varnishes - Bend test (cylindrical mandrel) Low Qualified
288321 TECHNACOL TARBES France ISO 1519 Paints and varnishes - Bend test (cylindrical mandrel) Low Authorised to proceed 31-mars-22
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 1519 Paints and varnishes - Bend test (cylindrical mandrel) Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 16266 Water quality - Detection and enumeration of Pseudomonas aeruginosa - Method by membrane filtration Low Qualified  Qualified on 08.04.2020Sampling process not included
303102 AMPP SERVICES LTD ELY United Kingdom ISO 17639 Destructive tests on welds in metallic materials - Macroscopic and microscopic examination of welds Low Qualified PTP Kit 10-6
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 17639 Destructive tests on welds in metallic materials - Macroscopic and microscopic examination of welds Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ISO 17639 Destructive tests on welds in metallic materials - Macroscopic and microscopic examination of welds Low Qualified Metallic materials
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 17639 Destructive tests on welds in metallic materials - Macroscopic and microscopic examination of welds Low Qualified  All metallic materialAlso qualified regarding ISO 24394 Chapter 8.5
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany ISO 1765 Machine made textile floor coverings - determination of thickness Low Qualified
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland ISO 1765 Machine made textile floor coverings - determination of thickness Low Qualified  * Only for internal Lantal testing needs* Not possible to offer this test to external customers
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 178 Plastics – Determination of flexural properties Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ISO 178 Plastics – Determination of flexural properties Low Qualified Machine I 1T
296664 RESCOLL Pessac PESSAC CEDEX France ISO 178 Plastics – Determination of flexural properties Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 179-1 Plastics – Determination of Charpy impact properties – Part 1: Non-instrument impact test Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ISO 2106 Anodizing of aluminium and its alloys - Determination of mass per unit area (surface density) of anodic oxidation coatings - Gravimetric method Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 2106 Anodizing of aluminium and its alloys - Determination of mass per unit area (surface density) of anodic oxidation coatings - Gravimetric method Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France ISO 2106 Anodizing of aluminium and its alloys - Determination of mass per unit area (surface density) of anodic oxidation coatings - Gravimetric method Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 2106 Anodizing of aluminium and its alloys - Determination of mass per unit area (surface density) of anodic oxidation coatings - Gravimetric method Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 2143 Anodizing of aluminium and its alloys - Estimation of loss of absorptive power of anodic oxidation coatings after sealing - Dye-spot test with prior acid treatment Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 2143 Anodizing of aluminium and its alloys - Estimation of loss of absorptive power of anodic oxidation coatings after sealing - Dye-spot test with prior acid treatment Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France ISO 2143 Anodizing of aluminium and its alloys - Estimation of loss of absorptive power of anodic oxidation coatings after sealing - Dye-spot test with prior acid treatment Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 2143 Anodizing of aluminium and its alloys - Estimation of loss of absorptive power of anodic oxidation coatings after sealing - Dye-spot test with prior acid treatment Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 2178 Non-magnetic coatings on magnetic substrates - Measurement of coating thickness - Magnetic method Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 2178 Non-magnetic coatings on magnetic substrates - Measurement of coating thickness - Magnetic method Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 2178 Non-magnetic coatings on magnetic substrates - Measurement of coating thickness - Magnetic method Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 2286-2 Rubber or plastics-coated fabrics - Determination of roll characteristics - Part 2: Methods for determination of the total mass per unit area, mass per unit area of coating and mass per unit area of substrateLow Qualified qualified 03/04/2019
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ISO 2360 Non-conductive coatings on non-magnetic electrically conductive basis materials - Measurement of coating thickness - Amplitude-sensitive eddy current method Low Qualified Thickness tester ID 031
298894 ANACHEM LABORATORIES El Segundo USA ISO 2360 Non-conductive coatings on non-magnetic electrically conductive basis materials - Measurement of coating thickness - Amplitude-sensitive eddy current method Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 2360 Non-conductive coatings on non-magnetic electrically conductive basis materials - Measurement of coating thickness - Amplitude-sensitive eddy current method Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 2360 Non-conductive coatings on non-magnetic electrically conductive basis materials - Measurement of coating thickness - Amplitude-sensitive eddy current method Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 2360 Non-conductive coatings on non-magnetic electrically conductive basis materials - Measurement of coating thickness - Amplitude-sensitive eddy current method Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France ISO 2360 Non-conductive coatings on non-magnetic electrically conductive basis materials - Measurement of coating thickness - Amplitude-sensitive eddy current method Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 2360 Non-conductive coatings on non-magnetic electrically conductive basis materials - Measurement of coating thickness - Amplitude-sensitive eddy current method Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 2360 Non-conductive coatings on non-magnetic electrically conductive basis materials - Measurement of coating thickness - Amplitude-sensitive eddy current method Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ISO 2409 Paints and varnishes - Cross-cut test Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 2409 Paints and varnishes - Cross-cut test Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 2409 Paints and varnishes - Cross-cut test Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 2409 Paints and varnishes - Cross-cut test Low Qualified Painting
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 2409 Paints and varnishes - Cross-cut test Low Authorised to proceed 30-nov-21
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 2409 Paints and varnishes - Cross-cut test Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 2409 Paints and varnishes - Cross-cut test Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ISO 2409 Paints and varnishes - Cross-cut test Low Authorised to proceed 31-janv-22
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 2409 Paints and varnishes - Cross-cut test Low Qualified Paints
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany ISO 2409 Paints and varnishes - Cross-cut test Low Qualified
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany ISO 2409 Paints and varnishes - Cross-cut test Low Qualified Treated and untreated Al, Ti, CFRP, GFK, Carbon Steel, Hig-Looks
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 2409 Paints and varnishes - Cross-cut test Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France ISO 2409 Paints and varnishes - Cross-cut test Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 2409 Paints and varnishes - Cross-cut test Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 2409 Paints and varnishes - Cross-cut test Low Qualified
288321 TECHNACOL TARBES France ISO 25178-601 Geometrical product specifications (GPS) - Surface texture: Areal - Part 601: Nominal characteristics of contact (stylus) instruments Low Authorised to proceed 31-mars-22
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain ISO 25217 Adhesives - Determination of the mode 1 adhesive fracture energy of structural adhesive joints using double cantilever beam and tapered double cantilever beam specimensHigh Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 2555 Plastics - Resins in the liquid state or as emulsions or dispersions - Determination of apparent viscosity by the Brookfield test method Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 2555 Plastics - Resins in the liquid state or as emulsions or dispersions - Determination of apparent viscosity by the Brookfield test method Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 2592 Petroleum and related products - Determination of flash and fire points - Cleveland open cup method Low Qualified   - Restricted to Flash point determination- Sampling process not included- Qualified on 09/09/2020
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 26845 Chemical analysis of refractories - General requirements for wet chemical analysis, atomic absorption spectrometry (AAS) and inductively coupled plasma atomic emission spectrometry (ICP-AES) methodsNone Qualified
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain ISO 2685 Aircraft – Environmental test procedure for airborne equipment – Resistance to fire in designated fire zones High Qualified
150951 DARCHEM ENGINEERING LTD STOCKTON ON TEES United Kingdom ISO 2685 Aircraft – Environmental test procedure for airborne equipment – Resistance to fire in designated fire zones High Authorised to proceed 31-mars-22 - Testing Equipment ID: 2291
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 2781 Rubber, vulcanized or thermoplastic - Determination of density Low Qualified Method A
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 2781 Rubber, vulcanized or thermoplastic - Determination of density Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified  Eddy current method only.Thickness tester ID 031
298894 ANACHEM LABORATORIES El Segundo USA ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified Painting
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified 4A, 6A, 7C
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified Limited to Methd 7D & 12B
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified Method 6A — Cross-sectioning - Version 1 — By grinding
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified  - Only for Eddy Current MeasurementTreated and untreated Al, Ti, Carbon Steel, Hig-Looks
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 2808 Paints and varnishes - Determination of film thickness Low Qualified
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292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 2811-1 Paints and varnishes - Determination of density - Part 1: Pyknometer method Low Qualified
300083 FUNDACION CARTIF Boecillo Spain ISO 2811-1 Paints and varnishes - Determination of density - Part 1: Pyknometer method Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 2811-1 Paints and varnishes - Determination of density - Part 1: Pyknometer method Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 2812-1 Paints and varnishes - Determination of resistance to liquids - Part 1: Immersion in liquids other than water Low Qualified
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany ISO 2812-1 Paints and varnishes - Determination of resistance to liquids - Part 1: Immersion in liquids other than water Low Qualified
288321 TECHNACOL TARBES France ISO 2812-1 Paints and varnishes - Determination of resistance to liquids - Part 1: Immersion in liquids other than water Low Authorised to proceed 31-mars-22
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified Painting
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified Paints
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified Treated and untreated Al, Ti, CFRP, GFK, Carbon Steel, Hig-Looks

275531,1 MECAPROTEC INDUSTRIES MURET France ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 2812-2 Paints and varnishes - Determination of resistance to liquids - Part 2: Water immersion method Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 2813 Paints and varnishes - Determination of specular gloss of non-metallic paint films at 20°, 60° and 85° Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 2813 Paints and varnishes - Determination of specular gloss of non-metallic paint films at 20°, 60° and 85° Low Qualified Painting
288321 TECHNACOL TARBES France ISO 2813 Paints and varnishes - Determination of specular gloss of non-metallic paint films at 20°, 60° and 85° Low Authorised to proceed 31-mars-22 Adhesive film - Metallic / composites / honeycomb parts
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 2813 Paints and varnishes - Determination of specular gloss of non-metallic paint films at 20°, 60° and 85° Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 2818 Plastics - Preparation of test specimens by machining Low Qualified  Qualified on: 21/01/2021Limited to internal machining needs at CTME
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 2819 Metallic coatings on metallic substrates - Electrodeposited and chemically deposited coatings - Review of methods available for testing adhesion Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 2819 Metallic coatings on metallic substrates - Electrodeposited and chemically deposited coatings - Review of methods available for testing adhesion Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 2819 Metallic coatings on metallic substrates - Electrodeposited and chemically deposited coatings - Review of methods available for testing adhesion Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ISO 291 Plastics - Standard atmospheres for conditioning and testing Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 3016 Petroleum and related products from natural or synthetic sources - Determination of pour point Low Qualified  - Sampling process not included- Qualified on 10/09/2020
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 3104 Petroleum products - Transparent and opaque liquids - Determination of kinematic viscosity and calculation of dynamic viscosity Low Qualified  - Sampling process not included- Limited to determination of Kinematic Viscosity
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 3251 Paints, varnishes and plastics - Determination of non-volatile-matter content Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 3251 Paints, varnishes and plastics - Determination of non-volatile-matter content Low Qualified
276086 2MATECH AUBIERE France ISO 3651-1 Determination of resistance to intergranular corrosion of stainless steels - Part 1: Austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in nitric acid medium by measurement of loss in mass (Huey test)Low Qualified Aciers inoxydables
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 3651-1 Determination of resistance to intergranular corrosion of stainless steels - Part 1: Austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in nitric acid medium by measurement of loss in mass (Huey test)Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 3651-1 Determination of resistance to intergranular corrosion of stainless steels - Part 1: Austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in nitric acid medium by measurement of loss in mass (Huey test)Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 3651-1 Determination of resistance to intergranular corrosion of stainless steels - Part 1: Austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in nitric acid medium by measurement of loss in mass (Huey test)Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 3651-1 Determination of resistance to intergranular corrosion of stainless steels - Part 1: Austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in nitric acid medium by measurement of loss in mass (Huey test)Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 3651-1 Determination of resistance to intergranular corrosion of stainless steels - Part 1: Austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in nitric acid medium by measurement of loss in mass (Huey test)Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 3651-1 Determination of resistance to intergranular corrosion of stainless steels - Part 1: Austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in nitric acid medium by measurement of loss in mass (Huey test)Low Qualified
276086 2MATECH AUBIERE France ISO 3651-2 Determination of resistance to intergranular corrosion of stainless steels - Part 2: Ferritic, austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in media containing sulfuric acidLow Qualified Aciers inoxydables
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 3651-2 Determination of resistance to intergranular corrosion of stainless steels - Part 2: Ferritic, austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in media containing sulfuric acidLow Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 3651-2 Determination of resistance to intergranular corrosion of stainless steels - Part 2: Ferritic, austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in media containing sulfuric acidLow Qualified Stainless steel
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 3651-2 Determination of resistance to intergranular corrosion of stainless steels - Part 2: Ferritic, austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in media containing sulfuric acidLow Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 3651-2 Determination of resistance to intergranular corrosion of stainless steels - Part 2: Ferritic, austenitic and ferritic-austenitic (duplex) stainless steels - Corrosion test in media containing sulfuric acidLow Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 3675 Crude petroleum and liquid petroleum products - Laboratory determination of density - Hydrometer method Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 3675 Crude petroleum and liquid petroleum products - Laboratory determination of density - Hydrometer method Low Qualified  - Sampling process not included- Qualified on 09/09/2020
298894 ANACHEM LABORATORIES El Segundo USA ISO 3696 Water for analytical laboratory use - Specification and test methods Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 3696 Water for analytical laboratory use - Specification and test methods Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 3801 Textiles; Woven fabrics; Determination of mass per unit length and mass per unit area Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ISO 3887 Steels - Determination of depth of decarburization Low Qualified Qualified on: 20/02/2020
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 3887 Steels - Determination of depth of decarburization Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 3887 Steels - Determination of depth of decarburization Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 3887 Steels - Determination of depth of decarburization Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 3887 Steels - Determination of depth of decarburization Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 3887 Steels - Determination of depth of decarburization Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 3887 Steels - Determination of depth of decarburization Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 3907 Hardmetals - Determination of total carbon content - Gravimetric method None Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 4287 Geometrical product specifications (GPS) - Surface texture: Profile method - Terms, definitions and surface texture parameters Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 4287 Geometrical product specifications (GPS) - Surface texture: Profile method - Terms, definitions and surface texture parameters Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 4287 Geometrical product specifications (GPS) - Surface texture: Profile method - Terms, definitions and surface texture parameters Low Qualified

275531,1 MECAPROTEC INDUSTRIES MURET France ISO 4287 Geometrical product specifications (GPS) - Surface texture: Profile method - Terms, definitions and surface texture parameters Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ISO 4287 Geometrical product specifications (GPS) - Surface texture: Profile method - Terms, definitions and surface texture parameters Low Qualified  According to internal procedure WMTR/QTP/EM003Measurement of Ra and Rz
298894 ANACHEM LABORATORIES El Segundo USA ISO 4288 Geometrical product specifications (GPS) - Surface texture: Profile method - Rules and procedures for the assessment of surface texture Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 4288 Geometrical product specifications (GPS) - Surface texture: Profile method - Rules and procedures for the assessment of surface texture Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 4288 Geometrical product specifications (GPS) - Surface texture: Profile method - Rules and procedures for the assessment of surface texture Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 4288 Geometrical product specifications (GPS) - Surface texture: Profile method - Rules and procedures for the assessment of surface texture Low Qualified
288321 TECHNACOL TARBES France ISO 4288 Geometrical product specifications (GPS) - Surface texture: Profile method - Rules and procedures for the assessment of surface texture Low Authorised to proceed 31-mars-22 Coating
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ISO 4516 Metallic and other inorganic coatings - Vickers and Knoop microhardness tests Low Qualified  50gf / 300Hv & 100gf / 900Hv range only.Mitutoyo tester ID 007
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 4516 Metallic and other inorganic coatings - Vickers and Knoop microhardness tests Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA ISO 4516 Metallic and other inorganic coatings - Vickers and Knoop microhardness tests Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ISO 4516 Metallic and other inorganic coatings - Vickers and Knoop microhardness tests Low Qualified Only micro-Vickers
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 4516 Metallic and other inorganic coatings - Vickers and Knoop microhardness tests Low Qualified All metallic material
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ISO 4516 Metallic and other inorganic coatings - Vickers and Knoop microhardness tests Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 4516 Metallic and other inorganic coatings - Vickers and Knoop microhardness tests Low Qualified Knoop Microhardness not included
298999 SYPAC LUCE France ISO 4516 Metallic and other inorganic coatings - Vickers and Knoop microhardness tests Low Qualified Vickers micro-hardness  only
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ISO 4516 Metallic and other inorganic coatings - Vickers and Knoop microhardness tests Low Qualified
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany ISO 4578 Adhesives - Determination of peel resistance of high-strength adhesive bonds - Floating roller method Low Qualified Test Method eligible for external (supplier) request.
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 4578 Adhesives - Determination of peel resistance of high-strength adhesive bonds - Floating roller method Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 4578 Adhesives - Determination of peel resistance of high-strength adhesive bonds - Floating roller method Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ISO 4578 Adhesives - Determination of peel resistance of high-strength adhesive bonds - Floating roller method Low Qualified Machine I 1T
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 4578 Adhesives - Determination of peel resistance of high-strength adhesive bonds - Floating roller method Low Authorised to proceed 31-déc-21 pending decision regarding NADCAP NMMT
296664 RESCOLL Pessac PESSAC CEDEX France ISO 4578 Adhesives - Determination of peel resistance of high-strength adhesive bonds - Floating roller method Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 4587 Adhesive - Determination of tensile lap-shear strength of rigid-to-rigid bonded assemblies Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 4587 Adhesive - Determination of tensile lap-shear strength of rigid-to-rigid bonded assemblies Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ISO 4587 Adhesive - Determination of tensile lap-shear strength of rigid-to-rigid bonded assemblies Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 4592 Plastics - Film and sheeting - Determination of length and width Low Qualified qualified 03/04/2019
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 4593 Plastics - Film and sheeting - Determination of the thickness by mechanical scanning Low Qualified qualified 03/04/2019
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 4624 Paints and varnishes - Pull-off test for adhesion Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 4624 Paints and varnishes - Pull-off test for adhesion Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 4624 Paints and varnishes - Pull-off test for adhesion Low Qualified
288321 TECHNACOL TARBES France ISO 4624 Paints and varnishes - Pull-off test for adhesion Low Authorised to proceed 31-mars-22 Paint
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 4624 Paints and varnishes - Pull-off test for adhesion Low Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 4628-1  Paints and varnishes - Evaluation of degradation of coatings; Designation of quantity and size of defects, and of intensity of uniform changes in appearance - Part 1: General introduction and designation systemLow Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 4628-2 Paints and varnishes - Evaluation of degradation of coatings - Designation of quantity and size of defects, and of intensity of uniform changes in appearance - Part 2: Assessment of degree of blisteringLow Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 4628-2 Paints and varnishes - Evaluation of degradation of coatings - Designation of quantity and size of defects, and of intensity of uniform changes in appearance - Part 2: Assessment of degree of blisteringLow Qualified
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany ISO 4628-2 Paints and varnishes - Evaluation of degradation of coatings - Designation of quantity and size of defects, and of intensity of uniform changes in appearance - Part 2: Assessment of degree of blisteringLow Qualified
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France ISO 4628-2 Paints and varnishes - Evaluation of degradation of coatings - Designation of quantity and size of defects, and of intensity of uniform changes in appearance - Part 2: Assessment of degree of blisteringLow Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 4628-4 Paints and varnishes - Evaluation of degradation of coatings - Designation of quantity and size of defects, and of intensity of uniform changes in appearance - Part 4: Assessment of degree of crackingLow Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 4628-5 Paints and varnishes - Evaluation of degradation of coatings - Designation of quantity and size of defects, and of intensity of uniform changes in appearance - Part 5: Assessment of degree of flakingLow Qualified
298894 ANACHEM LABORATORIES El Segundo USA ISO 4628-6 Paints and varnishes - Evaluation of degradation of coatings - Designation of quantity and size of defects, and of intensity of uniform changes in appearance - Part 6: Assessment of degree of chalking by tape methodLow Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ISO 48-4 Rubber, vulcanized or thermoplastic — Determination of hardness — Part 4: Indentation hardness by durometer method (Shore hardness) Low Qualified Qualified on 13.01.21
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 48-4 Rubber, vulcanized or thermoplastic — Determination of hardness — Part 4: Indentation hardness by durometer method (Shore hardness) Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 48-4 Rubber, vulcanized or thermoplastic — Determination of hardness — Part 4: Indentation hardness by durometer method (Shore hardness) Low Qualified Only Shore A
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 48-4 Rubber, vulcanized or thermoplastic — Determination of hardness — Part 4: Indentation hardness by durometer method (Shore hardness) Low Qualified Qualified on 27/04/2020
197093 SGS FRANCE TRANSPORTATION - LABORATOIRE DE CESTAS CESTAS France ISO 4892-2 Plastics - Methods of exposure to laboratory light sources - Part 2: Xenon-arc lamps Low Qualified
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland ISO 5084 Textiles - Determination of thickness of textiles and textile product Low Qualified  * Only for internal Lantal testing needs* Not possible to offer this test to external customers
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 5173 Destructive tests on welds in metallic materials - Bend tests Low Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ISO 5173 Destructive tests on welds in metallic materials - Bend tests Low Qualified Weldments
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 527-2 Plastics - Determination of tensile properties - Part 2: Test conditions for moulding and extrusion plastics Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ISO 527-2 Plastics - Determination of tensile properties - Part 2: Test conditions for moulding and extrusion plastics Low Qualified Machine Z 10T
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 527-2 Plastics - Determination of tensile properties - Part 2: Test conditions for moulding and extrusion plastics Low Qualified
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 527-3 Plastics - Determination of tensile properties - Part 3: Test conditions for films and sheets Low Qualified
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288321 TECHNACOL TARBES France ISO 527-3 Plastics - Determination of tensile properties - Part 3: Test conditions for films and sheets Low Authorised to proceed 31-mars-22 Adhesive film - Metallic / composites / honeycomb parts
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 527-4 Plastics - Determination of tensile properties - Part 4: Test conditions for isotropic and orthotropic fiber reinforced plastic composites Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 527-4 Plastics - Determination of tensile properties - Part 4: Test conditions for isotropic and orthotropic fiber reinforced plastic composites Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 527-4 Plastics - Determination of tensile properties - Part 4: Test conditions for isotropic and orthotropic fiber reinforced plastic composites Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ISO 527-4 Plastics - Determination of tensile properties - Part 4: Test conditions for isotropic and orthotropic fiber reinforced plastic composites Low Qualified Machine Z 10T
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ISO 527-5 Determination of tensile properties - Part 5: Test conditions for unidirectional fibre-reinforced plastic composites Low Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland ISO 527-5 Determination of tensile properties - Part 5: Test conditions for unidirectional fibre-reinforced plastic composites Low Qualified
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 527-5 Determination of tensile properties - Part 5: Test conditions for unidirectional fibre-reinforced plastic composites Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 527-5 Determination of tensile properties - Part 5: Test conditions for unidirectional fibre-reinforced plastic composites Low Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France ISO 527-5 Determination of tensile properties - Part 5: Test conditions for unidirectional fibre-reinforced plastic composites Low Qualified Machine Z 10T
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany ISO 527-5 Determination of tensile properties - Part 5: Test conditions for unidirectional fibre-reinforced plastic composites Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ISO 527-5 Determination of tensile properties - Part 5: Test conditions for unidirectional fibre-reinforced plastic composites Low Qualified Composite
260011 UDG - AMADE UNIVERSITAT DE GIRONA Girona Spain ISO 527-5 Determination of tensile properties - Part 5: Test conditions for unidirectional fibre-reinforced plastic composites Low Qualified
288321 TECHNACOL TARBES France ISO 5436-1 Geometrical Product Specifications (GPS) - Surface texture - Profile method - Measurement standards - Part 1: Material measures Low Authorised to proceed 31-mars-22
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ISO 5893 Rubber and plastics test equipment - Tensile, flexural and compression types (constant rate of traverse) - Specification Low Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain ISO 604 Plastics - Determination of compressive properties Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 604 Plastics - Determination of compressive properties Low Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 604 Plastics - Determination of compressive properties Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ISO 604 Plastics - Determination of compressive properties Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 604 Plastics - Determination of compressive properties Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 6247 Petroleum products - Determination of foaming characteristics of lubricating oils Low Qualified  - Sampling process not included- Qualified on 15/09/2020
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 6270-1 Paints and varnishes - Determination of resistance to humidity - Part 1: Continuous condensation Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 6270-2 Paints and varnishes - Determination of resistance to humidity - Part 2: Procedure for exposing test specimens in condensation-water atmospheres Low Qualified Painting
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 6270-2 Paints and varnishes - Determination of resistance to humidity - Part 2: Procedure for exposing test specimens in condensation-water atmospheres Low Qualified
288321 TECHNACOL TARBES France ISO 6270-2 Paints and varnishes - Determination of resistance to humidity - Part 2: Procedure for exposing test specimens in condensation-water atmospheres Low Authorised to proceed 31-mars-22 Adhesive film - Metallic / composites / honeycomb parts
276086 2MATECH AUBIERE France ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified Aluminium, Titane, Acier, Nickel, Cuivreux
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
290825 BUREAU VERITAS LABORATOIRE (PESSAC) PESSAC France ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified All metallic materials
276093 DICKSON TESTING COMPANY SOUTHGATE USA ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified Titanium
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified Fe alloys
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified All metallic material
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ISO 643 Steels - Micrographic determination of the apparent grain size Low Qualified
276086 2MATECH AUBIERE France ISO 6506 Metallic materials - Brinell hardness test Low Qualified
312060 ACEM.S.L. Madrid Spain ISO 6506 Metallic materials - Brinell hardness test Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ISO 6506 Metallic materials - Brinell hardness test Low Qualified
305665 APPLUS A2M INDUSTRIE FRAISSES France ISO 6506 Metallic materials - Brinell hardness test Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 6506 Metallic materials - Brinell hardness test Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 6506 Metallic materials - Brinell hardness test Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ISO 6506 Metallic materials - Brinell hardness test Low Qualified
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France ISO 6506 Metallic materials - Brinell hardness test Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 6506 Metallic materials - Brinell hardness test Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 6506 Metallic materials - Brinell hardness test Low Qualified All metallic materials
276093 DICKSON TESTING COMPANY SOUTHGATE USA ISO 6506 Metallic materials - Brinell hardness test Low Qualified
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ISO 6506 Metallic materials - Brinell hardness test Low Qualified Al, Fe, Cu, Ti, Ni alloys
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain ISO 6506 Metallic materials - Brinell hardness test Low Qualified Qualified on 07/10/20
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ISO 6506 Metallic materials - Brinell hardness test Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ISO 6506 Metallic materials - Brinell hardness test Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 6506 Metallic materials - Brinell hardness test Low Qualified Al, Ti, Fe, Beryllium-Copper
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 6506 Metallic materials - Brinell hardness test Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ISO 6506 Metallic materials - Brinell hardness test Low Authorised to proceed 31-oct-21
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 6506 Metallic materials - Brinell hardness test Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 6506 Metallic materials - Brinell hardness test Low Qualified All metallic material
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 6506 Metallic materials - Brinell hardness test Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ISO 6506 Metallic materials - Brinell hardness test Low Qualified
276086 2MATECH AUBIERE France ISO 6507 Metallic materials - Vickers hardness test Low Qualified
312060 ACEM.S.L. Madrid Spain ISO 6507 Metallic materials - Vickers hardness test Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ISO 6507 Metallic materials - Vickers hardness test Low Qualified
305665 APPLUS A2M INDUSTRIE FRAISSES France ISO 6507 Metallic materials - Vickers hardness test Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 6507 Metallic materials - Vickers hardness test Low Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany ISO 6507 Metallic materials - Vickers hardness test Low Qualified Also in accordance with AIPI04-00-005
310645 AZTERLAN DURANGO (BIZKAIA) Spain ISO 6507 Metallic materials - Vickers hardness test Low Authorised to proceed 31-oct-21
290825 BUREAU VERITAS LABORATOIRE (PESSAC) PESSAC France ISO 6507 Metallic materials - Vickers hardness test Low Qualified Vickers microhardness only
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France ISO 6507 Metallic materials - Vickers hardness test Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 6507 Metallic materials - Vickers hardness test Low Qualified
305773 CETIM MAROC CASABLANCA Morocco ISO 6507 Metallic materials - Vickers hardness test Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 6507 Metallic materials - Vickers hardness test Low Qualified  All metallic materialsMacro and Micro-hardness
276093 DICKSON TESTING COMPANY SOUTHGATE USA ISO 6507 Metallic materials - Vickers hardness test Low Qualified Limited to microhardness
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ISO 6507 Metallic materials - Vickers hardness test Low Qualified Al, Fe, Cu, Ti, Ni alloys
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ISO 6507 Metallic materials - Vickers hardness test Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ISO 6507 Metallic materials - Vickers hardness test Low Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic ISO 6507 Metallic materials - Vickers hardness test Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 6507 Metallic materials - Vickers hardness test Low Qualified Al, Ti, Fe
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 6507 Metallic materials - Vickers hardness test Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ISO 6507 Metallic materials - Vickers hardness test Low Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 6507 Metallic materials - Vickers hardness test Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 6507 Metallic materials - Vickers hardness test Low Qualified All metallic material
310669 LABORATORY TESTING INC HATFIELD USA ISO 6507 Metallic materials - Vickers hardness test Low Qualified
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ISO 6507 Metallic materials - Vickers hardness test Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 6507 Metallic materials - Vickers hardness test Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 6507 Metallic materials - Vickers hardness test Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ISO 6507 Metallic materials - Vickers hardness test Low Qualified
276086 2MATECH AUBIERE France ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
312060 ACEM.S.L. Madrid Spain ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
305665 APPLUS A2M INDUSTRIE FRAISSES France ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
310645 AZTERLAN DURANGO (BIZKAIA) Spain ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France ISO 6508 Metallic materials - Rockwell hardness test Low Qualified  HRC onlyStockvis (ID 1425FE413)
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 6508 Metallic materials - Rockwell hardness test Low Qualified All metallic materials
276093 DICKSON TESTING COMPANY SOUTHGATE USA ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ISO 6508 Metallic materials - Rockwell hardness test Low Qualified Al, Fe, Cu, Ti, Ni alloys
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 6508 Metallic materials - Rockwell hardness test Low Qualified  Al, Ti, FeHRC only
169755 IMA GMBH DRESDEN DRESDEN Germany ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ISO 6508 Metallic materials - Rockwell hardness test Low Authorised to proceed 31-oct-21
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 6508 Metallic materials - Rockwell hardness test Low Qualified HRB and HRC
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296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 6508 Metallic materials - Rockwell hardness test Low Qualified All metallic material
295788 METCUT RESEARCH ASSOCIATES INC Cincinnati USA ISO 6508 Metallic materials - Rockwell hardness test Low Qualified HRC only
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 6508 Metallic materials - Rockwell hardness test Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 6618 Petroleum products and lubricants - Determination of acid or base number - Coulour-indicator titration method Low Qualified  - Sampling process not included- Qualified on 15/09/2020
276093 DICKSON TESTING COMPANY SOUTHGATE USA ISO 671 Steel and cast iron - Determination of sulphur content - Combustion titrimetric method None Qualified
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom ISO 671 Steel and cast iron - Determination of sulphur content - Combustion titrimetric method None Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 671 Steel and cast iron - Determination of sulphur content - Combustion titrimetric method None Qualified Lowest quantifiable detection limit for Sulphur is 0.00093%
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA ISO 671 Steel and cast iron - Determination of sulphur content - Combustion titrimetric method None Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified
305665 APPLUS A2M INDUSTRIE FRAISSES France ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified incl. ISO 6892-1 and -2
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified Limited to room temperature
310645 AZTERLAN DURANGO (BIZKAIA) Spain ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified  Restricted to Part 1Without Reduction of Area & Young’s Modulus
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified Part 1 and 2
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified Restricted to Part 2
318888 ELEMENT MATERIALS TECHNOLOGY - MUELHEIM MUELHEIM AN DER RUHR Germany ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified   Parts 1 & 2Al, Cu, Fe, Ni, Ti alloysWithout Young's Modulus
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified Metallic materials
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified  Room temperature only100kN and 400kN equipment only
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified Part 1 only
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 6892 Metallic materials - Tensile testing - Part 1: Method of test at room temperature / Part 2: Method of test at elevated temperature / Part 3: Method of test at low temperatureLow Qualified Part 1
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 758 Liquid chemical products for industrial use - Determination of density at 20 °C Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 7724-3 Paints and varnishes - Colorimetry - Part 3: Determination of colour differences Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 7899-2 Water quality - Detection and enumeration of intestinal enterococci - Part 2: Membrane filtration method Low Qualified  Qualified on 08.04.2020Sampling process not included
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 8199 Water quality - General requirements and guidance for microbiological examinations by culture Low Qualified  Qualified on 08.04.2020Sampling process not included
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ISO 844 Rigid cellular plastics - Determination of compression properties Low Qualified
296664 RESCOLL Pessac PESSAC CEDEX France ISO 844 Rigid cellular plastics - Determination of compression properties Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA ISO 8510-2 Adhesives - Peel test for a flexible-bonded-to-rigid test specimen assembly - Part 2: 180° peel Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 8510-2 Adhesives - Peel test for a flexible-bonded-to-rigid test specimen assembly - Part 2: 180° peel Low Authorised to proceed 31-déc-21 pending decision regarding NADCAP NMMT
288321 TECHNACOL TARBES France ISO 8510-2 Adhesives - Peel test for a flexible-bonded-to-rigid test specimen assembly - Part 2: 180° peel Low Authorised to proceed 31-mars-22 Adhesive film - Metallic / composites / honeycomb parts
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany ISO 8543 Textile floor coverings - Methods for determination of mass Low Qualified
176634 LANTAL TEXTILES AG LANGENTHAL Switzerland ISO 8543 Textile floor coverings - Methods for determination of mass Low Qualified  * Only for internal Lantal testing needs* Not possible to offer this test to external customers
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 868 Plastics and ebonite - Determination of indentation hardness by means of a durometer (Shore hardness) Low Qualified Type A and D
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 868 Plastics and ebonite - Determination of indentation hardness by means of a durometer (Shore hardness) Low Qualified ISO 868 only
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 868 Plastics and ebonite - Determination of indentation hardness by means of a durometer (Shore hardness) Low Qualified
276086 2MATECH AUBIERE France ISO 9220 Metallic coatings - Measurement of coating thickness - Scanning electron microscope method Low Qualified
276086 2MATECH AUBIERE France ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
294328 AEROFIN LABORATORIES LTD. Burnham-on-Sea, Somerset United Kingdom ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified Salt spray chambers CWL 86614 / 98408 / 92915 / 92815
300081 AEROTECH LABORATORIES Ltd COVENTRY United Kingdom ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified Also according to QVA-Z10-59-01 (restricted to Legacy Programs)
298894 ANACHEM LABORATORIES El Segundo USA ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified All metallic materials and painting
298897 CTME Fundación Centro Tecnológico de Miranda de Ebro Miranda de Ebro (Burgos) Spain ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Authorised to proceed 30-nov-21
276093 DICKSON TESTING COMPANY SOUTHGATE USA ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified Also according to QVA-Z10-59-01 (Restricted to Legacy programs)
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified Metallic samples and components, especially Steel and Al-alloys, coated samples and components, etc.
260077 KEIGHLEY LABORATORY LIMITED Keighley United Kingdom ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified All metallic material

275531,1 MECAPROTEC INDUSTRIES MURET France ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
294826 RESCOLL Rochefort ROCHEFORT CEDEX France ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
298999 SYPAC LUCE France ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom ISO 9227 Corrosion tests in artificial atmospheres - Salt spray tests Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China ISO 9308-1 Water quality - Enumeration of Escherichia coli and coliform bacteria - Part 1: Membrane filtration method for waters with low bacterial background flora Low Qualified  Qualified on 08.04.2020Sampling process not included
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany ISO 9352 Plastics - Determination of resistance to wear by abrasive wheels Low Qualified Test Method eligible for external (supplier) request.
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain ISO 9514 Paints and varnishes - Determination of the pot life of multicomponent coating systems - Preparation and conditioning of samples and guidelines for testing Low Qualified
307768 ATLAS TESTING Rancho Cucamonga USA NAS 1675 § 4.6.7 Fastener test methods - § 4.6.7: Vibration endurance Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA NASM 1312-1 Fastener test methods - Method 1: Salt Spray Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA NASM 1312-1 Fastener test methods - Method 1: Salt Spray Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France NASM 1312-1 Fastener test methods - Method 1: Salt Spray Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-1 Fastener test methods - Method 1: Salt Spray Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain NASM 1312-1 Fastener test methods - Method 1: Salt Spray Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-1 Fastener test methods - Method 1: Salt Spray Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA NASM 1312-10 Fastener test methods - Method 10: Stress rupture Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-10 Fastener test methods - Method 10: Stress rupture Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-10 Fastener test methods - Method 10: Stress rupture Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-11 Fastener test methods - Method 11: Tension fatigue High Authorised to proceed 31-déc-20
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA NASM 1312-12 Fastener test methods - Method 12: Thickness of metallic coatings Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France NASM 1312-12 Fastener test methods - Method 12: Thickness of metallic coatings Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-12 Fastener test methods - Method 12: Thickness of metallic coatings Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-12 Fastener test methods - Method 12: Thickness of metallic coatings Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-13 Fastener test methods - Method 13: Double shear test Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany NASM 1312-13 Fastener test methods - Method 13: Double shear test Low Authorised to proceed 30-nov-21 Also according to the QVA-Z10-37-04: Double-Shear Test on Fasteners Made from Metallic Materials
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-13 Fastener test methods - Method 13: Double shear test Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-14 Fastener test methods - Method 14: Stress durability (internally threaded fasteners) Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-18 Fastener test methods - Method 18: Elevated temperature tensile strength Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-18 Fastener test methods - Method 18: Elevated temperature tensile strength Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-2 Fastener test methods - Method 2: Interaction Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-20 Fastener test methods - Method 20: Single shear Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany NASM 1312-20 Fastener test methods - Method 20: Single shear Low Qualified Fastener (Al, Ti)
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain NASM 1312-20 Fastener test methods - Method 20: Single shear Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-20 Fastener test methods - Method 20: Single shear Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-21 Fastener test methods - Method 21: Shear joint fatigue – Constant amplitude High Qualified  Qualification doesn’t include the Low load or no-load transfer test typesrestricted to Single shear 100% load transfer type (4 rivets)
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-25 Fastener test methods - Method 25: Driving recess torque quality conformance test Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-3 Fastener test methods - Method 3: Humidity Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-31 Fastener test methods - Method 31: Torque Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain NASM 1312-31 Fastener test methods - Method 31: Torque Low Qualified Also according to LC-PE-008
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany NASM 1312-4 Fastener test methods - Method 4: Lap joint shear Low Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA NASM 1312-4 Fastener test methods - Method 4: Lap joint shear Low Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France NASM 1312-4 Fastener test methods - Method 4: Lap joint shear Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-4 Fastener test methods - Method 4: Lap joint shear Low Qualified
276095 DIRATS LABORATORIES WESTFIELD USA NASM 1312-5 Fastener test methods - Method 5: Stress durability Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-5 Fastener test methods - Method 5: Stress durability Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-5 Fastener test methods - Method 5: Stress durability Low Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA NASM 1312-6 Fastener test methods - Method 6: Hardness Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-6 Fastener test methods - Method 6: Hardness Low Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain NASM 1312-6 Fastener test methods - Method 6: Hardness Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-6 Fastener test methods - Method 6: Hardness Low Qualified
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-8 Fastener test methods - Method 8: Tensile strength Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany NASM 1312-8 Fastener test methods - Method 8: Tensile strength Low Qualified Fastener ( Al, Ti)
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-8 Fastener test methods - Method 8: Tensile strength Low Authorised to proceed 30-nov-21
309680 ELEMENT MATERIALS TECHNOLOGY HUNTINGTON BEACH BRANCH Huntington Beach USA NASM 1312-9 Fastener test methods - Method 9: Stress corrosion Low Qualified
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA NASM 1312-9 Fastener test methods - Method 9: Stress corrosion Low Qualified
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China NF L 41-102 Contamination of hydraulic systems by solid particulate matter. Inspection methods Low Qualified  - Limited to APC (Automatic Particle Counter)- Qualified on 18/09/2020
307768 ATLAS TESTING Rancho Cucamonga USA QVA-Z09-07-27 Determination of Chromium (VI) in surface treatment baths Low Qualified qualified 19/12/2018
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France QVA-Z09-07-27 Determination of Chromium (VI) in surface treatment baths Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z09-07-27 Determination of Chromium (VI) in surface treatment baths Low Qualified  Process bathsRestricted to Legacy Programs
300085 ERGO Umweltinstitut GMBH Dresden Germany QVA-Z09-07-31 Determination of Sulphate in surface treatment baths Low Qualified Limited activity to BWB-Group (ARP184362 + ARP297138)
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161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France QVA-Z09-07-31 Determination of Sulphate in surface treatment baths Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z09-07-31 Determination of Sulphate in surface treatment baths Low Qualified  Process bathsRestricted to Legacy Programs
311788 SGS Germany GmbH Speyer Germany QVA-Z09-07-31 Determination of Sulphate in surface treatment baths Low Qualified Qualified only for PFW
311788 SGS Germany GmbH Speyer Germany QVA-Z09-07-34 Determination of Zinc in in acid surface treatment baths Low Qualified Qualified only for PFW
307768 ATLAS TESTING Rancho Cucamonga USA QVA-Z09-07-36 Determination of Hydroxide in alkaline cleaning baths Low Qualified qualified 23/01/2019
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z09-07-36 Determination of Hydroxide in alkaline cleaning baths Low Qualified  Process bathsRestricted to Legacy Programs
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany QVA-Z09-07-36 Determination of Hydroxide in alkaline cleaning baths Low Qualified  Process bathsRestricted to Legacy Programs
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z09-11-01 Inspection of polyalkylene glycol baths Low Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain QVA-Z09-19-01 Determination of the pH-value in Aqueous Media Low Qualified
300085 ERGO Umweltinstitut GMBH Dresden Germany QVA-Z09-19-01 Determination of the pH-value in Aqueous Media Low Qualified Limited activity to BWB-Group (ARP184362 + ARP297138)
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z09-19-01 Determination of the pH-value in Aqueous Media Low Qualified  Process bathsRestricted to Legacy Programs
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany QVA-Z09-19-01 Determination of the pH-value in Aqueous Media Low Qualified Restricted to Legacy programs
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France QVA-Z09-20-00 Determination of Water Hardness Low Qualified APID_0137 - ICP-AES method
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain QVA-Z09-20-00 Determination of Water Hardness Low Qualified
300085 ERGO Umweltinstitut GMBH Dresden Germany QVA-Z09-20-00 Determination of Water Hardness Low Qualified Limited activity to BWB-Group (ARP184362 + ARP297138)
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z09-20-00 Determination of Water Hardness Low Qualified Restricted to Legacy Programs
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain QVA-Z09-22-00 Determination of Dry Residue Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z09-22-00 Determination of Dry Residue Low Qualified Restricted to Legacy Programs
311788 SGS Germany GmbH Speyer Germany QVA-Z09-22-00 Determination of Dry Residue Low Qualified Qualified only for PFW
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain QVA-Z09-23-00 Determination of the Specific Conductivity in Aqueous Media Low Qualified
300085 ERGO Umweltinstitut GMBH Dresden Germany QVA-Z09-23-00 Determination of the Specific Conductivity in Aqueous Media Low Qualified Limited activity to BWB-Group (ARP184362 + ARP297138)
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z09-23-00 Determination of the Specific Conductivity in Aqueous Media Low Qualified  Process bathsRestricted to Legacy Programs
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany QVA-Z09-23-00 Determination of the Specific Conductivity in Aqueous Media Low Qualified Restricted to Legacy programs
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z09-25-00 Determintation of removal rate of alkaline pickling baths Low Qualified  Process bathsRestricted to Legacy Programs
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany QVA-Z09-25-00 Determintation of removal rate of alkaline pickling baths Low Qualified Restricted to Legacy programs
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany QVA-Z10-46-07 Determination of the flow adhesive films Low Qualified Restricted to Legacy Programs
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany QVA-Z10-46-08 Determination of weight per unit area of adhesive foils, prepregs and fibres Low Qualified Restricted to Legacy Programs
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany QVA-Z10-46-18 Chapter 4.3.2 and 4.3.3 Image analytical process for determination of the fibre, resin and pore contents of laminate specimens High Qualified Restricted to Legacy Programs
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany QVA-Z10-46-20 Determination of resin content of prepregs Low Qualified Restricted to Legacy Programs
303102 AMPP SERVICES LTD ELY United Kingdom QVA-Z10-53-00 Metallographic test - Macroscopic examination - General information Low Qualified All
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA QVA-Z10-53-00 Metallographic test - Macroscopic examination - General information Low Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain QVA-Z10-53-00 Metallographic test - Macroscopic examination - General information Low Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z10-53-00 Metallographic test - Macroscopic examination - General information Low Qualified Al, Ti, Fe, CFRP
276094 BUREAU VERITAS LABORATOIRES (BELFORT) BELFORT France QVA-Z10-61-00 Determination of particle sizes None Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain QVA-Z10-61-00 Determination of particle sizes None Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany QVA-Z10-61-00 Determination of particle sizes None Qualified  Process bathsRestricted to Legacy Programs
288967 TIANJIN PRODUCT QUALITY INPECTION TECHNOLOGY RESEARCH INSTITUTETIANJIN China SAE AS 4059 Aerospace Fluid Power - Contamination Classification for Hydraulic Fluids Low Qualified  Qualified on 08.04.2020Sampling process not included
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain TT1 Major Test None Qualified
245366 DGA TECHNIQUES AERONAUTIQUES BALMA France TT1 Major Test None Qualified
169086 IABG OTTOBRUNN Germany TT1 Major Test None Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany TT1 Major Test None Qualified
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain TT2 Component & Large Sub-component Test None Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain TT2 Component & Large Sub-component Test None Qualified
261957 CENTRO DE TECNOLOGIAS AERONAUTICAS CTA Minano-Alava Spain TT2 Component & Large Sub-component Test None Qualified
245366 DGA TECHNIQUES AERONAUTIQUES BALMA France TT2 Component & Large Sub-component Test None Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain TT2 Component & Large Sub-component Test None Qualified
169086 IABG OTTOBRUNN Germany TT2 Component & Large Sub-component Test None Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany TT2 Component & Large Sub-component Test None Qualified
245366 DGA TECHNIQUES AERONAUTIQUES BALMA France TT3 Multi-loading Panel Test None Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany TT3 Multi-loading Panel Test None Qualified
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain TT4 Bespoke Test Bench None Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain TT4 Bespoke Test Bench None Qualified
261957 CENTRO DE TECNOLOGIAS AERONAUTICAS CTA Minano-Alava Spain TT4 Bespoke Test Bench None Qualified
245366 DGA TECHNIQUES AERONAUTIQUES BALMA France TT4 Bespoke Test Bench None Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain TT4 Bespoke Test Bench None Qualified
169086 IABG OTTOBRUNN Germany TT4 Bespoke Test Bench None Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany TT4 Bespoke Test Bench None Qualified
245366 DGA TECHNIQUES AERONAUTIQUES BALMA France TT5 High Energy Impact Test None Qualified
169086 IABG OTTOBRUNN Germany TT5 High Energy Impact Test None Qualified
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain TT6 High Frequency Test None Qualified
261957 CENTRO DE TECNOLOGIAS AERONAUTICAS CTA Minano-Alava Spain TT6 High Frequency Test None Qualified
245366 DGA TECHNIQUES AERONAUTIQUES BALMA France TT6 High Frequency Test None Qualified
169086 IABG OTTOBRUNN Germany TT6 High Frequency Test None Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany TT6 High Frequency Test None Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain TT7 Standard Test Bench > 5 MN None Qualified
245366 DGA TECHNIQUES AERONAUTIQUES BALMA France TT7 Standard Test Bench > 5 MN None Qualified
146561 AIRBUS DEFENCE AND SPACE S.A.U. AIRBUS MILITARY GETAFE GETAFE Spain TT8 Standard Test Bench <= 5 MN None Qualified
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain TT8 Standard Test Bench <= 5 MN None Qualified
261957 CENTRO DE TECNOLOGIAS AERONAUTICAS CTA Minano-Alava Spain TT8 Standard Test Bench <= 5 MN None Qualified
245366 DGA TECHNIQUES AERONAUTIQUES BALMA France TT8 Standard Test Bench <= 5 MN None Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain TT8 Standard Test Bench <= 5 MN None Qualified
169086 IABG OTTOBRUNN Germany TT8 Standard Test Bench <= 5 MN None Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany TT8 Standard Test Bench <= 5 MN None Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany Z_ACE window A350 FPQ Mechanical Tests for ACE Window Frames on A350 XWB None Qualified
312060 ACEM.S.L. Madrid Spain Z_Combustion Analysis by combustion None Authorised to proceed 31-oct-21 Determination of C in A286 steel
307768 ATLAS TESTING Rancho Cucamonga USA Z_Combustion Analysis by combustion None Authorised to proceed 31-oct-21 C determination in refractory and reactive metals and their alloys according to ASTM E1941
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China Z_Combustion Analysis by combustion None Authorised to proceed 31-oct-21 - C detection in refractory and reactive metals & their alloys according to ASTM E1941
150147 CRITT MDTS CHARLEVILLE MEZIERES France Z_Combustion Analysis by combustion None Qualified - Determination of C in Inconel according to ASTME1019
276093 DICKSON TESTING COMPANY SOUTHGATE USA Z_Combustion Analysis by combustion None Qualified
276095 DIRATS LABORATORIES WESTFIELD USA Z_Combustion Analysis by combustion None Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA Z_Combustion Analysis by combustion None Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_Combustion Analysis by combustion None Qualified - C determination in refractory & reactive metals & their alloys according to ASTM E1941
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_Combustion Analysis by combustion None Qualified C, N, O determination in steel, Fe, Ni & Co alloys according to ASTM E1019
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom Z_Combustion Analysis by combustion None Qualified
310669 LABORATORY TESTING INC HATFIELD USA Z_Combustion Analysis by combustion None Qualified  - determination of C and S in steel according to ASTM E1086- C, S, N, H & O According to ASTM E1019
314665 LUVAK, INC Boylston USA Z_Combustion Analysis by combustion None Qualified - Determination of C in Ti and Stellite 25 (acc. ASTM E1941)
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China Z_Combustion Analysis by combustion None Qualified Cast/steel, Ni, Co, Ti
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China Z_Comp. spec. machining Composite specimen machining / cutting / tabbing None Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain Z_Comp. spec. machining Composite specimen machining / cutting / tabbing None Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany Z_Comp. spec. machining Composite specimen machining / cutting / tabbing None Qualified
310716 CINCINNATI TESTING LABORATORIES Cincinnati USA Z_Comp. spec. machining Composite specimen machining / cutting / tabbing None Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland Z_Comp. spec. machining Composite specimen machining / cutting / tabbing None Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain Z_Comp. spec. machining Composite specimen machining / cutting / tabbing None Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany Z_Comp. spec. machining Composite specimen machining / cutting / tabbing None Qualified CFRP / GFRP
262425 GMA-WERKSTOFFPRUEFUNG GMBH STADE BRANCH STADE Germany Z_Comp. spec. machining Composite specimen machining / cutting / tabbing None Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany Z_Comp. spec. machining Composite specimen machining / cutting / tabbing None Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain Z_Comp. spec. machining Composite specimen machining / cutting / tabbing None Qualified
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China Z_Comp. spec. prod. Composite specimen production None Qualified
306790 APPLUS ILLESCAS ILLESCAS Spain Z_Comp. spec. prod. Composite specimen production None Qualified
224801 CTL TASTAIL TEO (COMPOSITES TESTING LABORATORY LTD) INDREANHAIN Ireland Z_Comp. spec. prod. Composite specimen production None Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain Z_Comp. spec. prod. Composite specimen production None Qualified
169755 IMA GMBH DRESDEN DRESDEN Germany Z_Comp. spec. prod. Composite specimen production None Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_Corrosion Corrosion None Qualified Austentic and Duplex Stainless Steels
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain Z_Corrosion Corrosion None Qualified According to AMS2700, ASTM A380, ASTM A967 and ISO 8075
286347 APPLUS BARCELONA (LGAI TECHNOLOGICAL CENTER SA) BELLATERRA Spain Z_Duqueine window A350 FPQ Mechanical Tests for Duqueine Window Frames on A350 XWB None Qualified
312060 ACEM.S.L. Madrid Spain Z_Glow Discharge Mass Spectroscopy Spectrometry: glow discharge None Qualified Cr, Cu, Fe, Mg, Mn, Si, Ti, Zn in Aluminium 6061
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China Z_ICP-AES ICP-AES Low Authorised to proceed 31-oct-21  - Al, V, Fe, Y, Mo detection in Ti & Ti alloys according to ASTM E2371Pending PTP 2021 participation and results
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_ICP-AES ICP-AES Low Qualified Ti & Ti alloys by atomic emission plasma spectometry according to ASTM E2371
310669 LABORATORY TESTING INC HATFIELD USA Z_ICP-AES ICP-AES Low Qualified - determination of Al, B, Cu, Fe, Mn, Mo, Si, Sn, Y and Zr in Ti &Ti alloys according to ASTM E2371
314665 LUVAK, INC Boylston USA Z_ICP-AES ICP-AES Low Qualified - Determination of Al, B, Cu, Fe, Mn, Mo, Si, Sn, Y and Zr in Ti&Ti alloys (acc. ASTM E2371)
276095 DIRATS LABORATORIES WESTFIELD USA Z_ICP-MS Inductively coupled plasma mass spectroscopy (ICP-MS) None Qualified Quantitative Chemical Analysis using the Perkin-Elmer NexION 300X ICP-Mass Spectrometer according to Internal procedure "AWMSR ICP Mass Spectro Residuals Test Procedure"
310669 LABORATORY TESTING INC HATFIELD USA Z_ICP-MS Inductively coupled plasma mass spectroscopy (ICP-MS) None Qualified  - Determination of Mn, Si, P, Cr, Mo, Ni and Cu in Steel- Determination of Al, B, Cu, Fe, Mn, Mo, Si, Sn, Y and Zr in Titanium

Page 21 de 22



ARP-ID Name of the Independent Lab Town Country Referential Test Label Complexity Status
Expiration Date (ATP only)

END OF MONTH
Remark / Limitation

Report ordered by Referential

Test Method

QUALIFIED OR AUTHORISED TO PROCEED COUPLES FOR INDEPENDENT TEST FACILITIES / SPECIMENS PRODUCTION & MACHINING FACILITIES

Airbus Qualified Test Method List (QTML) External Report

In Accordance with M20691.2 and M20691.3 Issue A -  Perform Couple <Product/Supplier Site> Compliance and Maturity’s Activities

For any further information, please contact : your Airbus SCQM

Test Facility

Note: Green Couples are Laboratories with Airbus Merit

Publication date: November 5th, 2021

276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA Z_ICP-MS Inductively coupled plasma mass spectroscopy (ICP-MS) None Qualified ASTM E2823 - Standard Test Method for Analysis of Nickel Alloys by Inductively Coupled Plasma Mass Spectrometry (Performance-Based)
307768 ATLAS TESTING Rancho Cucamonga USA Z_IGF Inert Gas Fusion Low Qualified - O &N determination in Ti & Ti alloys according to ASTM E1409
307768 ATLAS TESTING Rancho Cucamonga USA Z_IGF Inert Gas Fusion Low Qualified H determination in Ti and Ti alloys according to ASTM E1447
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China Z_IGF Inert gas fusion None Qualified - H detection in Ti & Ti alloys according to ASTM E1447
305901 BIAM - AECC AVIC Beijing Institute of Aeronautical Materials Beijing China Z_IGF Inert gas fusion None Qualified - O & N detection in Ti & Ti alloys according to ASTM E1409
147145 BUREAU VERITAS LABORATOIRES (ST OUEN) SAINT-OUEN L'AUMÔNE France Z_IGF Inert gas fusion None Qualified  Determination of only Oxygen in Ti & Ti alloys according to ASTM E1409Determination of N in Inconel
150147 CRITT MDTS CHARLEVILLE MEZIERES France Z_IGF Inert gas fusion None Qualified  - Determination of H in Ti & Ti alloys according to ASTM E1447- Determination of O in Ti & Ti alloys according to ASTM E1409
276093 DICKSON TESTING COMPANY SOUTHGATE USA Z_IGF Inert gas fusion None Qualified
276095 DIRATS LABORATORIES WESTFIELD USA Z_IGF Inert gas fusion None Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA Z_IGF Inert gas fusion None Qualified Co, Cu, Fe, Ni, Ti
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_IGF Inert gas fusion None Qualified - H determination in Ti alloys  according to ASTM E1447
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_IGF Inert Gas Fusion Low Qualified - O & N determination in Ti alloys according to ASTM E1409
321693 ELEMENT MATERIALS TECHNOLOGY - YORKTOWN, HOUSTON Houston USA Z_IGF Inert Gas Fusion Low Qualified  - H detection according to ASTM E1447- 8 - 200ppm in Ti Alloy
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic Z_IGF Inert gas fusion None Qualified Ti based alloys
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom Z_IGF Inert gas fusion None Qualified
310669 LABORATORY TESTING INC HATFIELD USA Z_IGF Inert Gas Fusion Low Qualified  - O & N determination in Ti and Ti alloys according to ASTM E1409- H determination in Ti and Ti alloys accorting to ASTM E1447
314665 LUVAK, INC Boylston USA Z_IGF Inert gas fusion None Qualified  - Determination of H in Ti (acc. ASTM E1447)- Determination of O and N in Ti (acc. ASTM E1409)
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China Z_IGF Inert gas fusion None Qualified  without Hydrogen analysisTi, Steel, Ni, Co
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain Z_mechanical tests Various mechanical tests None Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain Z_mechanical tests Various mechanical tests None Qualified ASTM D6641 - Compressive properties of polymer matrix composite materials using a combined loading compression (CLC) test fixture
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France Z_mechanical tests Various mechanical tests None Qualified
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France Z_mechanical tests Various mechanical tests None Qualified ASTM D6641 - Compressive properties of polymer matrix composite materials using a combined loading compression (CLC) test fixture
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France Z_mechanical tests Various mechanical tests None Qualified  According to NF A89-208 (peel-off test) called in ADET 0202All metallic material
296664 RESCOLL Pessac PESSAC CEDEX France Z_mechanical tests Various mechanical tests None Qualified ASTM D6641 - Compressive properties of polymer matrix composite materials using a combined loading compression (CLC) test fixture
311578 APPLUS (SHANGHAI) QUALITY INSPECTION CO., LTD PUDONG DISTRICT, SHANGHAI China Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
307768 ATLAS TESTING Rancho Cucamonga USA Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
305773 CETIM MAROC CASABLANCA Morocco Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified Steel, stainless steel, cobalt, aluminium, nickel, titanium alloys (internal range)
276093 DICKSON TESTING COMPANY SOUTHGATE USA Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
276095 DIRATS LABORATORIES WESTFIELD USA Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
310769 ELEMENT MATERIALS TECHNOLOGY - CHARLOTTE Charlotte USA Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
143441 ELEMENT MATERIALS TECHNOLOGY - LANCASTER LANCASTER United Kingdom Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified Alloys of Al, Ti, Ni, Steels
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified Metallic materials
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified Al, Ti, Fe, NE-metals
295929 INCOTEST - A DIVISION OF SPECIAL METALS WIGGIN LTD HEREFORD United Kingdom Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified All metallic material
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified Fe, Al, Cu, Ni, Co, Ti base materials
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified Only according to LC-PE-021
276098 WESTMORELAND MECHANICAL TESTING - HQ (USA) YOUNGSTOWN USA Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom Z_Metal. Spec. prep Metallic specimen preparation (for mechanical testing) None Qualified
312060 ACEM.S.L. Madrid Spain Z_Opt. metallo. Optical metallography None Qualified
303102 AMPP SERVICES LTD ELY United Kingdom Z_Opt. metallo. Optical metallography None Qualified  PTP Kit 10-6Weld examinations as per ABP Specifications and BS ISO 24394
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany Z_Opt. metallo. Optical metallography None Qualified
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain Z_Opt. metallo. Optical metallography None Qualified
150147 CRITT MDTS CHARLEVILLE MEZIERES France Z_Opt. metallo. Optical metallography None Qualified  All materials and plasma coatingsInternal method (MO-MET-07-02) by colour threshold or customer's specification
276093 DICKSON TESTING COMPANY SOUTHGATE USA Z_Opt. metallo. Optical metallography None Qualified
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain Z_Opt. metallo. Optical metallography None Qualified
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_Opt. metallo. Optical metallography None Qualified Metallic materials
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France Z_Opt. metallo. Optical metallography None Qualified
304743 ELEMENT MATERIALS TECHNOLOGY PILSEN Plzen Czech Republic Z_Opt. metallo. Optical metallography None Qualified Various materials
300086 Fundación TECNALIA Research & Innovation DONOSTIA-SAN SEBASTIÁN Spain Z_Opt. metallo. Optical metallography None Qualified
160505 IFAM - FRAUNHOFER INSTITUT BREMEN Germany Z_Opt. metallo. Optical metallography None Qualified Metals, CFK, polymers
169755 IMA GMBH DRESDEN DRESDEN Germany Z_Opt. metallo. Optical metallography None Qualified
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain Z_Opt. metallo. Optical metallography None Qualified Steel, Ti, Al
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom Z_Opt. metallo. Optical metallography None Qualified
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany Z_Other Other test - Specify in Remark None Qualified X2528PTSF11004 iss 2 Textile Floor Covering (Carpet) Frame Specification
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany Z_Other Other test - Specify in Remark None Qualified Electrostatic Discharge iaw X2528PTSF11004 Issue 2 Textile Floor Covering (Carpet) Frame Specification, chapter 2.3.4
135837 Airbus Operations GmbH (Fire Test Lab) Bremen Germany Z_Other Other test - Specify in Remark None Qualified Penetration Test acc. to AIMS04-18-000, chap. 4.2.2.8.3.
307768 ATLAS TESTING Rancho Cucamonga USA Z_Other Other test - Specify in Remark None Qualified chemical analysis of Al and Al-based alloys according to ASTM E34
292690 CANAGROSA LAB & SERVICES S.L. LA RINCONADA, Sevilla Spain Z_Other Other test - Specify in Remark None Qualified According to QVA-Z10-73-00
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_Other Other test - Specify in Remark None Qualified  According to ABP 2-4099 - Approval of Welding and brazing operatorsRestricted to:
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_Other Other test - Specify in Remark None Qualified   According to ABP 2-4100 - Electric Resistance WeldingRestricted to:- Appendix C - Process Control Testing 
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France Z_Other Other test - Specify in Remark None Qualified IGC 04-26-335: Intumescent Adhesives - Determination of expansion rate
301462 ETIM - LABORATOIRE DE TESTS COMPOSITES BOUGUENAIS France Z_Other Other test - Specify in Remark None Qualified  IGC 04-62-156: Securing of bushes, bearings and ball joints using LoctiteADET 0033
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France Z_Other Other test - Specify in Remark None Qualified   ASTM D4327: Anions in Water by Suppressed IonChromatographyDemineralised Water and bath diluted
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France Z_Other Other test - Specify in Remark None Qualified Titration of bath formuled for Treatment Surface by Purchaser Method (Henkel, Chemetall, Ardrox, Socomor)
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France Z_Other Other test - Specify in Remark None Qualified  Surface tension of Cleaning Bath (liquid)Called in AIPI 09-02-005, IPDA 62-44
161203 GACHES CHIMIE SPECIALITES TOULOUSE CEDEX France Z_Other Other test - Specify in Remark None Qualified Analysis of Nitric and Fluorhydric acid bath for Titanium and Inox Surface Treatment (by Internal Method n° AB19)
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany Z_Other Other test - Specify in Remark None Qualified  QVA-Z09-11-00 - Analysis of Saltpetre MeltsRestricted to Legacy Programs
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany Z_Other Other test - Specify in Remark None Qualified  QVA-Z10-54-03 - Examination for Copper Diffusion in CladdingRestricted to Legacy Programs
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany Z_Other Other test - Specify in Remark None Qualified  80-T-34-5814 - Stuffer samples (connecting elements)Restricted to Legacy Programs
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany Z_Other Other test - Specify in Remark None Qualified  80-T-35-2010: Determination of the weight of the coating (chapter 6.1.1)Restricted to Legacy Programs
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany Z_Other Other test - Specify in Remark None Qualified  80-T-35-0020: Alkaline Cleaning (Tendency of the bath to produce pitting)Restricted to Legacy Programs
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany Z_Other Other test - Specify in Remark None Qualified  80-T-35-0020: Alkaline Cleaning (Tendency of the bath to produce pitting)Restricted to Legacy programs
305222 GMA-WERKSTOFFPRUEFUNG GMBH VAREL BRANCH VAREL Germany Z_Other Other test - Specify in Remark None Qualified  80-T-35-2010: Determination of the weight of the coating (chapter 6.1.1)Restricted to Legacy Programs
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France Z_Other Other test - Specify in Remark None Qualified Swaging resistance test and Debonding test according to ADET 0033, ADET 0173, ADET 0191, AIPS 03-03-012 and AIPS 01-02-019
294826 RESCOLL Rochefort ROCHEFORT CEDEX France Z_Other Other test - Specify in Remark None Qualified Swaging resistance test, called in Appendix 2-3 of ADET0191 and Appendix A-D of AIPS 03-03-012.
150147 CRITT MDTS CHARLEVILLE MEZIERES France Z_Physical tests Various physical tests None Qualified INEL X-rays diffractometer - Retained austenite: internal method (MO-MIC-06) - Steel
277364 ELEMENT MATERIALS TECHNOLOGY - SEVILLE SLU LA RINCONADA Spain Z_Physical tests Various physical tests None Qualified
147019 ELEMENT MATERIALS TECHNOLOGY - TOULOUSE COLOMIERS France Z_SEM Scanning Electron Microscopy (SEM) None Qualified
307768 ATLAS TESTING Rancho Cucamonga USA Z_Spectro Analysis by spectrometry (others) None Authorised to proceed 31-oct-21 analysis of Ti & Ti alloys by atomic emission plasma spectometry according to ASTM E2371
150147 CRITT MDTS CHARLEVILLE MEZIERES France Z_Spectro Analysis by spectrometry (others) None Qualified  X-ray fluorescence spectrometry (internal method MO-ANA-27)Titanium, cobalt and nickel alloys
150147 CRITT MDTS CHARLEVILLE MEZIERES France Z_Spectro Analysis by spectrometry (others) None Qualified    - Determination of Cr, Cu, Fe, Mg, Mn, Ni, Si, Ti, Zn and Zr in aluminumEmission spectrometry by spark (internal method MO-ANA-01)
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_Spectro Analysis by spectrometry (others) None Authorised to proceed 31-mars-21 Aluminum, Cobalt, Nickel, Ferrous Based - Low Alloy & Stainless Steel, Titanium & Titanium Aluminide Alloys (XRF). All of the above alloys for ICP-OES, XRF in brackets
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_Spectro Analysis by spectrometry (others) None Qualified According to ASTM E2465 -Nickel based alloys (XRF)
310669 LABORATORY TESTING INC HATFIELD USA Z_Spectro Analysis by spectrometry (others) None Qualified - Analysis of C & low-alloy steel according to ASTM E415
143041 APPLUS+ BKWerkstofftechnik GMBH BREMEN Germany Z_Spectro. OES Spectrometry: optical emission (OES) None Qualified
276093 DICKSON TESTING COMPANY SOUTHGATE USA Z_Spectro. OES Spectrometry: optical emission (OES) None Qualified
298998 ELEMENT MATERIALS TECHNOLOGY - CLEVELAND Cleveland USA Z_Spectro. OES Spectrometry: optical emission (OES) None Authorised to proceed 30-nov-21
318843 ELEMENT MATERIALS TECHNOLOGY - TEESSIDE Middlesbrough United Kingdom Z_Spectro. OES Spectrometry: optical emission (OES) None Qualified Ferrous Based - Low alloy & Stainless Steel
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany Z_Spectro. OES Spectrometry: optical emission (OES) None Authorised to proceed 30-nov-21  According to EN 14726 (Aluminium alloys)The tests are performed at GMA in Essen under GMA Nordenham responsibility
305214 GMA-WERKSTOFFPRUEFUNG GMBH NORDENHAM BRANCH NORDENHAM Germany Z_Spectro. OES Spectrometry: optical emission (OES) None Qualified According to ASTM B265 - Standard Specification for Titanium and Titanium Alloy Strip, Sheet, and Plate
296665 LABORATOIRE ECCI SERRES CASTET CEDEX France Z_Spectro. OES Spectrometry: optical emission (OES) None Qualified  According to NF A07-001All metallic material
302737 METAL IMPROVEMENT COMPANY - IMR TEST LAB SUZHOU Suzhou Jiangsu China Z_Spectro. OES Spectrometry: optical emission (OES) None Qualified Fe, Al, Cu, Ni, Co, Ti base materials
276249 TITANIA, ENSAYOS Y PROYECTOS INDUSTRIALES S.L.U El Puerto de Santa María Spain Z_Spectro. OES Spectrometry: optical emission (OES) None Qualified    Al Base:-        Si (0.011 - 14.33) % Low ± 0.002 % High ± 0.29 %-        Fe (0.011 - 1.30) % Low ± 0.002 % High ± 0.05 %
257831 WESTMORELAND MECHANICAL TESTING & RESEARCH LTD (UK) BANBURY United Kingdom Z_Spectro. OES Spectrometry: optical emission (OES) None Qualified Aluminium and Iron base only
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